
Fulton County, Indiana                                                                        04/16/2002
Table H.--Engineering Index Properties

(Absence of an entry indicates that the data were not estimated.)
________________________________________________________________________________________________________________________
                 |       |                 |     Classification      |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture    |_________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |                 |             |           | >10  | 3-10 |___________________________|limit |ticity
                 |       |                 |   Unified   |  AASHTO   |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_________________|_____________|___________|______|______|______|______|______|______|______|_________
                 |  In   |                 |             |           | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Ad:              |       |                 |             |           |      |      |      |      |      |      |      |
 Adrian, drained-|  0-9  |Muck-------------|PT           |A-8        |   0  |   0  | ---  | ---  | ---  | ---  |  --- |   ---
                 |  9-34 |Muck-------------|PT           |A-8        |   0  |   0  | ---  | ---  | ---  | ---  |  --- |   ---
                 | 34-80 |Sand, fine sand, |SP, SM       |A-1, A-2,  |   0  |   0  |80-100|60-100|30-80 | 0-35 | 0-0  |    NP.
                 |       | gravelly loamy  |             | A-3       |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Ah:              |       |                 |             |           |      |      |      |      |      |      |      |
 Algansee--------|  0-5  |Loamy sand-------|SM, SP-SM    |A-2-4      |   0  |   0  | 100  | 100  |75-90 |10-25 | 0-0  |    NP.
                 |  5-60 |Sand, loamy sand.|SM, SP-SM    |A-2-4, A-3 |   0  |   0  | 100  | 100  |65-90 | 5-30 | 0-0  |    NP.
                 |       |                 |             |           |      |      |      |      |      |      |      |
Bb:              |       |                 |             |           |      |      |      |      |      |      |      |
 Barry-----------|  0-13 |Loam-------------|CL, CL-ML, ML|A-4        |   0  |   0  |95-100|90-100|85-95 |55-70 |15-40 |  NP-15
                 | 13-41 |Loam, sandy clay |CL-ML, SC,   |A-4, A-6   |   0  | 0-1  |90-100|85-100|65-95 |40-55 |15-50 |  NP-30
                 |       | loam, sandy     | SC-SM       |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 | 41-60 |Sandy loam, fine |CL, ML, SC,  |A-6, A-4   | 0-1  | 0-3  |90-100|85-98 |65-90 |40-70 |15-30 |  NP-15
                 |       | sandy loam,     | CL-ML       |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
BlA:             |       |                 |             |           |      |      |      |      |      |      |      |
 Blount----------|  0-7  |Loam-------------|CL           |A-4, A-6   |   0  | 0-5  |95-100|95-100|90-100|80-95 |25-40 |   8-20
                 |  7-23 |Clay loam, silty |CL, CH       |A-6, A-7   | 0-1  | 0-5  |95-100|90-100|80-90 |75-85 |35-60 |  15-35
                 |       | clay loam, silty|             |           |      |      |      |      |      |      |      |
                 |       | clay, clay.     |             |           |      |      |      |      |      |      |      |
                 | 23-42 |Clay loam, silty |MH, CL, CH,  |A-6, A-7   | 0-1  | 0-5  |95-100|90-100|80-90 |70-90 |35-55 |  10-30
                 |       | clay loam.      | ML          |           |      |      |      |      |      |      |      |
                 | 42-80 |Clay loam, silty |CL           |A-6, A-7   | 0-1  | 0-10 |90-100|90-100|80-100|70-90 |30-45 |  10-25
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Br:              |       |                 |             |           |      |      |      |      |      |      |      |
 Brady-----------|  0-9  |Sandy loam-------|CL-ML, ML,   |A-1, A-2,  |   0  | 0-5  |95-100|75-100|45-85 |20-55 | 0-25 |  NP-7
                 |       |                 | SC-SM, SM   | A-4       |      |      |      |      |      |      |      |
                 |  9-37 |Sandy loam, sandy|CL, ML, SC,  |A-1, A-2,  |   0  | 0-5  |85-100|60-100|35-90 |20-55 |15-35 |  NP-15
                 |       | clay loam,      | SM          | A-4, A-6  |      |      |      |      |      |      |      |
                 |       | gravelly sandy  |             |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 | 37-56 |Loamy sand, sandy|SP-SM, SC,   |A-2-4, A-1,|   0  | 0-5  |95-100|75-100|35-70 |10-40 | 0-30 |  NP-10
                 |       | loam.           | SC-SM, SM   | A-2, A-4  |      |      |      |      |      |      |      |
                 | 56-80 |Gravelly sand,   |GP, GP-GM,   |A-1, A-2-4,|   0  | 0-5  |40-95 |30-85 |20-60 | 0-10 | 0-0  |    NP.
                 |       | coarse sand,    | SP, SP-SM   | A-3       |      |      |      |      |      |      |      |
                 |       | gravel.         |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
BsA:             |       |                 |             |           |      |      |      |      |      |      |      |
 Branch----------|  0-22 |Loamy sand-------|SM, SP-SM    |A-2-4      |   0  |   0  |95-100|95-98 |60-85 |10-25 | 0-0  |    NP.
                 | 22-45 |Sandy loam, sandy|CL, SC, SC-  |A-2-4, A-2-|   0  | 0-3  |90-100|75-98 |45-85 |20-50 |10-60 |  NP-20
                 |       | clay loam,      | SM, SM      | 6, A-4, A-|      |      |      |      |      |      |      |
                 |       | gravelly sandy  |             | 6         |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 | 45-60 |Gravelly loamy   |SP-SM, SP    |A-1-b, A-2-|   0  | 0-5  |65-85 |50-75 |25-50 | 0-15 | 0-0  |    NP.
                 |       | coarse sand.    |             | 4         |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
BtA:             |       |                 |             |           |      |      |      |      |      |      |      |
 Brems-----------|  0-9  |Loamy sand-------|SM, SP-SM    |A-2-4      |   0  |   0  | 100  |85-100|60-100|10-35 | 0-0  |    NP.
                 |  9-72 |Sand, fine sand, |SM, SP, SP-SM|A-2-4, A-3 |   0  |   0  | 100  |85-100|55-95 | 0-25 | 0-0  |    NP.
                 |       | loamy sand.     |             |           |      |      |      |      |      |      |      |
                 | 72-80 |Sand, fine sand, |SP, SP-SM, SM|A-2-4, A-3 |   0  |   0  | 100  |85-100|55-95 | 0-25 | 0-0  |    NP.
                 |       | loamy sand.     |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
ChB:             |       |                 |             |           |      |      |      |      |      |      |      |
 Chelsea---------|  0-10 |Fine sand--------|SM, SP, SP-SM|A-2-4, A-3 |   0  |   0  | 100  | 100  |85-95 | 0-15 | 0-0  |    NP.
                 | 10-80 |Fine sand, sand, |SM, SP, SP-SM|A-2-4, A-2 |   0  |   0  | 100  | 100  |70-95 | 0-30 | 0-0  |    NP.
                 |       | loamy sand.     |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Co:              |       |                 |             |           |      |      |      |      |      |      |      |
 Cohoctah--------|  0-21 |Fine sandy loam--|SC-SM, SM    |A-4        |   0  |   0  | 100  | 100  |85-100|30-45 | 0-25 |  NP-10
                 | 21-56 |Loam, fine sandy |CL, ML, SC,  |A-2-4, A-4 |   0  |   0  | 100  | 100  |90-100|25-100|15-40 |  NP-15
                 |       | loam, silt loam.| SM          |           |      |      |      |      |      |      |      |
                 | 56-60 |Coarse sand,     |SP-SM, SP    |A-2-4, A-2 |   0  |   0  |85-100|75-98 |65-90 | 1-10 | 0-0  |    NP.
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
CrA:             |       |                 |             |           |      |      |      |      |      |      |      |
 Crosier---------|  0-11 |Loam-------------|CL, CL-ML, ML|A-4, A-6   | 0-1  | 0-1  |95-100|90-100|85-95 |55-90 |20-40 |  NP-17
                 | 11-30 |Clay loam, loam, |CL, SC       |A-6, A-7-6 | 0-1  | 0-1  |95-100|90-100|75-95 |45-80 |25-50 |  12-30
                 |       | sandy clay loam.|             |           |      |      |      |      |      |      |      |
                 | 30-38 |Loam, sandy loam,|CL, CL-ML,   |A-4, A-6   | 0-1  | 0-3  |90-100|85-100|65-95 |40-70 |15-40 |  NP-22
                 |       | fine sandy loam.| ML, SC      |           |      |      |      |      |      |      |      |
                 | 38-80 |Loam, sandy loam,|CL, CL-ML,   |A-4, A-6   | 0-1  | 0-3  |90-100|85-100|65-90 |40-70 |15-30 |  NP-15
                 |       | fine sandy loam.| ML, SC      |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Ed:              |       |                 |             |           |      |      |      |      |      |      |      |
 Edwards, drained|  0-9  |Muck-------------|PT           |A-8        |   0  |   0  | ---  | ---  | ---  | ---  |  --- |   ---
                 |  9-24 |Muck-------------|PT           |A-8        |   0  |   0  | ---  | ---  | ---  | ---  |  --- |   ---



                 | 24-80 |Marly material---|ML           |A-5        |   0  |   0  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       |                 |             |           |      |      |      |      |      |      |      |
Gf:              |       |                 |             |           |      |      |      |      |      |      |      |
 Gilford---------|  0-14 |Fine sandy loam--|SC-SM, SM, SC|A-4        |   0  |   0  |95-100|95-100|80-90 |35-60 |15-25 |  NP-10
                 | 14-32 |Sandy loam, fine |SC-SM, SC, SM|A-2-4      |   0  |   0  |95-100|95-100|55-90 |25-50 |10-30 |  NP-10
                 |       | sandy loam.     |             |           |      |      |      |      |      |      |      |
                 | 32-38 |Loamy sand, sand,|SM, SP, SP-SM|A-2-4, A-3,|   0  |   0  |95-100|95-100|40-95 | 0-25 | 0-0  |    NP.
                 |       | loamy fine sand.|             | A-1-b     |      |      |      |      |      |      |      |
                 | 38-80 |Sand, coarse     |SM, SP, SP-SM|A-2-4, A-3,|   0  |   0  |85-100|85-100|35-85 | 0-25 | 0-0  |    NP.
                 |       | sand, loamy     |             | A-1-b     |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Gh:              |       |                 |             |           |      |      |      |      |      |      |      |
 Gilford---------|  0-13 |Fine sandy loam--|SC-SM        |A-4        |   0  |   0  |95-100|90-98 |80-90 |50-60 | 0-25 |  NP-10
                 | 13-22 |Loamy sand, sand.|SM, SP-SM    |A-2-4, A-3 |   0  |   0  |85-100|85-98 |55-85 | 0-25 | 0-0  |    NP.
                 | 22-51 |Fine sandy loam, |CL-ML, ML,   |A-2-4, A-4 |   0  | 0-3  |85-100|75-98 |55-90 |25-50 |10-30 |  NP-10
                 |       | sandy loam.     | SC-SM, SM   |           |      |      |      |      |      |      |      |
                 | 51-60 |Gravelly coarse  |CL, SC, SC-SM|A-1-b, A-2-| 0-1  |   0  |55-100|50-98 |25-90 |15-60 |15-30 |  NP-15
                 |       | sandy loam, fine|             | 4, A-4    |      |      |      |      |      |      |      |
                 |       | sandy loam,     |             |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Hh:              |       |                 |             |           |      |      |      |      |      |      |      |
 Histosols-------|   --- |      ---        |     ---     |     ---   | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       |                 |             |           |      |      |      |      |      |      |      |
 Aquolls---------|   --- |      ---        |     ---     |     ---   | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       |                 |             |           |      |      |      |      |      |      |      |
Hk:              |       |                 |             |           |      |      |      |      |      |      |      |
 Homer-----------|  0-16 |Fine sandy loam--|SM           |A-2-4      |   0  |   0  |80-100|80-100|55-80 |10-25 | 0-25 |  NP-10
                 | 16-22 |Sandy clay loam, |CL, CL-ML,   |A-2-4, A-2-|   0  | 0-3  |85-100|75-98 |45-90 |20-60 |10-60 |  NP-20
                 |       | loam, fine sandy| SC, SC-SM   | 6, A-4, A-|      |      |      |      |      |      |      |
                 |       | loam.           |             | 6         |      |      |      |      |      |      |      |
                 | 22-35 |Gravelly sandy   |SC, SC-SM, SM|A-2-4, A-6 |   0  | 0-5  |55-90 |50-75 |25-60 |10-60 |10-60 |  NP-20
                 |       | clay loam,      |             |           |      |      |      |      |      |      |      |
                 |       | gravelly coarse |             |           |      |      |      |      |      |      |      |
                 |       | sandy loam.     |             |           |      |      |      |      |      |      |      |
                 | 35-60 |Stratified sand  |SP, SP-SM    |A-1-b      | 0-1  | 1-5  |65-100|50-98 |25-80 | 0-15 | 0-0  |    NP.
                 |       | to gravelly     |             |           |      |      |      |      |      |      |      |
                 |       | loamy coarse    |             |           |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Hm:              |       |                 |             |           |      |      |      |      |      |      |      |
 Houghton,       |  0-9  |Muck-------------|PT           |A-8        |   0  |   0  | ---  | ---  | ---  | ---  |  --- |   ---
  drained--------|       |                 |             |           |      |      |      |      |      |      |      |
                 |  9-80 |Muck-------------|PT           |A-8        |   0  |   0  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       |                 |             |           |      |      |      |      |      |      |      |
Ho:              |       |                 |             |           |      |      |      |      |      |      |      |
 Houghton,       |  0-80 |Muck-------------|PT           |A-8        |   0  |   0  | ---  | ---  | ---  | ---  |  --- |   ---
  undrained------|       |                 |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
KoA:             |       |                 |             |           |      |      |      |      |      |      |      |
 Kosciusko-------|  0-14 |Sandy loam-------|SC, SC-SM, SM|A-2-4, A-4 |   0  |   0  |80-100|75-98 |60-80 |25-40 | 0-25 |  NP-10
                 | 14-31 |Gravelly sandy   |SC, SC-SM    |A-2, A-4,  |   0  | 0-3  |60-90 |50-75 |30-70 |10-60 |10-60 |  NP-20
                 |       | clay loam,      |             | A-6       |      |      |      |      |      |      |      |
                 |       | gravelly sandy  |             |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 | 31-60 |Very gravelly    |SP, SP-SM    |A-1        | 0-1  | 1-8  |45-65 |25-50 |10-20 | 0-10 | 0-0  |    NP.
                 |       | coarse sand.    |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
 Ormas-----------|  0-16 |Loamy sand-------|SM, SP-SM    |A-2-4      |   0  |   0  |95-100|95-98 |60-85 |10-25 | 0-0  |    NP.
                 | 16-29 |Sand, fine sand, |SM, SP-SM,   |A-2-4      |   0  |   0  |90-100|85-98 |55-85 | 0-25 | 0-0  |    NP.
                 |       | loamy sand.     | SW-SM       |           |      |      |      |      |      |      |      |
                 | 29-48 |Gravelly sandy   |SM, SC-SM    |A-2-4, A-4 |   0  |   0  |60-100|50-98 |30-90 |15-50 |10-60 |  NP-20
                 |       | loam, fine sandy|             |           |      |      |      |      |      |      |      |
                 |       | loam, sandy clay|             |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 | 48-60 |Gravelly sand,   |SP, SP-SM,   |A-1        |   0  | 0-3  |45-85 |25-75 |10-40 | 0-10 | 0-0  |    NP.
                 |       | very gravelly   | GP-GM, GP   |           |      |      |      |      |      |      |      |
                 |       | coarse sand,    |             |           |      |      |      |      |      |      |      |
                 |       | gravelly coarse |             |           |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
KoB:             |       |                 |             |           |      |      |      |      |      |      |      |
 Kosciusko-------|  0-14 |Sandy loam-------|SC-SM, SM    |A-2-4, A-4 |   0  |   0  |80-100|75-98 |60-80 |25-40 | 0-25 |  NP-10
                 | 14-31 |Gravelly sandy   |SC, SC-SM    |A-2, A-4,  |   0  | 0-3  |60-90 |50-75 |30-70 |10-60 |10-60 |  NP-20
                 |       | clay loam,      |             | A-6       |      |      |      |      |      |      |      |
                 |       | gravelly sandy  |             |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 | 31-60 |Stratified very  |SP, SP-SM    |A-1        | 0-1  | 1-8  |45-65 |25-50 |10-20 | 0-10 | 0-0  |    NP.
                 |       | gravelly coarse |             |           |      |      |      |      |      |      |      |
                 |       | sand to coarse  |             |           |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
 Ormas-----------|  0-16 |Loamy sand-------|SP-SM, SM    |A-2-4      |   0  |   0  |95-100|95-98 |60-85 |10-25 | 0-0  |    NP.
                 | 16-29 |Sand, fine sand, |SP-SM, SM,   |A-2-4      |   0  |   0  |90-100|85-98 |55-85 | 0-25 | 0-0  |    NP.
                 |       | loamy sand.     | SW-SM       |           |      |      |      |      |      |      |      |
                 | 29-48 |Gravelly sandy   |SM, SC-SM    |A-2-4, A-4 |   0  |   0  |60-100|50-98 |30-90 |15-50 |10-60 |  NP-20
                 |       | loam, fine sandy|             |           |      |      |      |      |      |      |      |
                 |       | loam, sandy clay|             |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 | 48-60 |Gravelly sand,   |GP, GP-GM,   |A-1        |   0  | 0-3  |45-85 |25-75 |10-40 | 0-10 | 0-0  |    NP.
                 |       | very gravelly   | SP, SP-SM   |           |      |      |      |      |      |      |      |
                 |       | coarse sand,    |             |           |      |      |      |      |      |      |      |
                 |       | gravelly coarse |             |           |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |



                 |       |                 |             |           |      |      |      |      |      |      |      |
KoC:             |       |                 |             |           |      |      |      |      |      |      |      |
 Kosciusko-------|  0-14 |Sandy loam-------|SC-SM, SM    |A-2-4, A-4 |   0  |   0  |80-100|75-98 |60-80 |25-40 | 0-25 |  NP-10
                 | 14-31 |Gravelly sandy   |CL, SC, SC-  |A-2, A-4,  |   0  | 0-3  |60-90 |50-75 |30-70 |10-60 |10-60 |  NP-20
                 |       | clay loam,      | SM, SM      | A-6       |      |      |      |      |      |      |      |
                 |       | gravelly sandy  |             |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 | 31-60 |Very gravelly    |SP, SP-SM    |A-1        | 0-1  | 1-8  |45-65 |25-50 |10-20 | 0-10 | 0-0  |    NP.
                 |       | coarse sand.    |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
 Ormas-----------|  0-16 |Loamy sand-------|SM, SP-SM    |A-2-4      |   0  |   0  |95-100|95-98 |60-85 |10-25 | 0-0  |    NP.
                 | 16-29 |Sand, fine sand, |SM, SP-SM,   |A-2-4      |   0  |   0  |90-100|85-98 |55-85 | 0-25 | 0-0  |    NP.
                 |       | loamy sand.     | SW-SM       |           |      |      |      |      |      |      |      |
                 | 29-48 |Gravelly sandy   |SM, SC-SM    |A-2-4, A-4 |   0  |   0  |60-100|50-98 |30-90 |15-50 |10-60 |  NP-20
                 |       | loam, fine sandy|             |           |      |      |      |      |      |      |      |
                 |       | loam, sandy clay|             |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 | 48-60 |Gravelly sand,   |GP, GP-GM,   |A-1        |   0  | 0-3  |45-85 |25-75 |10-40 | 0-10 | 0-0  |    NP.
                 |       | very gravelly   | SP, SP-SM   |           |      |      |      |      |      |      |      |
                 |       | coarse sand,    |             |           |      |      |      |      |      |      |      |
                 |       | gravelly coarse |             |           |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
MaA:             |       |                 |             |           |      |      |      |      |      |      |      |
 Markton---------|  0-10 |Loamy sand-------|SM, SP-SM    |A-2-4      |   0  |   0  |95-100|95-98 |60-85 |10-25 | 0-0  |    NP.
                 | 10-32 |Sand, loamy sand.|SM, SP-SM    |A-2-4      |   0  |   0  |85-100|75-98 |55-85 | 0-25 | 0-0  |    NP.
                 | 32-38 |Sandy loam, loam,|CL-ML, ML,   |A-2-4, A-4 |   0  | 0-3  |85-100|75-98 |55-90 |25-60 |15-40 |  NP-25
                 |       | fine sandy loam.| SC-SM, SM   |           |      |      |      |      |      |      |      |
                 | 38-60 |Loam, fine sandy |CL-ML, SC    |A-4        |   0  | 0-3  |90-100|85-95 |60-90 |40-70 |15-30 |  NP-15
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
MeA:             |       |                 |             |           |      |      |      |      |      |      |      |
 Metea-----------|  0-10 |Loamy sand-------|SM, SP-SM    |A-2-4      |   0  |   0  |95-100|95-98 |60-85 |10-25 | 0-0  |    NP.
                 | 10-25 |Loamy sand, loamy|SM, SP-SM    |A-2-4, A-3 |   0  |   0  |90-100|85-98 |55-85 | 0-25 | 0-0  |    NP.
                 |       | fine sand, sand.|             |           |      |      |      |      |      |      |      |
                 | 25-30 |Sandy clay loam, |CL, CL-ML,   |A-2-4, A-4 |   0  |   0  |85-100|75-98 |45-90 |20-50 |10-60 |  NP-20
                 |       | fine sandy loam,| SC, SC-SM   |           |      |      |      |      |      |      |      |
                 |       | sandy loam.     |             |           |      |      |      |      |      |      |      |
                 | 30-40 |Loam, clay loam--|CL, CL-ML    |A-4, A-6   |   0  | 0-1  |95-100|90-100|85-95 |55-80 |20-50 |   5-30
                 | 40-60 |Loam, fine sandy |CL, CL-ML,   |A-4        | 0-1  | 0-3  |90-100|85-98 |65-90 |40-70 |15-30 |  NP-15
                 |       | loam.           | ML, SC      |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
MeB:             |       |                 |             |           |      |      |      |      |      |      |      |
 Metea-----------|  0-10 |Loamy sand-------|SM, SP-SM    |A-2-4      |   0  |   0  |95-100|95-98 |60-85 |10-25 | 0-0  |    NP.
                 | 10-25 |Loamy sand, loamy|SM, SP-SM    |A-2-4, A-3 |   0  |   0  |90-100|85-98 |55-85 | 0-25 | 0-0  |    NP.
                 |       | fine sand, sand.|             |           |      |      |      |      |      |      |      |
                 | 25-30 |Sandy clay loam, |CL, CL-ML,   |A-4, A-2-4 |   0  |   0  |85-100|75-98 |45-90 |20-80 |10-60 |  NP-20
                 |       | fine sandy loam,| SC, SC-SM   |           |      |      |      |      |      |      |      |
                 |       | sandy loam.     |             |           |      |      |      |      |      |      |      |
                 | 30-40 |Loam, clay loam--|CL, CL-ML    |A-4, A-6   |   0  | 0-1  |95-100|90-100|85-95 |55-80 |20-50 |   5-30
                 | 40-60 |Loam, fine sandy |CL, CL-ML,   |A-4        | 0-1  | 0-3  |90-100|85-98 |65-90 |40-70 |15-30 |  NP-15
                 |       | loam.           | ML, SC      |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
MeC:             |       |                 |             |           |      |      |      |      |      |      |      |
 Metea-----------|  0-10 |Loamy sand-------|SM, SP-SM    |A-2-4      |   0  |   0  |95-100|95-98 |60-85 |10-25 | 0-0  |    NP.
                 | 10-25 |Loamy sand, loamy|SM, SP-SM    |A-2-4, A-3 |   0  |   0  |90-100|85-98 |55-85 | 0-25 | 0-0  |    NP.
                 |       | fine sand, sand.|             |           |      |      |      |      |      |      |      |
                 | 25-30 |Sandy clay loam, |CL-ML, SC,   |A-2-4, A-4 |   0  |   0  |85-100|75-98 |45-90 |20-50 |10-60 |  NP-20
                 |       | fine sandy loam,| SC-SM, CL   |           |      |      |      |      |      |      |      |
                 |       | sandy loam.     |             |           |      |      |      |      |      |      |      |
                 | 30-40 |Loam, clay loam--|CL, CL-ML    |A-4, A-6   |   0  | 0-1  |95-100|90-100|85-95 |55-80 |20-50 |   5-30
                 | 40-60 |Loam, fine sandy |CL, CL-ML, ML|A-4        | 0-1  | 0-3  |90-100|85-98 |65-90 |40-70 |15-30 |  NP-15
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
MrB2:            |       |                 |             |           |      |      |      |      |      |      |      |
 Morley----------|  0-9  |Loam-------------|CL, CL-ML    |A-4, A-6   |   0  |   0  |95-100|90-100|85-95 |55-70 |15-40 |  NP-15
                 |  9-18 |Silty clay, clay |CH, CL       |A-7-6      |   0  | 0-1  |98-100|95-100|85-100|70-90 |30-60 |  10-35
                 |       | loam, clay.     |             |           |      |      |      |      |      |      |      |
                 | 18-39 |Silty clay loam, |CH, CL       |A-6, A-7-6 |   0  | 0-1  |98-100|95-100|85-100|70-90 |30-60 |  10-35
                 |       | clay loam, silty|             |           |      |      |      |      |      |      |      |
                 |       | clay.           |             |           |      |      |      |      |      |      |      |
                 | 39-60 |Silty clay loam, |CL           |A-6, A-7   | 0-1  | 0-3  |98-100|95-100|85-95 |70-85 |25-45 |  10-25
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
MsC3:            |       |                 |             |           |      |      |      |      |      |      |      |
 Morley----------|  0-7  |Clay loam--------|CL           |A-6, A-7-6 |   0  |   0  |98-100|95-100|90-100|60-85 |30-50 |  10-30
                 |  7-26 |Silty clay, clay |CH, CL       |A-7-6      |   0  | 0-1  |98-100|95-100|85-100|70-90 |30-60 |  10-35
                 |       | loam, clay.     |             |           |      |      |      |      |      |      |      |
                 | 26-60 |Silty clay loam, |CL           |A-6, A-7-6 | 0-1  | 0-3  |98-100|95-100|85-95 |70-85 |25-45 |  10-25
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Mu:              |       |                 |             |           |      |      |      |      |      |      |      |
 Morocco---------|  0-9  |Loamy sand-------|SM, SP-SM    |A-2-4      |   0  |   0  | 100  |98-100|75-95 |10-25 | 0-0  |    NP.
                 |  9-60 |Fine sand, sand, |SP-SM, SM    |A-2-4, A-3 |   0  |   0  | 100  |98-100|70-95 | 0-25 | 0-0  |    NP.
                 |       | loamy fine sand,|             |           |      |      |      |      |      |      |      |
                 |       | loamy sand.     |             |           |      |      |      |      |      |      |      |
                 | 60-80 |Sand, fine sand--|SP-SM, SM    |A-2-4, A-3 |   0  |   0  | 100  |98-100|70-95 | 0-25 | 0-0  |    NP.
                 |       |                 |             |           |      |      |      |      |      |      |      |
Mx:              |       |                 |             |           |      |      |      |      |      |      |      |
 Muskego, drained|  0-9  |Muck-------------|PT           |A-8        |   0  |   0  | ---  | ---  | ---  | ---  |  --- |   ---
                 |  9-27 |Muck-------------|PT           |A-8        |   0  |   0  | ---  | ---  | ---  | ---  |  --- |   ---
                 | 27-80 |Coprogenous      |OL           |A-5        |   0  |   0  |95-100|95-100|85-100|75-96 |40-50 |   2-8
                 |       | material.       |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Ne:              |       |                 |             |           |      |      |      |      |      |      |      |



 Newton----------|  0-18 |Fine sandy loam--|SC-SM        |A-4        |   0  |   0  |95-100|90-98 |80-90 |50-60 | 0-25 |  NP-10
                 | 18-60 |Fine sand, sand, |SP-SM, SM    |A-2-4, A-3 |   0  |   0  |90-100|85-100|55-95 | 0-25 | 0-0  |    NP.
                 |       | loamy fine sand.|             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
OmA:             |       |                 |             |           |      |      |      |      |      |      |      |
 Ormas-----------|  0-10 |Loamy sand-------|SM, SP-SM    |A-2-4      |   0  |   0  |95-100|95-100|60-85 |10-25 | 0-0  |    NP.
                 | 10-32 |Sand, fine sand, |SP-SM, SM,   |A-2-4, A-3 |   0  |   0  |90-100|85-100|55-85 | 0-25 | 0-0  |    NP.
                 |       | loamy sand.     | SW-SM       |           |      |      |      |      |      |      |      |
                 | 32-50 |Gravelly sandy   |SC-SM, SC    |A-2-4      |   0  |   0  |65-100|55-80 |30-70 |10-35 |10-40 |  NP-20
                 |       | loam, gravelly  |             |           |      |      |      |      |      |      |      |
                 |       | loamy sand,     |             |           |      |      |      |      |      |      |      |
                 |       | gravelly sandy  |             |           |      |      |      |      |      |      |      |
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 50-80 |Gravelly sand,   |SP-SM, GP,   |A-1-b      |   0  | 0-3  |45-85 |25-75 |10-40 | 0-10 | 0-0  |    NP.
                 |       | very gravelly   | GP-GM, SP   |           |      |      |      |      |      |      |      |
                 |       | coarse sand,    |             |           |      |      |      |      |      |      |      |
                 |       | gravelly coarse |             |           |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
OmB:             |       |                 |             |           |      |      |      |      |      |      |      |
 Ormas-----------|  0-10 |Loamy sand-------|SM, SP-SM    |A-2-4      |   0  |   0  |95-100|95-100|60-85 |10-25 | 0-0  |    NP.
                 | 10-32 |Sand, fine sand, |SP-SM, SM,   |A-2-4, A-3 |   0  |   0  |90-100|85-100|55-85 | 0-25 | 0-0  |    NP.
                 |       | loamy sand.     | SW-SM       |           |      |      |      |      |      |      |      |
                 | 32-50 |Gravelly sandy   |SC-SM, SM    |A-2-4      |   0  |   0  |65-100|55-80 |30-70 |10-35 |10-40 |  NP-20
                 |       | loam, gravelly  |             |           |      |      |      |      |      |      |      |
                 |       | loamy sand,     |             |           |      |      |      |      |      |      |      |
                 |       | gravelly sandy  |             |           |      |      |      |      |      |      |      |
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 50-80 |Gravelly sand,   |SP-SM, GP,   |A-1-b      |   0  | 0-3  |45-85 |25-75 |10-40 | 0-10 | 0-0  |    NP.
                 |       | very gravelly   | GP-GM, SP   |           |      |      |      |      |      |      |      |
                 |       | coarse sand,    |             |           |      |      |      |      |      |      |      |
                 |       | gravelly coarse |             |           |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Pe:              |       |                 |             |           |      |      |      |      |      |      |      |
 Pewamo----------|  0-13 |Clay loam--------|CL           |A-7, A-6   |   0  | 0-5  |90-100|75-100|75-100|70-90 |35-50 |  15-25
                 | 13-37 |Clay loam, clay, |CH, CL       |A-7        |   0  | 0-5  |95-100|75-100|75-100|75-95 |40-55 |  20-35
                 |       | silty clay.     |             |           |      |      |      |      |      |      |      |
                 | 37-60 |Clay loam, silty |CL           |A-7        |   0  | 0-5  |95-100|75-100|75-100|70-90 |40-50 |  15-25
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Pk:              |       |                 |             |           |      |      |      |      |      |      |      |
 Pits, Gravel----|  0-80 |Very gravelly    |SP-SM, SP,   |A-2, A-1,  | 0-2  | 0-5  |45-100|40-100| 0-80 | 0-40 | 0-14 |    NP.
                 |       | coarse sand.    | GP, GP-GM   | A-3       |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
PlA:             |       |                 |             |           |      |      |      |      |      |      |      |
 Plainfield------|  0-4  |Sand-------------|SM, SP, SP-SM|A-2-4, A-3 |   0  |   0  | 100  | 100  |70-90 | 0-15 | 0-0  |    NP.
                 |  4-25 |Sand-------------|SM, SP, SP-SM|A-2-4, A-3 |   0  |   0  | 100  | 100  |70-90 | 0-15 | 0-0  |    NP.
                 | 25-60 |Sand, fine sand--|SM, SP, SP-SM|A-2-4, A-3 |   0  |   0  | 100  | 100  |70-90 | 0-15 | 0-0  |    NP.
                 |       |                 |             |           |      |      |      |      |      |      |      |
PlB:             |       |                 |             |           |      |      |      |      |      |      |      |
 Plainfield------|  0-4  |Sand-------------|SP-SM, SP, SM|A-2-4, A-3 |   0  |   0  | 100  | 100  |70-90 | 0-15 | 0-0  |    NP.
                 |  4-25 |Sand-------------|SP, SM, SP-SM|A-2-4, A-3 |   0  |   0  | 100  | 100  |70-90 | 0-15 | 0-0  |    NP.
                 | 25-60 |Sand, fine sand--|SM, SP, SP-SM|A-2-4, A-3 |   0  |   0  | 100  | 100  |70-90 | 0-15 | 0-0  |    NP.
                 |       |                 |             |           |      |      |      |      |      |      |      |
PlC:             |       |                 |             |           |      |      |      |      |      |      |      |
 Plainfield------|  0-4  |Sand-------------|SM, SP, SP-SM|A-2-4, A-3 |   0  |   0  | 100  | 100  |70-90 | 0-15 | 0-0  |    NP.
                 |  4-25 |Sand-------------|SP-SM, SP, SM|A-2-4, A-3 |   0  |   0  | 100  | 100  |70-90 | 0-15 | 0-0  |    NP.
                 | 25-60 |Sand, fine sand--|SM, SP, SP-SM|A-2-4, A-3 |   0  |   0  | 100  | 100  |70-90 | 0-15 | 0-0  |    NP.
                 |       |                 |             |           |      |      |      |      |      |      |      |
RlA:             |       |                 |             |           |      |      |      |      |      |      |      |
 Riddles---------|  0-8  |Fine sandy loam, |SM, SC-SM    |A-4        |   0  | 0-3  |85-100|75-100|45-95 |35-50 |15-30 |  NP-10
                 |       | sandy loam.     |             |           |      |      |      |      |      |      |      |
                 |  8-33 |Clay loam, sandy |CL, SC       |A-6        |   0  | 0-3  |85-100|75-100|45-95 |40-70 |25-50 |   7-32
                 |       | clay loam, loam,|             |           |      |      |      |      |      |      |      |
                 |       | fine sandy loam.|             |           |      |      |      |      |      |      |      |
                 | 33-63 |Fine sandy loam, |CL, CL-ML,   |A-4, A-6   |   0  | 0-3  |85-100|75-100|55-95 |40-75 |17-50 |   7-32
                 |       | sandy loam, clay| SC, SC-SM   |           |      |      |      |      |      |      |      |
                 |       | loam, loam.     |             |           |      |      |      |      |      |      |      |
                 | 63-90 |Loamy sand, sandy|SM, SC-SM    |A-4        |   0  | 0-3  |85-100|75-100|15-85 | 0-40 |15-25 |  NP-10
                 |       | loam, gravelly  |             |           |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 | 90-99 |Fine sandy loam, |ML, SC, CL,  |A-6, A-4   | 0-1  | 0-3  |90-100|85-100|65-90 |40-70 |15-30 |  NP-15
                 |       | sandy loam,     | CL-ML       |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
RlB2:            |       |                 |             |           |      |      |      |      |      |      |      |
 Riddles---------|  0-8  |Fine sandy loam, |SC-SM, SM    |A-4        |   0  | 0-3  |85-100|75-100|45-95 |35-50 |15-30 |  NP-10
                 |       | sandy loam.     |             |           |      |      |      |      |      |      |      |
                 |  8-33 |Clay loam, sandy |SC, CL       |A-6        |   0  | 0-3  |85-100|75-100|45-95 |40-70 |25-50 |   7-32
                 |       | clay loam, loam,|             |           |      |      |      |      |      |      |      |
                 |       | fine sandy loam.|             |           |      |      |      |      |      |      |      |
                 | 33-63 |Fine sandy loam, |CL-ML, SC-SM,|A-4, A-6   |   0  | 0-3  |85-100|75-100|55-95 |40-75 |17-50 |   7-32
                 |       | sandy loam, clay| CL, SC      |           |      |      |      |      |      |      |      |
                 |       | loam, loam.     |             |           |      |      |      |      |      |      |      |
                 | 63-90 |Loamy sand, sandy|SM, SC-SM    |A-4        |   0  | 0-3  |85-100|75-100|15-85 | 0-40 |15-25 |  NP-10
                 |       | loam, gravelly  |             |           |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 | 90-99 |Fine sandy loam, |ML, SC, CL,  |A-6, A-4   | 0-1  | 0-3  |90-100|85-100|65-90 |40-70 |15-30 |  NP-15
                 |       | sandy loam,     | CL-ML       |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
RlC2:            |       |                 |             |           |      |      |      |      |      |      |      |
 Riddles---------|  0-5  |Fine sandy loam, |SM, SC-SM    |A-4        |   0  | 0-3  |85-100|75-100|45-95 |35-50 |15-30 |  NP-10
                 |       | sandy loam.     |             |           |      |      |      |      |      |      |      |



                 |  5-33 |Clay loam, sandy |SC, CL       |A-6        |   0  | 0-3  |85-100|75-100|45-95 |40-70 |25-50 |   7-32
                 |       | clay loam, loam,|             |           |      |      |      |      |      |      |      |
                 |       | fine sandy loam.|             |           |      |      |      |      |      |      |      |
                 | 33-63 |Fine sandy loam, |CL-ML, CL,   |A-4, A-6   |   0  | 0-3  |85-100|75-100|55-95 |40-75 |17-50 |   7-32
                 |       | sandy loam, clay| SC, SC-SM   |           |      |      |      |      |      |      |      |
                 |       | loam, loam.     |             |           |      |      |      |      |      |      |      |
                 | 63-90 |Loamy sand, sandy|SM, SC-SM    |A-4        |   0  | 0-3  |85-100|75-100|15-85 | 0-40 |15-25 |  NP-10
                 |       | loam, gravelly  |             |           |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 | 90-99 |Fine sandy loam, |CL, SC, ML,  |A-6, A-4   | 0-1  | 0-3  |90-100|85-100|65-90 |40-70 |15-30 |  NP-15
                 |       | sandy loam,     | CL-ML       |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Se:              |       |                 |             |           |      |      |      |      |      |      |      |
 Sebewa----------|  0-11 |Sandy clay loam--|CL, SC       |A-4, A-6   |   0  |   0  |90-100|90-100|80-95 |40-55 |20-60 |   5-20
                 | 11-30 |Sandy clay loam, |CL, CL-ML,   |A-2-4, A-6,|   0  |   0  |60-100|50-98 |30-90 |15-60 |10-60 |  NP-20
                 |       | loam, gravelly  | SC, SC-SM   | A-7       |      |      |      |      |      |      |      |
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 30-60 |Very gravelly    |SP-SM, SP,   |A-1, A-2-4,| 0-1  | 0-5  |45-85 |25-75 |10-55 | 0-25 | 0-25 |  NP-10
                 |       | sand, gravelly  | GP, GP-GM   | A-3       |      |      |      |      |      |      |      |
                 |       | coarse sandy    |             |           |      |      |      |      |      |      |      |
                 |       | loam, gravelly  |             |           |      |      |      |      |      |      |      |
                 |       | loamy coarse    |             |           |      |      |      |      |      |      |      |
                 |       | sand.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
W:               |       |                 |             |           |      |      |      |      |      |      |      |
 Water-----------|   --- |      ---        |     ---     |     ---   | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       |                 |             |           |      |      |      |      |      |      |      |
W4:              |       |                 |             |           |      |      |      |      |      |      |      |
 Water-----------|   --- |      ---        |     ---     |     ---   | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       |                 |             |           |      |      |      |      |      |      |      |
Wa:              |       |                 |             |           |      |      |      |      |      |      |      |
 Wallkill--------|  0-10 |Silt loam--------|CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  | 100  |95-100|75-100|25-40 |   4-15
                 | 10-30 |Silt loam, loam, |CL-ML, CL    |A-4, A-6   |   0  |   0  | 100  | 100  |90-100|55-80 |20-40 |   5-20
                 |       | mucky silt loam.|             |           |      |      |      |      |      |      |      |
                 | 30-60 |Muck-------------|PT           |A-8        |   0  |   0  |   0  | ---  | ---  | ---  | 0-0  |   ---
                 |       |                 |             |           |      |      |      |      |      |      |      |
Wh:              |       |                 |             |           |      |      |      |      |      |      |      |
 Washtenaw-------|  0-10 |Silt loam--------|CL-ML, CL    |A-4, A-6   |   0  |   0  | 100  | 100  |95-100|75-100|25-40 |   4-15
                 | 10-50 |Silt loam, loam, |CL-ML, CL,   |A-4, A-6   |   0  |   0  | 100  | 100  |85-100|30-80 |10-40 |  NP-25
                 |       | fine sandy loam.| ML, SC-SM   |           |      |      |      |      |      |      |      |
                 | 50-60 |Loam, silt loam--|CL, CL-ML    |A-4, A-6   |   0  | 0-3  | 100  | 100  |90-100|55-80 |20-40 |   5-25
                 |       |                 |             |           |      |      |      |      |      |      |      |
WkB:             |       |                 |             |           |      |      |      |      |      |      |      |
 Wawasee---------|  0-10 |Fine sandy loam--|SM, SC-SM    |A-4        |   0  |   0  |95-100|90-100|85-90 |45-55 |15-30 |  NP-10
                 | 10-39 |Loam, sandy clay |SC, CL-ML, CL|A-4, A-6   |   0  |   0  |90-100|85-100|75-95 |45-65 |20-50 |   5-30
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 | 39-60 |Loam, sandy loam,|SC, CL-ML,   |A-4, A-6   | 0-1  | 0-3  |90-100|85-98 |65-90 |40-70 |15-30 |  NP-15
                 |       | fine sandy loam.| SC-SM, CL   |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
WkC2:            |       |                 |             |           |      |      |      |      |      |      |      |
 Wawasee---------|  0-10 |Fine sandy loam--|SC-SM, SM    |A-4        |   0  |   0  |95-100|90-100|85-90 |45-55 |15-30 |  NP-10
                 | 10-39 |Loam, sandy clay |SC, CL-ML, CL|A-4, A-6   |   0  |   0  |90-100|85-100|75-95 |45-65 |20-50 |   5-30
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 | 39-60 |Loam, sandy loam,|SC, CL, CL-  |A-4, A-6   | 0-1  | 0-3  |90-100|85-98 |65-90 |40-70 |15-30 |  NP-15
                 |       | fine sandy loam.| ML, SC-SM   |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
WkD:             |       |                 |             |           |      |      |      |      |      |      |      |
 Wawasee---------|  0-10 |Fine sandy loam--|SM, SC-SM    |A-4        |   0  |   0  |95-100|90-100|85-90 |45-55 |15-30 |  NP-10
                 | 10-39 |Loam, sandy clay |CL, CL-ML, SC|A-4, A-6   |   0  |   0  |90-100|85-100|75-95 |45-65 |20-50 |   5-30
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 | 39-60 |Loam, sandy loam,|SC-SM, SC,   |A-4, A-6   | 0-1  | 0-3  |90-100|85-98 |65-90 |40-70 |15-30 |  NP-15
                 |       | fine sandy loam.| CL, CL-ML   |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
_________________|_______|_________________|_____________|___________|______|______|______|______|______|______|______|_________


