
Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
AdD3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Adair-----------|   100   |  0-7  |Clay loam      |CL           |A-6          |   0  |   0  |95-100|80-95 |75-90 |60-80 |30-40 |10-20
                 |         |  7-34 |Clay, silty    |CH, CL       |A-7          |   0  |   0  |95-100|80-95 |70-90 |55-80 |40-55 |20-30
                 |         |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 34-60 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |95-100|80-95 |70-90 |55-80 |35-50 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
AdE3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Adair-----------|   100   |  0-7  |Clay loam      |CL           |A-6          |   0  |   0  |95-100|80-95 |75-90 |60-80 |30-40 |10-20
                 |         |  7-34 |Clay, silty    |CH, CL       |A-7          |   0  |   0  |95-100|80-95 |70-90 |55-80 |40-55 |20-30
                 |         |       | clay, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 34-60 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |95-100|80-95 |70-90 |55-80 |35-50 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
ChD3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Chute-----------|   100   |  0-9  |Fine sandy loam|SM           |A-2          |   0  |   0  | 100  | 100  |70-95 |20-35 |15-20 |  NP
                 |         |  9-60 |Fine sand,     |SM           |A-3, A-2     |   0  |   0  | 100  |95-100|70-95 | 5-25 | 0-14 |  NP
                 |         |       | sand, loamy   |             |             |      |      |      |      |      |      |      |
                 |         |       | fine sand     |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
ChE3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Chute-----------|   100   |  0-9  |Fine sandy loam|SM           |A-2          |   0  |   0  | 100  | 100  |70-95 |20-35 |15-20 |  NP
                 |         |  9-60 |Fine sand,     |SM           |A-2, A-3     |   0  |   0  | 100  |95-100|70-95 | 5-25 | 0-14 |  NP
                 |         |       | sand, loamy   |             |             |      |      |      |      |      |      |      |
                 |         |       | fine sand     |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
Co:              |         |       |               |             |             |      |      |      |      |      |      |      |
 Colo------------|   100   |  0-15 |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         | 15-50 |Silty clay loam|CL, CH       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-55 |20-30
                 |         | 50-60 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|40-55 |15-30
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
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Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
Cs:              |         |       |               |             |             |      |      |      |      |      |      |      |
 Colo------------|   100   |  0-37 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-60 |15-30
                 |         | 37-48 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-55 |20-30
                 |         | 48-60 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|40-55 |15-30
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
DoC2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Dow-------------|   100   |  0-6  |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
DoD2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Dow-------------|   100   |  0-6  |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
DsD3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Dow-------------|   65    |  0-6  |Silt loam      |CL-ML, CL    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Ida-------------|   35    |  0-6  |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |  6-60 |Silt loam      |ML, CL       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
DsE3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Dow-------------|   70    |  0-6  |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Ida-------------|   30    |  0-6  |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
DwC2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Dow-------------|   50    |  0-6  |Silt loam      |CL-ML, CL    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |  6-60 |Silt loam      |CL-ML, CL    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   40    |  0-15 |Silt loam      |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         | 15-38 |Silt loam,     |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20

USDA-NRCS, IOWA                                                                                                           04/30/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
DwD2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Dow-------------|   60    |  0-6  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   35    |  0-15 |Silt loam      |ML, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         | 15-38 |Silt loam,     |CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
DwD3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Dow-------------|   60    |  0-6  |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   35    |  0-7  |Silt loam      |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |  7-38 |Silt loam,     |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
DwE2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Dow-------------|   70    |  0-6  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   30    |  0-15 |Silt loam      |ML, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         | 15-38 |Silt loam,     |CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
DwE3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Dow-------------|   70    |  0-6  |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |  6-60 |Silt loam      |CL-ML, CL    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   30    |  0-7  |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |  7-60 |Silt loam      |ML, CL       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           04/30/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
IdC:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Ida-------------|   100   |  0-6  |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
IdC3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Ida-------------|   100   |  0-6  |Silt loam      |ML, CL       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
IdD:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Ida-------------|   100   |  0-6  |Silt loam      |ML, CL       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
IdD3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Ida-------------|   100   |  0-6  |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
IdE3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Ida-------------|   100   |  0-7  |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |  7-60 |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
IdF3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Ida-------------|   100   |  0-6  |Silt loam      |ML, CL       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |  6-60 |Silt loam      |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|30-40 | 5-15
                 |         |       |               |             |             |      |      |      |      |      |      |      |
JdA:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Judson----------|   100   |  0-32 |Silty clay loam|ML, CL       |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-25
                 |         | 32-52 |Silty clay loam|CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|30-50 |15-25
                 |         | 52-60 |Silty clay     |CL-ML, CL    |A-6, A-4, A-7|   0  |   0  | 100  | 100  | 100  |95-100|25-50 | 5-25
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
JdB:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Judson----------|   100   |  0-32 |Silty clay loam|CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-25
                 |         | 32-52 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|30-50 |15-25
                 |         | 52-60 |Silty clay     |CL, CL-ML    |A-4, A-7, A-6|   0  |   0  | 100  | 100  | 100  |95-100|25-50 | 5-25
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           04/30/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
JnB:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Judson----------|   35    |  0-32 |Silty clay loam|CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-25
                 |         | 32-52 |Silty clay loam|CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|30-50 |15-25
                 |         | 52-60 |Silty clay     |CL, CL-ML    |A-6, A-4, A-7|   0  |   0  | 100  | 100  | 100  |95-100|25-50 | 5-25
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Colo------------|   30    |  0-37 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-60 |15-30
                 |         | 37-48 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-55 |20-30
                 |         | 48-60 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|40-55 |15-30
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
Kb:              |         |       |               |             |             |      |      |      |      |      |      |      |
 Kennebec--------|   95    |  0-41 |Silt loam      |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|90-100|25-45 |10-20
                 |         | 41-60 |Silt loam,     |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|90-100|25-40 | 5-15
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
Kc:              |         |       |               |             |             |      |      |      |      |      |      |      |
 Kennebec--------|   95    |  0-15 |Silt loam      |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|90-100|25-45 |10-20
                 |         | 15-60 |Silt loam,     |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|90-100|25-40 | 5-15
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
KnD:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Knox------------|   100   |  0-9  |Silt loam      |ML, CL-ML, CL|A-6, A-4     |   0  |   0  | 100  | 100  |95-100|90-100|20-35 | 2-15
                 |         |  9-38 |Silty clay     |CL           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|40-50 |20-30
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|90-100|30-45 |10-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
KnE:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Knox------------|   100   |  0-9  |Silt loam      |ML, CL, CL-ML|A-4, A-6     |   0  |   0  | 100  | 100  |95-100|90-100|20-35 | 2-15
                 |         |  9-38 |Silty clay     |CL           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|40-50 |20-30
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|90-100|30-45 |10-25
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Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
KnF:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Knox------------|   100   |  0-9  |Silt loam      |CL, ML, CL-ML|A-6, A-4     |   0  |   0  | 100  | 100  |95-100|90-100|20-35 | 2-15
                 |         |  9-38 |Silty clay     |CL           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|40-50 |20-30
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|90-100|30-45 |10-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MaA:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Marshall--------|   100   |  0-20 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 20-44 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 44-60 |Silt loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MaB:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Marshall--------|   100   |  0-20 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 20-44 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 44-60 |Silt loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MaB2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Marshall--------|   100   |  0-7  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |  7-20 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 20-44 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 44-60 |Silt loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MaC:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Marshall--------|   100   |  0-20 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 20-44 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 44-60 |Silt loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           04/30/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MaC2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Marshall--------|   100   |  0-7  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |  7-20 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 20-44 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 44-60 |Silt loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MaD:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Marshall--------|   100   |  0-20 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 20-44 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 44-60 |Silt loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MaD2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Marshall--------|   100   |  0-7  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |  7-20 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 20-44 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 44-60 |Silt loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MaD3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Marshall--------|   100   |  0-7  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |  7-31 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 31-60 |Silt loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MaE2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Marshall--------|   100   |  0-7  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |  7-20 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 20-44 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 44-60 |Silt loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           04/30/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MaE3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Marshall--------|   100   |  0-7  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |  7-31 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         | 31-60 |Silt loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoA:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-15 |Silt loam      |CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         | 15-38 |Silt loam,     |CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoB:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-15 |Silt loam      |ML, CL       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         | 15-38 |Silt loam,     |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoB2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-15 |Silt loam      |CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         | 15-38 |Silt loam,     |CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoC:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-15 |Silt loam      |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         | 15-38 |Silt loam,     |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           04/30/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoC2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-15 |Silt loam      |ML, CL       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         | 15-38 |Silt loam,     |CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoC3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-7  |Silt loam      |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |  7-30 |Silt loam,     |ML, CL       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 30-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoD:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-15 |Silt loam      |ML, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         | 15-38 |Silt loam,     |ML, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoD2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-15 |Silt loam      |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         | 15-38 |Silt loam,     |ML, CL       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoD3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-7  |Silt loam      |CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |  7-30 |Silt loam,     |CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 30-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           04/30/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoE2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-15 |Silt loam      |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         | 15-38 |Silt loam,     |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoE3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-7  |Silt loam      |ML, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |  7-30 |Silt loam,     |CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 30-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoF2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-15 |Silt loam      |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         | 15-38 |Silt loam,     |ML, CL       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 38-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoF3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-7  |Silt loam      |CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |  7-30 |Silt loam,     |CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 30-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
MoG3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Monona----------|   100   |  0-7  |Silt loam      |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |  7-30 |Silt loam,     |CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 30-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  |95-100|95-100|30-40 |10-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
NbB:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Napier----------|   100   |  0-31 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 8-20
                 |         | 31-60 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 8-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           04/30/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
NbC:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Napier----------|   100   |  0-31 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 8-20
                 |         | 31-60 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 8-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
NbD:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Napier----------|   100   |  0-31 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 8-20
                 |         | 31-60 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 8-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
NgC:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Napier----------|   50    |  0-31 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 8-20
                 |         | 31-60 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 8-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Gullied Land----|   40    |  ---  |      ---      |     ---     |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---
                 |         |       |               |             |             |      |      |      |      |      |      |      |
NkB:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Napier----------|   40    |  0-31 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 8-20
                 |         | 31-60 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 8-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
 Kennebec--------|   35    |  0-41 |Silt loam      |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|90-100|25-45 |10-20
                 |         | 41-60 |Silt loam,     |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|90-100|25-40 | 5-15
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
NkC:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Napier----------|   100   |  0-31 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 8-20
                 |         | 31-60 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 8-20
                 |         |       |               |             |             |      |      |      |      |      |      |      |
No:              |         |       |               |             |             |      |      |      |      |      |      |      |
 Nodaway---------|   95    |  0-6  |Silt loam      |CL-ML, CL    |A-4, A-6     |   0  |   0  | 100  |95-100|95-100|90-100|25-35 | 5-15
                 |         |  6-60 |Silt loam,     |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  |95-100|95-100|90-100|25-40 | 5-15
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           04/30/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
SaD2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Salida----------|   100   |  0-16 |Gravelly sandy |SM, SP-SM    |A-1, A-2     | 0-1  | 0-5  |85-95 |60-75 |30-60 |12-20 | ---  |  NP
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 16-25 |Gravelly loamy |SW, SP       |A-1          | 0-1  | 0-5  |50-90 |40-60 |10-30 | 0-5  | ---  |  NP
                 |         |       | sand, gravelly|             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly loamy|             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand   |             |             |      |      |      |      |      |      |      |
                 |         | 25-60 |Very gravelly  |SP, GP, SW,  |A-1          | 0-1  | 0-5  |20-70 |10-60 | 5-30 | 0-5  | ---  |  NP
                 |         |       | coarse sand,  | GP-GM       |             |      |      |      |      |      |      |      |
                 |         |       | very gravelly |             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
SaF2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Salida----------|   100   |  0-16 |Gravelly sandy |SM, SP-SM    |A-1, A-2     | 0-1  | 0-5  |85-95 |60-75 |30-60 |12-20 | ---  |  NP
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 16-25 |Gravelly loamy |SW, SP       |A-1          | 0-1  | 0-5  |50-90 |40-60 |10-30 | 0-5  | ---  |  NP
                 |         |       | sand, gravelly|             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand,  |             |             |      |      |      |      |      |      |      |
                 |         |       | gravelly loamy|             |             |      |      |      |      |      |      |      |
                 |         |       | coarse sand   |             |             |      |      |      |      |      |      |      |
                 |         | 25-60 |Very gravelly  |SW, GP-GM,   |A-1          | 0-1  | 0-5  |20-70 |10-60 | 5-30 | 0-5  | ---  |  NP
                 |         |       | coarse sand,  | SP, GP      |             |      |      |      |      |      |      |      |
                 |         |       | very gravelly |             |             |      |      |      |      |      |      |      |
                 |         |       | sand          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
ShC2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Shelby----------|   100   |  0-7  |Clay loam, loam|CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25
                 |         |  7-12 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25
                 |         | 12-34 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         | 34-60 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
ShD2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Shelby----------|   100   |  0-7  |Clay loam, loam|CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25
                 |         |  7-12 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25
                 |         | 12-34 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         | 34-60 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           04/30/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
ShE2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Shelby----------|   100   |  0-7  |Clay loam, loam|CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25
                 |         |  7-12 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25
                 |         | 12-34 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         | 34-60 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
ShF2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Shelby----------|   100   |  0-7  |Clay loam, loam|CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25
                 |         |  7-12 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25
                 |         | 12-34 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         | 34-60 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
SlF:             |         |       |               |             |             |      |      |      |      |      |      |      |
 Shelby----------|   100   |  0-3  |Loam           |CL           |A-6          |   0  |   0  |95-100|85-95 |75-90 |55-70 |30-40 |10-20
                 |         |  3-30 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         | 30-60 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
SoD3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Shelby----------|   100   |  0-3  |Clay loam      |CL           |A-7, A-6     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25
                 |         |  3-30 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         | 30-60 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
SoE3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Shelby----------|   100   |  0-3  |Clay loam      |CL           |A-7, A-6     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25
                 |         |  3-30 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         | 30-60 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
SoF3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Shelby----------|   100   |  0-3  |Clay loam      |CL           |A-7, A-6     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25
                 |         |  3-30 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         | 30-60 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |
SoG3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Shelby----------|   100   |  0-7  |Clay loam      |CL           |A-7, A-6     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25
                 |         |  7-48 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         | 48-60 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           04/30/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
SpC2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Sparta----------|   100   |  0-6  |Loamy fine sand|SM           |A-4, A-2     |   0  |   0  |85-100|85-100|50-95 |15-50 | 0-14 |  NP
                 |         |  6-27 |Loamy fine     |SM, SP-SM    |A-3, A-2, A-4|   0  |   0  |85-100|85-100|50-95 | 5-50 | 0-14 |  NP
                 |         |       | sand, fine    |             |             |      |      |      |      |      |      |      |
                 |         |       | sand, sand    |             |             |      |      |      |      |      |      |      |
                 |         | 27-60 |Sand, fine sand|SP, SM, SP-SM|A-2, A-3     |   0  |   0  |85-100|85-100|50-95 | 2-30 | 0-14 |  NP
                 |         |       |               |             |             |      |      |      |      |      |      |      |
SpD2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Sparta----------|   100   |  0-6  |Loamy fine sand|SM           |A-2, A-4     |   0  |   0  |85-100|85-100|50-95 |15-50 | 0-14 |  NP
                 |         |  6-27 |Loamy fine     |SP-SM, SM    |A-2, A-4, A-3|   0  |   0  |85-100|85-100|50-95 | 5-50 | 0-14 |  NP
                 |         |       | sand, fine    |             |             |      |      |      |      |      |      |      |
                 |         |       | sand, sand    |             |             |      |      |      |      |      |      |      |
                 |         | 27-60 |Sand, fine sand|SM, SP, SP-SM|A-3, A-2     |   0  |   0  |85-100|85-100|50-95 | 2-30 | 0-14 |  NP
                 |         |       |               |             |             |      |      |      |      |      |      |      |
SpE2:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Sparta----------|   100   |  0-6  |Loamy fine sand|SM           |A-4, A-2     |   0  |   0  |85-100|85-100|50-95 |15-50 | 0-14 |  NP
                 |         |  6-27 |Loamy fine     |SM, SP-SM    |A-3, A-2, A-4|   0  |   0  |85-100|85-100|50-95 | 5-50 | 0-14 |  NP
                 |         |       | sand, fine    |             |             |      |      |      |      |      |      |      |
                 |         |       | sand, sand    |             |             |      |      |      |      |      |      |      |
                 |         | 27-60 |Sand, fine sand|SM, SP, SP-SM|A-2, A-3     |   0  |   0  |85-100|85-100|50-95 | 2-30 | 0-14 |  NP
                 |         |       |               |             |             |      |      |      |      |      |      |      |
SrD3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Steinauer-------|   100   |  0-7  |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |95-100|95-100|85-100|55-90 |30-50 |15-25
                 |         |  7-29 |Clay loam      |CL, CH       |A-6, A-7     |   0  | 0-5  |95-100|95-100|90-100|70-90 |30-55 |12-30
                 |         | 29-60 |Loam, clay loam|CH, CL       |A-6, A-7     |   0  | 0-5  |95-100|95-100|90-100|60-75 |25-55 |10-30
                 |         |       |               |             |             |      |      |      |      |      |      |      |
SrE3:            |         |       |               |             |             |      |      |      |      |      |      |      |
 Steinauer-------|   100   |  0-7  |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |95-100|95-100|85-100|55-90 |30-50 |15-25
                 |         |  7-29 |Clay loam      |CL, CH       |A-6, A-7     |   0  | 0-5  |95-100|95-100|90-100|70-90 |30-55 |12-30
                 |         | 29-60 |Loam, clay loam|CH, CL       |A-6, A-7     |   0  | 0-5  |95-100|95-100|90-100|60-75 |25-55 |10-30
                 |         |       |               |             |             |      |      |      |      |      |      |      |

USDA-NRCS, IOWA                                                                                                           04/30/2002



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II
                                                                                                     ENGINEERING INTERPRETATIONS

(Absence of an entry indicates that the data were not estimated.)

Crawford County, Iowa
_______________________________________________________________________________________________________________________________________
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      |
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas-
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
Zo:              |         |       |               |             |             |      |      |      |      |      |      |      |
 Zook------------|   100   |  0-15 |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15
                 |         | 15-42 |Silty clay,    |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|60-85 |35-55
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 42-60 |Silty clay     |MH, CH, CL,  |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-80 |10-50
                 |         |       | loam, silty   | ML          |             |      |      |      |      |      |      |      |
                 |         |       | clay, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
Zs:              |         |       |               |             |             |      |      |      |      |      |      |      |
 Zook------------|   100   |  0-27 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|45-65 |20-35
                 |         | 27-50 |Silty clay,    |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|60-85 |35-55
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         | 50-60 |Silty clay     |CL, MH, CH,  |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|35-80 |10-50
                 |         |       | loam, silty   | ML          |             |      |      |      |      |      |      |      |
                 |         |       | clay, silt    |             |             |      |      |      |      |      |      |      |
                 |         |       | loam          |             |             |      |      |      |      |      |      |      |
                 |         |       |               |             |             |      |      |      |      |      |      |      |
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______

USDA-NRCS, IOWA                                                                                                           04/30/2002


