
Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
5B:              |         |       |               |             |             |      |      |      |      |      |      |      | 
 Ackmore---------|   50    |  0-15 |Silt loam      |CL, ML       |A-6, A-4, A-7|   0  |   0  | 100  | 100  |95-100|85-100|25-50 | 8-20 
                 |         | 15-25 |Silt loam,     |CL, ML       |A-4, A-7, A-6|   0  |   0  | 100  | 100  |95-100|85-100|25-50 | 8-20 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 25-60 |Silty clay     |CH, CL       |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|85-100|35-60 |15-30 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 Colo------------|   35    |  0-28 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-60 |15-30 
                 |         | 28-40 |Silty clay loam|CL, CH       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-55 |20-30 
                 |         | 40-60 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|40-55 |15-30 
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
7:               |         |       |               |             |             |      |      |      |      |      |      |      | 
 Wiota-----------|   95    |  0-20 |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |90-95 |25-35 | 5-15 
                 |         | 20-46 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  |95-100|90-95 |40-50 |15-25 
                 |         | 46-60 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|90-95 |30-50 |15-30 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
8:               |         |       |               |             |             |      |      |      |      |      |      |      | 
 Judson----------|   95    |  0-24 |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  | 100  |95-100|25-35 | 5-15 
                 |         | 24-44 |Silty clay loam|CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|30-50 |15-25 
                 |         | 44-60 |Silty clay     |CL-ML, CL    |A-6, A-4, A-7|   0  |   0  | 100  | 100  | 100  |95-100|25-50 | 5-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
8B:              |         |       |               |             |             |      |      |      |      |      |      |      | 
 Judson----------|   90    |  0-24 |Silty clay loam|CL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-25 
                 |         | 24-44 |Silty clay loam|CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|30-50 |15-25 
                 |         | 44-60 |Silty clay     |CL-ML, CL    |A-6, A-4, A-7|   0  |   0  | 100  | 100  | 100  |95-100|25-50 | 5-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
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Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
8C:              |         |       |               |             |             |      |      |      |      |      |      |      | 
 Judson----------|   100   |  0-24 |Silty clay loam|CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-25 
                 |         | 24-44 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|30-50 |15-25 
                 |         | 44-60 |Silty clay     |CL, CL-ML    |A-4, A-7, A-6|   0  |   0  | 100  | 100  | 100  |95-100|25-50 | 5-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
20C2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Killduff--------|   100   |  0-7  |Silty clay loam|CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25 
                 |         |  7-31 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 31-60 |Silt loam,     |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
20D2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Killduff--------|   100   |  0-7  |Silty clay loam|CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25 
                 |         |  7-31 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 31-60 |Silt loam,     |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
20E2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Killduff--------|   90    |  0-7  |Silty clay loam|CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25 
                 |         |  7-31 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 31-60 |Silt loam,     |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
24D2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Shelby----------|   95    |  0-6  |Clay loam, loam|CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25 
                 |         |  6-12 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25 
                 |         | 12-48 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25 
                 |         | 48-60 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
24E2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Shelby----------|   90    |  0-6  |Clay loam, loam|CL           |A-7, A-6     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25 
                 |         |  6-12 |Clay loam      |CL           |A-7, A-6     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25 
                 |         | 12-48 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25 
                 |         | 48-60 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
24F2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Shelby----------|   90    |  0-6  |Clay loam, loam|CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25 
                 |         |  6-12 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25 
                 |         | 12-48 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25 
                 |         | 48-60 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
27B:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Terril----------|   95    |  0-30 |Loam           |CL           |A-6          |   0  | 0-5  |95-100|95-100|70-90 |60-80 |30-40 |10-20 
                 |         | 30-60 |Clay loam,     |SC-SM, SC,   |A-4, A-6     |   0  | 0-5  |95-100|90-100|65-95 |35-85 |20-40 | 5-20 
                 |         |       | loam, sandy   | CL, CL-ML   |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
41B:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Sparta----------|   100   |  0-16 |Loamy fine sand|SM           |A-2-4, A-4   |   0  |   0  |85-100|85-100|50-95 |15-50 | 0-14 |  NP 
                 |         | 16-38 |Loamy fine     |SM, SP-SM    |A-2, A-2-4,  |   0  |   0  |85-100|85-100|50-95 | 5-50 | 0-14 |  NP 
                 |         |       | sand, fine    |             | A-3         |      |      |      |      |      |      |      | 
                 |         |       | sand, sand    |             |             |      |      |      |      |      |      |      | 
                 |         | 38-60 |Sand, fine sand|SM, SP, SP-SM|A-3, A-2     |   0  |   0  |85-100|85-100|50-95 | 2-30 | 0-14 |  NP 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
41C2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Sparta----------|   100   |  0-16 |Loamy fine sand|SM           |A-2-4, A-2   |   0  |   0  |85-100|85-100|50-95 |15-50 | 0-14 |  NP 
                 |         | 16-38 |Loamy fine     |SM, SP-SM    |A-3, A-2, A- |   0  |   0  |85-100|85-100|50-95 | 5-50 | 0-14 |  NP 
                 |         |       | sand, fine    |             | 2-4         |      |      |      |      |      |      |      | 
                 |         |       | sand, sand    |             |             |      |      |      |      |      |      |      | 
                 |         | 38-60 |Sand, fine sand|SM, SP, SP-SM|A-2, A-3     |   0  |   0  |85-100|85-100|50-95 | 2-30 | 0-14 |  NP 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
41D2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Sparta----------|   100   |  0-15 |Loamy fine sand|SM           |A-2, A-4     |   0  |   0  |85-100|85-100|50-95 |15-50 | 0-14 |  NP 
                 |         | 15-34 |Loamy fine     |SM, SP-SM    |A-2, A-4, A-3|   0  |   0  |85-100|85-100|50-95 | 5-50 | 0-14 |  NP 
                 |         |       | sand, fine    |             |             |      |      |      |      |      |      |      | 
                 |         |       | sand, sand    |             |             |      |      |      |      |      |      |      | 
                 |         | 34-60 |Sand, fine sand|SM, SP, SP-SM|A-3, A-2     |   0  |   0  |85-100|85-100|50-95 | 2-30 | 0-14 |  NP 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
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Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
43:              |         |       |               |             |             |      |      |      |      |      |      |      | 
 Bremer----------|   95    |  0-17 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|45-60 |25-40 
                 |         | 17-46 |Silty clay     |CH, MH       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|50-65 |20-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 46-60 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|40-60 |25-40 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
54:              |         |       |               |             |             |      |      |      |      |      |      |      | 
 Zook------------|   90    |  0-37 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|45-65 |20-35 
                 |         | 37-55 |Silty clay,    |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|60-85 |35-55 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 55-60 |Silty clay     |CH, MH, CL,  |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-80 |10-50 
                 |         |       | loam, silty   | ML          |             |      |      |      |      |      |      |      | 
                 |         |       | clay, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
55:              |         |       |               |             |             |      |      |      |      |      |      |      | 
 Nicollet--------|   95    |  0-18 |Loam           |CL           |A-6          |   0  |   0  |95-100|90-100|85-95 |50-65 |25-35 |10-15 
                 |         | 18-37 |Clay loam,     |CL           |A-7-6, A-7   | 0-1  | 0-5  |95-100|90-100|80-95 |55-80 |35-50 |15-25 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      | 
                 |         | 37-60 |Loam, clay loam|CL           |A-6          | 0-1  | 0-5  |95-100|90-100|75-90 |50-75 |30-40 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
62D:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Storden---------|   95    |  0-8  |Loam           |CL, ML       |A-4, A-6     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15 
                 |         |  8-60 |Loam, silt loam|CL-ML, CL    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
62E:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Storden---------|   95    |  0-8  |Loam           |CL, ML       |A-4, A-6     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15 
                 |         |  8-60 |Loam, silt loam|CL-ML, CL    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
62F:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Storden---------|   95    |  0-8  |Loam           |CL, ML       |A-6, A-4     |   0  | 0-5  |95-100|95-100|70-85 |55-70 |30-40 | 5-15 
                 |         |  8-60 |Loam, silt loam|CL-ML, CL    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
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Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
63C:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Chelsea---------|   90    |  0-3  |Loamy fine sand|SM, SP-SM    |A-2-4        |   0  |   0  | 100  | 100  |65-95 |10-35 | 0-14 |  NP 
                 |         |  3-60 |Fine sand,     |SP-SM, SM, SP|A-2-4, A-3   |   0  |   0  | 100  | 100  |65-95 | 3-15 | 0-14 |  NP 
                 |         |       | sand, loamy   |             |             |      |      |      |      |      |      |      | 
                 |         |       | sand          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
63D:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Chelsea---------|   100   |  0-3  |Loamy fine sand|SM, SP-SM    |A-2-4        |   0  |   0  | 100  | 100  |65-95 |10-35 | 0-14 |  NP 
                 |         |  3-60 |Fine sand,     |SP, SP-SM, SM|A-3, A-2-4   |   0  |   0  | 100  | 100  |65-95 | 3-15 | 0-14 |  NP 
                 |         |       | sand, loamy   |             |             |      |      |      |      |      |      |      | 
                 |         |       | sand          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
63E:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Chelsea---------|   100   |  0-3  |Loamy fine sand|SM, SP-SM    |A-2-4        |   0  |   0  | 100  | 100  |65-95 |10-35 | 0-14 |  NP 
                 |         |  3-60 |Fine sand,     |SP, SM, SP-SM|A-2-4, A-3   |   0  |   0  | 100  | 100  |65-95 | 3-15 | 0-14 |  NP 
                 |         |       | sand, loamy   |             |             |      |      |      |      |      |      |      | 
                 |         |       | sand          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
65E:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Lindley---------|   90    |  0-9  |Loam           |CL           |A-6          |   0  |   0  |95-100|90-100|85-95 |50-65 |25-35 |10-15 
                 |         |  9-43 |Clay loam, loam|CL           |A-7, A-6     |   0  |   0  |95-100|90-100|85-95 |55-75 |30-45 |12-20 
                 |         | 43-60 |Loam, clay loam|CL           |A-6          |   0  |   0  |95-100|90-100|85-95 |50-70 |25-35 |10-15 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
65E3:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Lindley---------|   95    |  0-6  |Clay loam      |CL           |A-6          |   0  |   0  |95-100|90-100|85-95 |55-75 |30-40 |15-20 
                 |         |  6-40 |Clay loam, loam|CL           |A-7, A-6     |   0  |   0  |95-100|90-100|85-95 |55-75 |30-45 |12-20 
                 |         | 40-60 |Loam, clay loam|CL           |A-6          |   0  |   0  |95-100|90-100|85-95 |50-70 |25-35 |10-15 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
65F:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Lindley---------|   90    |  0-9  |Loam           |CL           |A-6          |   0  |   0  |95-100|90-100|85-95 |50-65 |25-35 |10-15 
                 |         |  9-43 |Clay loam, loam|CL           |A-7, A-6     |   0  |   0  |95-100|90-100|85-95 |55-75 |30-45 |12-20 
                 |         | 43-60 |Loam, clay loam|CL           |A-6          |   0  |   0  |95-100|90-100|85-95 |50-70 |25-35 |10-15 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
65G:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Lindley---------|   95    |  0-9  |Loam           |CL           |A-6          |   0  |   0  |95-100|90-100|85-95 |50-65 |25-35 |10-15 
                 |         |  9-43 |Clay loam, loam|CL           |A-7, A-6     |   0  |   0  |95-100|90-100|85-95 |55-75 |30-45 |12-20 
                 |         | 43-60 |Loam, clay loam|CL           |A-6          |   0  |   0  |95-100|90-100|85-95 |50-70 |25-35 |10-15 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
76B:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Ladoga----------|   100   |  0-11 |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 5-15 
                 |         | 11-49 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |25-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 49-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |15-20 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
76C2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Ladoga----------|   100   |  0-11 |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 5-15 
                 |         | 11-49 |Silty clay     |CL, CH       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |25-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 49-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |15-20 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
76D2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Ladoga----------|   95    |  0-11 |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 5-15 
                 |         | 11-49 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |25-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 49-60 |Silty clay     |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |15-20 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
80C2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Clinton---------|   100   |  0-9  |Silt loam      |ML           |A-4          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 | 5-10 
                 |         |  9-46 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |25-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 46-60 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
80D2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Clinton---------|   95    |  0-9  |Silt loam      |ML           |A-4          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 | 5-10 
                 |         |  9-46 |Silty clay     |CL, CH       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |25-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 46-60 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
80D3:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Clinton---------|   85    |  0-6  |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |  6-40 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |25-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 40-60 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
80E2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Clinton---------|   85    |  0-9  |Silt loam      |ML           |A-4          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 | 5-10 
                 |         |  9-46 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |25-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 46-60 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
88:              |         |       |               |             |             |      |      |      |      |      |      |      | 
 Nevin-----------|   90    |  0-22 |Silty clay loam|OL, ML       |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |90-95 |35-45 |10-20 
                 |         | 22-53 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  |95-100|90-95 |40-50 |20-30 
                 |         | 53-60 |Silty clay     |CL           |A-7          |   0  |   0  | 100  | 100  |95-100|90-95 |40-50 |20-30 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
93D2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Shelby----------|   60    |  0-6  |Clay loam, loam|CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25 
                 |         |  6-48 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25 
                 |         | 48-60 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 Adair-----------|   30    |  0-10 |Clay loam      |CL           |A-6          |   0  |   0  |95-100|80-95 |75-90 |60-80 |30-40 |10-20 
                 |         | 10-48 |Clay, silty    |CH, CL       |A-7          |   0  |   0  |95-100|80-95 |70-90 |55-80 |40-55 |20-30 
                 |         |       | clay, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 48-60 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |95-100|80-95 |70-90 |55-80 |35-50 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
93E2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Shelby----------|   70    |  0-6  |Clay loam, loam|CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25 
                 |         |  6-48 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |75-90 |55-70 |35-45 |15-25 
                 |         | 48-60 |Clay loam      |CL           |A-6, A-7     |   0  | 0-5  |90-95 |85-95 |75-90 |55-70 |30-45 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 Adair-----------|   20    |  0-10 |Clay loam      |CL           |A-6          |   0  |   0  |95-100|80-95 |75-90 |60-80 |30-40 |10-20 
                 |         | 10-48 |Clay, silty    |CH, CL       |A-7          |   0  |   0  |95-100|80-95 |70-90 |55-80 |40-55 |20-30 
                 |         |       | clay, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 48-60 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |95-100|80-95 |70-90 |55-80 |35-50 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
94D2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Caleb-----------|   55    |  0-6  |Loam           |CL           |A-6          |   0  |   0  |95-100|85-100|70-90 |60-80 |30-40 |10-20 
                 |         |  6-48 |Clay loam,     |CL           |A-7, A-6     |   0  |   0  |90-100|85-100|60-80 |50-75 |35-45 |15-25 
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      | 
                 |         | 48-60 |Sandy clay     |SC, SC-SM,   |A-6, A-4     |   0  |   0  |95-100|85-100|70-90 |35-80 |20-40 | 5-20 
                 |         |       | loam, sandy   | CL, CL-ML   |             |      |      |      |      |      |      |      | 
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 Mystic----------|   45    |  0-6  |Loam           |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |80-100|65-90 |30-45 |10-25 
 
                 |         |  6-20 |Clay loam,     |CL, CH       |A-7          |   0  |   0  | 100  |90-100|80-100|65-80 |40-55 |25-35 
                 |         |       | clay, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 20-40 |Sandy clay     |SC, CL-ML,   |A-6, A-4     |   0  | 0-5  |90-100|80-100|70-95 |40-65 |25-40 | 5-20 
                 |         |       | loam, clay    | SC-SM, CL   |             |      |      |      |      |      |      |      | 
                 |         |       | loam, loam    |             |             |      |      |      |      |      |      |      | 
                 |         | 40-60 |Sandy clay     |CL           |A-6, A-4     |   0  | 0-5  |90-100|80-100|70-95 |40-65 |25-40 | 5-20 
                 |         |       | loam, loam    |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
94E2:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Caleb-----------|   50    |  0-6  |Loam           |CL           |A-6          |   0  |   0  |95-100|85-100|70-90 |60-80 |30-40 |10-20 
                 |         |  6-48 |Clay loam,     |CL           |A-6, A-7     |   0  |   0  |90-100|85-100|60-80 |50-75 |35-45 |15-25 
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      | 
                 |         | 48-60 |Sandy clay     |CL, CL-ML,   |A-4, A-6     |   0  |   0  |95-100|85-100|70-90 |35-80 |20-40 | 5-20 
                 |         |       | loam, sandy   | SC-SM, SC   |             |      |      |      |      |      |      |      | 
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 Mystic----------|   50    |  0-6  |Loam           |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |80-100|65-90 |30-45 |10-25 
                 |         |  6-20 |Clay loam,     |CL, CH       |A-7          |   0  |   0  | 100  |90-100|80-100|65-80 |40-55 |25-35 
                 |         |       | clay, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 20-40 |Sandy clay     |SC, CL-ML,   |A-6, A-4     |   0  | 0-5  |90-100|80-100|70-95 |40-65 |25-40 | 5-20 
                 |         |       | loam, clay    | SC-SM, CL   |             |      |      |      |      |      |      |      | 
                 |         |       | loam, loam    |             |             |      |      |      |      |      |      |      | 
                 |         | 40-60 |Sandy clay     |CL           |A-6, A-4     |   0  | 0-5  |90-100|80-100|70-95 |40-65 |25-40 | 5-20 
                 |         |       | loam, loam    |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
107:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Webster---------|   95    |  0-17 |Silty clay loam|CH, CL       |A-6, A-7     |   0  | 0-5  |95-100|95-100|85-95 |70-90 |35-60 |15-30 
                 |         | 17-47 |Clay loam,     |CL           |A-6, A-7     |   0  | 0-5  |95-100|95-100|85-95 |60-80 |35-50 |15-30 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam, loam    |             |             |      |      |      |      |      |      |      | 
                 |         | 47-60 |Loam, sandy    |CL           |A-6          |   0  | 0-5  |95-100|90-100|75-85 |50-75 |30-40 |10-20 
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
117:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Garwin----------|   60    |  0-17 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|45-55 |20-30 
                 |         | 17-49 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|45-55 |25-35 
                 |         | 49-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |15-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
 
 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 Sperry----------|   35    |  0-10 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         | 10-17 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         | 17-48 |Silty clay     |CH           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|50-65 |25-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 48-60 |Silty clay     |CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |20-30 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
118:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Garwin----------|   95    |  0-17 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|45-55 |20-30 
                 |         | 17-49 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|45-55 |25-35 
                 |         | 49-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |15-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
119:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Muscatine-------|   90    |  0-23 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 23-47 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |20-30 
                 |         | 47-60 |Silt loam,     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
120:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Tama------------|   95    |  0-15 |Silty clay loam|ML           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-20 
                 |         | 15-42 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 42-60 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
120B:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Tama------------|   100   |  0-15 |Silty clay loam|ML           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-20 
                 |         | 15-42 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 42-60 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
120C2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Tama------------|   90    |  0-5  |Silty clay loam|ML           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-20 
                 |         |  5-15 |Silty clay loam|ML           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-20 
                 |         | 15-42 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 42-60 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
120D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Tama------------|   90    |  0-5  |Silty clay loam|ML           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-20 
                 |         |  5-15 |Silty clay loam|ML           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-20 
                 |         | 15-42 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 42-60 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
122:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Sperry----------|   90    |  0-10 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         | 10-17 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
 
                 |         | 17-48 |Silty clay     |CH           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|50-65 |25-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 48-60 |Silty clay     |CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |20-30 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
133:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Colo------------|   100   |  0-28 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-60 |15-30 
                 |         | 28-40 |Silty clay loam|CL, CH       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-55 |20-30 
                 |         | 40-60 |Silty clay     |CL, CH       |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|40-55 |15-30 
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
133+:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Colo------------|   100   |  0-18 |Silt loam      |CL-ML, CL    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15 
                 |         | 18-40 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-55 |20-30 
                 |         | 40-60 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|40-55 |15-30 
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
135:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Coland----------|   95    |  0-6  |Clay loam      |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25 
                 |         |  6-60 |Loam, sandy    |SC-SM, CL-ML,|A-6, A-4     |   0  |   0  | 100  |90-100|60-70 |40-60 |20-40 | 5-15 
                 |         |       | loam, sandy   | SC, CL      |             |      |      |      |      |      |      |      | 
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
135B:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Coland----------|   100   |  0-6  |Clay loam      |CL           |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|65-80 |35-50 |15-25 
                 |         |  6-60 |Loam, sandy    |CL, CL-ML,   |A-6, A-4     |   0  |   0  | 100  |90-100|60-70 |40-60 |20-40 | 5-15 
                 |         |       | loam, sandy   | SC-SM, SC   |             |      |      |      |      |      |      |      | 
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
138B:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Clarion---------|   95    |  0-12 |Loam           |CL-ML, CL    |A-6, A-4     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         | 12-32 |Loam, clay loam|CL, CL-ML    |A-6, A-4     |   0  | 0-5  |90-100|85-100|75-90 |50-75 |25-40 | 5-15 
                 |         | 32-60 |Loam, sandy    |SC-SM, SC,   |A-6, A-4     |   0  | 0-5  |90-100|85-100|75-90 |45-70 |25-40 | 5-15 
                 |         |       | loam          | CL, CL-ML   |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
138C2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Clarion---------|   95    |  0-6  |Loam           |CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         |  6-12 |Loam, silt loam|CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         | 12-32 |Loam, clay loam|CL-ML, CL    |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |50-75 |25-40 | 5-15 
                 |         | 32-60 |Loam, sandy    |SC-SM, CL,   |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |45-70 |25-40 | 5-15 
                 |         |       | loam          | CL-ML, SC   |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
138D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Clarion---------|   95    |  0-6  |Loam           |CL-ML, CL    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         |  6-12 |Loam, silt loam|CL-ML, CL    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         | 12-32 |Loam, clay loam|CL, CL-ML    |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |50-75 |25-40 | 5-15 
                 |         | 32-60 |Loam, sandy    |SC, CL, SC-  |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |45-70 |25-40 | 5-15 
                 |         |       | loam          | SM, CL-ML   |             |      |      |      |      |      |      |      | 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
138E2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Clarion---------|   95    |  0-6  |Loam           |CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         |  6-12 |Loam, silt loam|CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         | 12-32 |Loam, clay loam|CL, CL-ML    |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |50-75 |25-40 | 5-15 
                 |         | 32-60 |Loam, sandy    |CL, CL-ML,   |A-4, A-6     |   0  | 0-5  |90-100|85-100|75-90 |45-70 |25-40 | 5-15 
                 |         |       | loam          | SC-SM, SC   |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
162:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Downs-----------|   100   |  0-6  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-35 | 5-15 
                 |         |  6-46 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 46-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
162B:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Downs-----------|   95    |  0-6  |Silt loam      |CL-ML, CL    |A-6, A-4     |   0  |   0  | 100  | 100  | 100  |95-100|25-35 | 5-15 
                 |         |  6-46 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 46-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
162C2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Downs-----------|   100   |  0-6  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-35 | 5-15 
                 |         |  6-46 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 46-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
162D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Downs-----------|   100   |  0-6  |Silt loam      |CL-ML, CL    |A-6, A-4     |   0  |   0  | 100  | 100  | 100  |95-100|25-35 | 5-15 
                 |         |  6-46 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 46-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
162E2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Downs-----------|   100   |  0-6  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-35 | 5-15 
                 |         |  6-46 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 46-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
163B:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Fayette---------|   100   |  0-7  |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  | 100  |95-100|25-35 | 5-15 
                 |         |  7-45 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 45-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
163C2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Fayette---------|   95    |  0-7  |Silt loam      |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|30-45 |10-25 
                 |         |  7-45 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 45-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
163D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Fayette---------|   90    |  0-7  |Silt loam      |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|30-45 |10-25 
                 |         |  7-45 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 45-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
163D3:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Fayette---------|   85    |  0-7  |Silt loam      |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|30-45 |10-25 
                 |         |  7-45 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 45-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
163E2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Fayette---------|   90    |  0-7  |Silt loam      |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|30-45 |10-25 
                 |         |  7-45 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 45-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
163F2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Fayette---------|   100   |  0-7  |Silt loam      |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|30-45 |10-25 
                 |         |  7-45 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 45-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
168E2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Hayden----------|   90    |  0-8  |Loam           |CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         |  8-41 |Clay loam, loam|CL           |A-7, A-6     |   0  |   0  |95-100|90-100|80-95 |55-75 |30-50 |15-26 
                 |         | 41-60 |Loam, sandy    |SC, CL       |A-6, A-4     |   0  | 0-5  |95-100|90-100|75-90 |35-70 |20-35 | 8-15 
                 |         |       | loam, fine    |             |             |      |      |      |      |      |      |      | 
                 |         |       | sandy loam    |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
168F:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Hayden----------|   95    |  0-8  |Loam           |CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         |  8-41 |Clay loam, loam|CL           |A-7, A-6     |   0  |   0  |95-100|90-100|80-95 |55-75 |30-50 |15-26 
                 |         | 41-60 |Loam, sandy    |SC, CL       |A-6, A-4     |   0  | 0-5  |95-100|90-100|75-90 |35-70 |20-35 | 8-15 
                 |         |       | loam, fine    |             |             |      |      |      |      |      |      |      | 
                 |         |       | sandy loam    |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
168G:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Hayden----------|   100   |  0-8  |Loam           |CL, CL-ML    |A-4, A-6     |   0  | 0-5  |95-100|95-100|75-90 |50-75 |25-40 | 5-15 
                 |         |  8-41 |Clay loam, loam|CL           |A-7, A-6     |   0  |   0  |95-100|90-100|80-95 |55-75 |30-50 |15-26 
                 |         | 41-60 |Loam, sandy    |SC, CL       |A-6, A-4     |   0  | 0-5  |95-100|90-100|75-90 |35-70 |20-35 | 8-15 
                 |         |       | loam, fine    |             |             |      |      |      |      |      |      |      | 
                 |         |       | sandy loam    |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
172:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Wabash----------|   95    |  0-50 |Silty clay     |CH           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|50-75 |30-50 
                 |         | 50-60 |Silty clay,    |CH           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|52-78 |30-55 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
174:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Bolan-----------|   95    |  0-17 |Loam           |CL, ML       |A-6, A-4     |   0  |   0  | 100  | 100  |85-95 |50-70 |30-40 | 5-15 
                 |         | 17-28 |Loam, fine     |SC-SM, CL-ML,|A-6, A-4     |   0  |   0  | 100  | 100  |80-90 |40-55 |25-35 | 5-15 
                 |         |       | sandy loam    | SC, CL      |             |      |      |      |      |      |      |      | 
                 |         | 28-38 |Fine sandy loam|SM, SC-SM, SC|A-4          |   0  |   0  | 100  | 100  |80-90 |35-50 |15-25 | 2-8 
                 |         | 38-60 |Loamy fine     |SM, SP-SM    |A-2          |   0  |   0  | 100  | 100  |70-85 |10-30 | 0-14 |  NP 
                 |         |       | sand, fine    |             |             |      |      |      |      |      |      |      | 
                 |         |       | sand          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
175B:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Dickinson-------|   95    |  0-13 |Fine sandy loam|SM, SC-SM, SC|A-4, A-2     |   0  |   0  | 100  | 100  |85-95 |30-50 |15-30 |NP-10 
                 |         | 13-24 |Fine sandy     |SM, SC-SM, SC|A-4, A-2     |   0  |   0  | 100  | 100  |85-95 |30-50 |15-30 |NP-10 
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 24-33 |Fine sandy     |SM, SC, SC-SM|A-4          |   0  |   0  | 100  | 100  |85-95 |35-50 |15-30 |NP-10 
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 33-60 |Loamy fine     |SM, SP-SM    |A-2          |   0  |   0  | 100  | 100  |70-85 |10-30 | 0-14 |  NP 
                 |         |       | sand, fine    |             |             |      |      |      |      |      |      |      | 
                 |         |       | sand          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
175C:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Dickinson-------|   100   |  0-13 |Fine sandy loam|SM, SC-SM, SC|A-2, A-4     |   0  |   0  | 100  | 100  |85-95 |30-50 |15-30 |NP-10 
                 |         | 13-24 |Fine sandy     |SM, SC-SM, SC|A-4          |   0  |   0  | 100  | 100  |85-95 |35-50 |15-30 |NP-10 
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 24-33 |Fine sandy loam|SM, SC-SM, SC|A-4          |   0  |   0  | 100  | 100  |80-90 |35-50 |15-25 | 2-8 
                 |         | 33-60 |Loamy fine     |SM, SP-SM    |A-2          |   0  |   0  | 100  | 100  |70-85 |10-30 | 0-14 |  NP 
                 |         |       | sand, fine    |             |             |      |      |      |      |      |      |      | 
                 |         |       | sand          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
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Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
175D:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Dickinson-------|   100   |  0-13 |Fine sandy loam|SM, SC-SM, SC|A-4, A-2     |   0  |   0  | 100  | 100  |85-95 |30-50 |15-30 |NP-10 
                 |         | 13-24 |Fine sandy     |SM, SC-SM, SC|A-4          |   0  |   0  | 100  | 100  |85-95 |35-50 |15-30 |NP-10 
                 |         |       | loam, sandy   |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 24-33 |Fine sandy loam|SM, SC-SM, SC|A-4          |   0  |   0  | 100  | 100  |80-90 |35-50 |15-25 | 2-8 
                 |         | 33-60 |Loamy fine     |SM, SP-SM    |A-2          |   0  |   0  | 100  | 100  |70-85 |10-30 | 0-14 |  NP 
                 |         |       | sand, fine    |             |             |      |      |      |      |      |      |      | 
                 |         |       | sand          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
179D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Gara------------|   85    |  0-8  |Clay loam, loam|CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |70-85 |55-75 |35-45 |15-25 
                 |         |  8-42 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
                 |         | 42-60 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
179E2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Gara------------|   85    |  0-8  |Clay loam, loam|CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |70-85 |55-75 |35-45 |15-25 
                 |         |  8-42 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
                 |         | 42-60 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
179F2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Gara------------|   95    |  0-8  |Clay loam, loam|CL           |A-6, A-7     |   0  |   0  |90-95 |85-95 |70-85 |55-75 |35-45 |15-25 
                 |         |  8-42 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
                 |         | 42-60 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
179G:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Gara------------|   95    |  0-8  |Loam           |CL-ML, CL    |A-4, A-6     |   0  |   0  |95-100|85-95 |75-85 |55-70 |20-30 | 5-15 
                 |         |  8-42 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
                 |         | 42-60 |Loam, clay loam|CL           |A-7, A-6     |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |35-45 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
185E2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Bauer-----------|   95    |  0-6  |Silt loam      |CL, ML       |A-6, A-7     |   0  |   0  | 100  |95-100|95-100|75-100|35-50 |10-25 
                 |         |  6-13 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  |90-100|90-100|80-100|45-55 |20-30 
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 13-29 |Clay, silty    |MH, CH       |A-7          |   0  |   0  | 100  |90-100|90-100|85-100|50-80 |20-50 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 29-60 |Weathered      |             |             |   0  |   0  | ---  | ---  | ---  | ---  | ---  | --- 
                 |         |       | bedrock       |             |             |      |      |      |      |      |      |      | 
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Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
185F2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Bauer-----------|   95    |  0-6  |Silt loam      |CL, ML       |A-6, A-7     |   0  |   0  | 100  |95-100|95-100|75-100|35-50 |10-25 
                 |         |  6-13 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  |90-100|90-100|80-100|45-55 |20-30 
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 13-29 |Clay, silty    |CH, MH       |A-7          |   0  |   0  | 100  |90-100|90-100|85-100|50-80 |20-50 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 29-60 |Weathered      |             |             |   0  |   0  | ---  | ---  | ---  | ---  | ---  | --- 
                 |         |       | bedrock       |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
192D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Adair-----------|   100   |  0-10 |Clay loam      |CL           |A-6          |   0  |   0  |95-100|80-95 |75-90 |60-80 |30-40 |10-20 
                 |         | 10-48 |Clay, silty    |CH, CL       |A-7          |   0  |   0  |95-100|80-95 |70-90 |55-80 |40-55 |20-30 
                 |         |       | clay, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 48-60 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |95-100|80-95 |70-90 |55-80 |35-50 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
212:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Kennebec--------|   95    |  0-34 |Silt loam      |CL           |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|90-100|25-45 |10-20 
                 |         | 34-60 |Silt loam,     |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|90-100|25-40 | 5-15 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
220:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Nodaway---------|   85    |  0-9  |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  |95-100|95-100|90-100|25-35 | 5-15 
                 |         |  9-60 |Silt loam,     |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  |95-100|95-100|90-100|25-40 | 5-15 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
222C2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Clarinda--------|   95    |  0-6  |Silty clay loam|CL           |A-7          |   0  |   0  | 100  |95-100|90-100|85-100|40-50 |20-30 
                 |         |  6-40 |Silty clay,    |CH           |A-7          |   0  |   0  | 100  |95-100|85-100|80-100|55-70 |30-40 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 40-60 |Clay, silty    |CH           |A-7          |   0  |   0  |95-100|95-100|80-95 |75-90 |55-70 |35-45 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
222D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Clarinda--------|   90    |  0-6  |Silty clay loam|CL           |A-7          |   0  |   0  | 100  |95-100|90-100|85-100|40-50 |20-30 
                 |         |  6-40 |Silty clay,    |CH           |A-7          |   0  |   0  | 100  |95-100|85-100|80-100|55-70 |30-40 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 40-60 |Clay, silty    |CH           |A-7          |   0  |   0  |95-100|95-100|80-95 |75-90 |55-70 |35-45 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
225:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Lawler----------|   95    |  0-8  |Loam           |CL, ML       |A-7, A-6     |   0  |   0  | 100  |90-100|70-90 |55-75 |35-45 |10-20 
                 |         |  8-28 |Loam, sandy    |SC, CL       |A-6          |   0  | 0-5  |85-95 |80-95 |70-85 |45-65 |25-40 |10-20 
                 |         |       | clay loam,    |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      | 
                 |         | 28-60 |Gravelly coarse|SW-SM, SW, SP|A-1          |   0  | 2-10 |50-90 |50-85 |20-40 | 3-10 | 0-14 |  NP 
                 |         |       | sand, gravelly|             |             |      |      |      |      |      |      |      | 
                 |         |       | loamy sand,   |             |             |      |      |      |      |      |      |      | 
                 |         |       | loamy coarse  |             |             |      |      |      |      |      |      |      | 
                 |         |       | sand          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
226:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Lawler----------|   95    |  0-20 |Loam           |CL, ML       |A-6, A-7     |   0  |   0  | 100  |90-100|70-90 |55-75 |35-45 |10-20 
                 |         | 20-35 |Loam, sandy    |CL, SC       |A-6          |   0  | 0-5  |85-95 |80-95 |70-85 |45-65 |25-40 |10-20 
                 |         |       | clay loam,    |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      | 
                 |         | 35-60 |Loamy fine     |SM, SP-SM    |A-2          |   0  |   0  | 100  | 100  |70-85 |10-30 | 0-14 |  NP 
                 |         |       | sand, fine    |             |             |      |      |      |      |      |      |      | 
                 |         |       | sand          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
236B:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Lester----------|   95    |  0-20 |Loam           |CL, ML       |A-6, A-7     |   0  |   0  | 100  |90-100|70-90 |55-75 |35-45 |10-20 
                 |         | 20-48 |Clay loam, loam|CL           |A-6, A-7     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25 
                 |         | 48-60 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |95-100|80-95 |70-90 |55-80 |35-50 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
236C2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Lester----------|   100   |  0-20 |Loam           |CL, ML       |A-6, A-7     |   0  |   0  | 100  |90-100|70-90 |55-75 |35-45 |10-20 
                 |         | 20-48 |Clay loam, loam|CL           |A-7, A-6     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25 
                 |         | 48-60 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |95-100|80-95 |70-90 |55-80 |35-50 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
236D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Lester----------|   95    |  0-20 |Loam           |CL, ML       |A-6, A-7     |   0  |   0  | 100  |90-100|70-90 |55-75 |35-45 |10-20 
                 |         | 20-48 |Clay loam, loam|CL           |A-7, A-6     | 0-1  | 0-5  |95-100|90-100|80-95 |55-75 |35-50 |15-25 
                 |         | 48-60 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |95-100|80-95 |70-90 |55-80 |35-50 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
273B:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Olmitz----------|   95    |  0-24 |Loam           |CL           |A-6          |   0  |   0  | 100  |90-100|85-95 |60-80 |30-40 |11-20 
                 |         | 24-53 |Loam, clay loam|CL           |A-6          |   0  |   0  | 100  |90-100|85-95 |60-80 |30-40 |11-20 
                 |         | 53-60 |Clay loam      |CL           |A-7, A-6     |   0  |   0  | 100  |90-100|85-95 |60-80 |35-45 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
273C:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Olmitz----------|   95    |  0-24 |Loam           |CL           |A-6          |   0  |   0  | 100  |90-100|85-95 |60-80 |30-40 |11-20 
                 |         | 24-53 |Loam, clay loam|CL           |A-6          |   0  |   0  | 100  |90-100|85-95 |60-80 |30-40 |11-20 
                 |         | 53-60 |Clay loam      |CL           |A-7, A-6     |   0  |   0  | 100  |90-100|85-95 |60-80 |35-45 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
279:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Taintor---------|   95    |  0-19 |Silty clay loam|CL, CH       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|45-60 |20-30 
                 |         | 19-52 |Silty clay,    |CH           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|50-65 |25-35 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 52-60 |Silty clay     |CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
280:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Mahaska---------|   95    |  0-22 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |15-25 
                 |         | 22-48 |Silty clay     |MH, CH       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|50-60 |20-30 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 48-60 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-20 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
 
 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
281B:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Otley-----------|   95    |  0-18 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 18-50 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |25-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 50-60 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |20-30 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
281C2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Otley-----------|   90    |  0-18 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 18-50 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 50-60 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |20-30 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
281D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Otley-----------|   85    |  0-18 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 18-50 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 50-60 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |20-30 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
284B:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Flagler---------|   90    |  0-15 |Sandy loam     |SC-SM, SC    |A-4, A-2     |   0  |   0  |95-100|90-95 |60-70 |25-40 |15-25 | 5-10 
                 |         | 15-32 |Sandy loam     |SC-SM, SC    |A-4, A-2     |   0  |   0  |95-100|90-95 |50-70 |25-40 |15-25 | 5-10 
                 |         | 32-60 |Loamy sand,    |SP, SW-SM,   |A-1          |   0  | 0-5  |70-90 |70-85 |20-40 | 3-12 | 0-14 |  NP 
                 |         |       | gravelly sand,| SW, SP-SM   |             |      |      |      |      |      |      |      | 
                 |         |       | sand          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
291:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Atterberry------|   95    |  0-6  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-40 | 5-15 
                 |         |  6-15 |Silt loam      |CL-ML, CL    |A-4, A-6     |   0  |   0  | 100  | 100  |95-100|95-100|25-35 | 5-15 
                 |         | 15-60 |Silt loam,     |CH, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-55 |15-30 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
293G:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Chelsea---------|   50    |  0-3  |Loamy fine sand|SP-SM, SM    |A-2-4        |   0  |   0  | 100  | 100  |65-95 |10-35 | 0-14 |  NP 
                 |         |  3-60 |Fine sand,     |SP, SM, SP-SM|A-2-4, A-3   |   0  |   0  | 100  | 100  |65-95 | 3-15 | 0-14 |  NP 
                 |         |       | sand, loamy   |             |             |      |      |      |      |      |      |      | 
                 |         |       | sand          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 Fayette---------|   40    |  0-7  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-35 | 5-15 
                 |         |  7-45 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 45-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
315:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Alluvial Land---|   65    |  ---  |      ---      |     ---     |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | --- 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 Nodaway---------|   25    |  0-9  |Silt loam      |CL-ML, CL    |A-6, A-4     |   0  |   0  | 100  |95-100|95-100|90-100|25-35 | 5-15 
                 |         |  9-60 |Silt loam,     |CL-ML, CL    |A-6, A-4     |   0  |   0  | 100  |95-100|95-100|90-100|25-40 | 5-15 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
354:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Marsh-----------|   90    |  0-27 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-60 |15-30 
                 |         | 27-54 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-55 |20-30 
                 |         | 54-60 |Silty clay     |CL, CH       |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|40-55 |15-30 
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
428B:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Ely-------------|   95    |  0-24 |Silty clay loam|CL, MH, ML,  |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|30-55 |10-25 
                 |         |       |               | OH          |             |      |      |      |      |      |      |      | 
                 |         | 24-54 |Silty clay loam|CL, ML       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|95-100|35-50 |10-25 
                 |         | 54-60 |Silt loam,     |CL           |A-6          |   0  |   0  | 100  | 100  |90-100|85-100|25-40 |10-20 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam, loam    |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
430:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Ackmore---------|   85    |  0-15 |Silt loam      |CL, ML       |A-4, A-7, A-6|   0  |   0  | 100  | 100  |95-100|85-100|25-50 | 8-20 
                 |         | 15-25 |Silt loam,     |CL, ML       |A-6, A-4, A-7|   0  |   0  | 100  | 100  |95-100|85-100|25-50 | 8-20 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 25-60 |Silty clay     |CH, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|85-100|35-60 |15-30 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
453:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Tuskeego--------|   95    |  0-15 |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  |95-100|95-100|25-35 | 5-15 
                 |         | 15-48 |Silty clay     |CH           |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|50-60 |25-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay          |             |             |      |      |      |      |      |      |      | 
                 |         | 48-60 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|95-100|45-55 |25-35 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
507:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Canisteo--------|   95    |  0-21 |Silty clay loam|OL, ML       |A-7          |   0  |   0  |95-100|95-100|85-100|60-100|40-50 |15-20 
                 |         | 21-36 |Clay loam,     |CL           |A-7, A-6     |   0  |   0  |98-100|90-100|85-95 |65-85 |38-50 |25-35 
                 |         |       | loam, silty   |             |             |      |      |      |      |      |      |      | 
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      | 
                 |         | 36-60 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |95-100|90-98 |80-95 |50-75 |30-40 |12-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
570B2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Nira------------|   95    |  0-8  |Silty clay loam|CH, ML, CL,  |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |15-25 
                 |         |       |               | MH          |             |      |      |      |      |      |      |      | 
                 |         |  8-42 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |20-30 
                 |         | 42-60 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
570C2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Nira------------|   95    |  0-8  |Silty clay loam|CH, MH, CL,  |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |15-25 
                 |         |       |               | ML          |             |      |      |      |      |      |      |      | 
                 |         |  8-42 |Silty clay loam|CL, CH       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |20-30 
                 |         | 42-60 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
570D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Nira------------|   95    |  0-8  |Silty clay loam|CL, MH, CH,  |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |15-25 
                 |         |       |               | ML          |             |      |      |      |      |      |      |      | 
                 |         |  8-42 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-55 |20-30 
                 |         | 42-60 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
620C2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Port Byron------|   95    |  0-7  |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 7-18 
                 |         |  7-60 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 7-18 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
620D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Port Byron------|   95    |  0-7  |Silt loam      |CL           |A-6, A-4     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 7-18 
                 |         |  7-60 |Silt loam      |CL           |A-6, A-4     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 7-18 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
620E2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Port Byron------|   90    |  0-7  |Silt loam      |CL           |A-6, A-4     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 7-18 
                 |         |  7-60 |Silt loam      |CL           |A-6, A-4     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 7-18 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
620F2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Port Byron------|   90    |  0-7  |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 7-18 
                 |         |  7-60 |Silt loam      |CL           |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 7-18 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
742B:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Martinsburg-----|   90    |  0-22 |Silt loam      |CL, CL-ML    |A-6, A-4     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 5-15 
                 |         | 22-60 |Silty clay loam|CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
742C:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Martinsburg-----|   90    |  0-22 |Silt loam      |CL-ML, CL    |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-40 | 5-15 
                 |         | 22-60 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
792D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Armstrong-------|   100   |  0-10 |Loam           |CL, CL-ML    |A-6, A-4     |   0  | 0-5  |90-100|80-95 |75-90 |55-80 |20-30 | 5-15 
                 |         | 10-47 |Clay, clay     |CH, CL, MH,  |A-7          |   0  | 0-5  |90-100|80-95 |70-90 |55-80 |45-70 |20-35 
                 |         |       | loam, silty   | ML          |             |      |      |      |      |      |      |      | 
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      | 
                 |         | 47-60 |Clay loam      |CL           |A-6          |   0  | 0-5  |90-100|80-95 |70-90 |55-80 |30-40 |15-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
822D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Lamoni----------|   95    |  0-10 |Silty clay loam|CL           |A-7, A-6     |   0  |   0  |95-100|95-100|80-95 |70-95 |35-45 |15-25 
                 |         | 10-50 |Clay loam, clay|CH           |A-7          |   0  |   0  |95-100|95-100|90-100|85-100|50-60 |25-35 
                 |         | 50-60 |Clay loam      |CL           |A-6, A-7     |   0  |   0  |95-100|95-100|70-90 |55-85 |35-50 |15-30 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
822E2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Lamoni----------|   95    |  0-10 |Silty clay loam|CL           |A-6, A-7     |   0  |   0  |95-100|95-100|80-95 |70-95 |35-45 |15-25 
                 |         | 10-50 |Clay loam, clay|CH           |A-7          |   0  |   0  |95-100|95-100|90-100|85-100|50-60 |25-35 
                 |         | 50-60 |Clay loam      |CL           |A-7, A-6     |   0  |   0  |95-100|95-100|70-90 |55-85 |35-50 |15-30 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
993D2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Gara------------|   50    |  0-8  |Clay loam, loam|CL           |A-7, A-6     |   0  |   0  |90-95 |85-95 |70-85 |55-75 |35-45 |15-25 
                 |         |  8-42 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
                 |         | 42-60 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 Armstrong-------|   40    |  0-10 |Loam           |CL-ML, CL    |A-6, A-4     |   0  | 0-5  |90-100|80-95 |75-90 |55-80 |20-30 | 5-15 
                 |         | 10-47 |Clay, clay     |CH, CL, ML,  |A-7          |   0  | 0-5  |90-100|80-95 |70-90 |55-80 |45-70 |20-35 
                 |         |       | loam, silty   | MH          |             |      |      |      |      |      |      |      | 
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      | 
                 |         | 47-60 |Clay loam      |CL           |A-6          |   0  | 0-5  |90-100|80-95 |70-90 |55-80 |30-40 |15-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
993E2:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Gara------------|   50    |  0-8  |Clay loam, loam|CL           |A-7, A-6     |   0  |   0  |90-95 |85-95 |70-85 |55-75 |35-45 |15-25 
                 |         |  8-42 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
                 |         | 42-60 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 Armstrong-------|   30    |  0-10 |Loam           |CL, CL-ML    |A-6, A-4     |   0  | 0-5  |90-100|80-95 |75-90 |55-80 |20-30 | 5-15 
                 |         | 10-47 |Clay, clay     |CL, ML, CH,  |A-7          |   0  | 0-5  |90-100|80-95 |70-90 |55-80 |45-70 |20-35 
                 |         |       | loam, silty   | MH          |             |      |      |      |      |      |      |      | 
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      | 
                 |         | 47-60 |Clay loam      |CL           |A-6          |   0  | 0-5  |90-100|80-95 |70-90 |55-80 |30-40 |15-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
993E3:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Gara------------|   50    |  0-8  |Clay loam      |CL           |A-7, A-6     |   0  |   0  |90-95 |85-95 |70-85 |55-75 |35-45 |15-25 
                 |         |  8-42 |Clay loam, loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
 
                 |         | 42-60 |Loam, clay loam|CL           |A-6          |   0  | 0-5  |90-95 |85-95 |70-85 |55-75 |30-40 |15-25 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 
 
USDA-NRCS, IOWA                                                                                                           03/24/2004 



Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 Armstrong-------|   30    |  0-10 |Clay loam      |CL           |A-7, A-6     |   0  | 0-5  |90-100|80-95 |75-90 |55-80 |35-45 |15-25 
                 |         | 10-47 |Clay, clay     |CL, MH, CH,  |A-7          |   0  | 0-5  |90-100|80-95 |70-90 |55-80 |45-70 |20-35 
                 |         |       | loam, silty   | ML          |             |      |      |      |      |      |      |      | 
                 |         |       | clay loam     |             |             |      |      |      |      |      |      |      | 
                 |         | 47-60 |Clay loam      |CL           |A-6          |   0  | 0-5  |90-100|80-95 |70-90 |55-80 |30-40 |15-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
5010:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Pits, Sand And  |         |       |               |             |             |      |      |      |      |      |      |      | 
  Gravel---------|   100   |  ---  |      ---      |     ---     |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | --- 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
C5B:             |         |       |               |             |             |      |      |      |      |      |      |      | 
 Ackmore---------|   50    |  0-15 |Silt loam      |CL, ML       |A-4, A-7, A-6|   0  |   0  | 100  | 100  |95-100|85-100|25-50 | 8-20 
                 |         | 15-25 |Silt loam,     |CL, ML       |A-6, A-4, A-7|   0  |   0  | 100  | 100  |95-100|85-100|25-50 | 8-20 
                 |         |       | silty clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
 
                 |         | 25-60 |Silty clay     |CH, CL       |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|85-100|35-60 |15-30 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
 Colo------------|   35    |  0-28 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-60 |15-30 
                 |         | 28-40 |Silty clay loam|CH, CL       |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|40-55 |20-30 
                 |         | 40-60 |Silty clay     |CH, CL       |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|40-55 |15-30 
                 |         |       | loam, clay    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
C315:            |         |       |               |             |             |      |      |      |      |      |      |      | 
 Alluvial Land---|   85    |  0-60 |Stratified silt|CL-ML, CL    |A-6, A-4     |   0  |   0  | 100  |95-100|95-100|90-100|25-35 | 5-15 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
T120B:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Tama------------|   100   |  0-15 |Silty clay loam|ML           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-20 
                 |         | 15-42 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 42-60 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
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Engineering Index Properties                                                                         FIELD OFFICE TECHNICAL GUIDE Sec II 
                                                                                                     ENGINEERING INTERPRETATIONS 
 
 
(Absence of an entry indicates that the data were not estimated.) 
 
Jasper County, Iowa 
_______________________________________________________________________________________________________________________________________ 
                 |         |       |               |      Classification       |  Fragments  |    Percentage passing     |      | 
   Map symbol    |Component| Depth | USDA texture  |___________________________|_____________|      sieve number--       |Liquid| Plas- 
       and       | percent |       |               |             |             | >10  | 3-10 |___________________________|limit |ticity 
 component name  |         |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
                 |         |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
T120C:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Tama------------|   100   |  0-15 |Silty clay loam|ML           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-50 |10-20 
                 |         | 15-42 |Silty clay loam|CL           |A-7          |   0  |   0  | 100  | 100  | 100  |95-100|40-50 |15-25 
                 |         | 42-60 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
T162B:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Downs-----------|   100   |  0-6  |Silt loam      |CL-ML, CL    |A-6, A-4     |   0  |   0  | 100  | 100  | 100  |95-100|25-35 | 5-15 
                 |         |  6-46 |Silty clay     |CL           |A-7, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 46-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
T162C:           |         |       |               |             |             |      |      |      |      |      |      |      | 
 Downs-----------|   100   |  0-6  |Silt loam      |CL, CL-ML    |A-4, A-6     |   0  |   0  | 100  | 100  | 100  |95-100|25-35 | 5-15 
                 |         |  6-46 |Silty clay     |CL           |A-6, A-7     |   0  |   0  | 100  | 100  | 100  |95-100|35-45 |15-25 
                 |         |       | loam, silt    |             |             |      |      |      |      |      |      |      | 
                 |         |       | loam          |             |             |      |      |      |      |      |      |      | 
                 |         | 46-60 |Silt loam      |CL           |A-6          |   0  |   0  | 100  | 100  | 100  |95-100|30-40 |10-20 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
W:               |         |       |               |             |             |      |      |      |      |      |      |      | 
 Water-----------|   100   |  ---  |      ---      |     ---     |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | --- 
                 |         |       |               |             |             |      |      |      |      |      |      |      | 
_________________|_________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______ 
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