Section Il
Soil and Site Information

Construction Materials Table 1
Custer and Pennington
Counties, Praire Parts, South
Dakota

(The information in this table indicates the dominant soil condition but does not eliminate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest layer above
and excluding the bottom layer. The numbers in the value columns range from 0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom layer or thickest layer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)

[ ]
Map symbol Pct.| Potent!al source of | Potential source of

and soll name | of | gravel | sand
map |
unit| |
|
| Rating class [Value] Rating class [Value
| | | |
_ ] n |
AaA: (! |
Altvan—————————————— | 90 Poor | |Good |
Thlckest Iayer 0.00 | Thickest layer |0.00
Bottom Iayer 0.00 f/
I
AaB: | |
Altvan—————-————————— | 90 Poor | |Good |
Thlckest Iayer 0.00 | Thickest layer |0.00
Bottom Iayer 0.00 |
I
AaC: | |
Altvan—————-————————— | 85 Poor | |Good |
Thrckest Iayer 0.00 | Thickest layer |0.00
Bottom Iayer 0.00 |
I
ArA: || |
Arvada———-——————————— | 90 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BaA: (!
Baca | 85 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
Bb: | |
Badland———————————- | 85 Not rated |Not rated |
BcB: (! |
Bankard————————————- | 85 Poor | Fair |
Thrckest Iayer 0.00 | Bottom layer ]0.07
Bottom Iayer 0.00 | Thickest layer ]0.70
I
BfA: | | |
Beckton————————————-— 90 Poor |  |Poor |
Bottom ayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BhA: (! |
Beckton-———————————— 50 Poor |  |Poor |
Bottom ayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Arvada———-—-—————————— 35 |Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BKA: | |
Blackpipe——————————- | 85 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iaf/er 0.00 | Thickest layer ]0.00
I
BkB: | |
Blackpipe——————————- | 85 Poor | [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iaf/er 0.00 | Thickest layer ]0.00
I
BIA: | |
Blackpipe——————————- | 85 Poor | [Poor |
Bottom Iayer 0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 Thlclkest layer [0.00




Section |1
Soil and Site Information

Construction Materials Table 1
Custer and Pennington
Counties, Praire Parts, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Bl B:
Bl ackpi pe——————————— 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
BnC:
Bl ackpi pe——————————— 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Norrest ————————————- 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
BoA:
Bl ackpi pe—————————— 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Wor t mn-—-——————————- 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
BoB:
Bl ackpi pe—————————— 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Wor t mn-—-——————————- 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bp:
Bri dgeport —————————- 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ca:
Cact usfl at —————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Cb:
Cact usfl at —————————- 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Wt a 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
CeA:
Cedar pass—————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
A
Cedar pass—————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Denby 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00




Section |1
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Construction Materials Table 1
Custer and Pennington
Counties, Praire Parts, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Ch:
Cedar pass—————————- 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Interior———————— 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Badl and————————————- 20 | Not rated Not rated
aF:
Col by 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
CntC
Col by 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Nor ka 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Cn:
Col ombo————-—————-— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Co:
Col ombo—————-—————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Cp:
Col ombo————-——-——-— 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Urban Land-—————————- 40 | Not rated Not rated
Cub:
Conat a————————————— 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Hi sl e 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
oyC
Cushman————-—————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
CzD:
Cushman————-—————— 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
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Custer and Pennington
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Dakot a

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Shi ngl e—————————— 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
DmA:
Denby 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Eg:
Egas 90 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
EmA:
Em grant ~————————— 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
EnB:
Em grant ~————————— 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
EnD:
Enni ng————————- 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
M nnequa—-————-—————- 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FaE:
Fai r bur n-———=—=—————- 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FgE:
Fai r bur n-—————=—————- 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FhE:
Fai r bur n-—————=—————- 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Badl and———————————— 30 | Not rated Not rated
FoF:
Fai r bur n-———=—=—————- 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Oell a——————————— 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00
Badl and————————————- 20 | Not rated Not rated
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Counties, Praire Parts, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Ch:
d enberg—————————— 90 | Poor Fai r
Bottom | ayer 0.00 Bottom | ayer 0. 07
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.09
G E
Gumit ———————————— 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Acid-—-| 30 |Not rated Not rated
GsD:
Gumit———————————— 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ur ban Land—————————- 30 | Not rated Not rated
Ha:
Haver son———————————- 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Hc:
Haver son———————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
HpB:
Hi sle 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Hr C.
Hi sle 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Soft-—-| 35 | Not rated Not rated
HsB:
Hi sle 65 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Slickspots, Dry———- 20 | Not rated Not rated
Hv:
Hoven 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Hz:
Hoven Vari ant ——————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00




Section |1
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Construction Materials Table 1
Custer and Pennington
Counties, Praire Parts, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
I n:
Interior-——————————- 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
| o:
Interior-——————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
IrB:
Interior-——————————- 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Cedar pass——————————- 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Denby 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
JaA:
Jayem 90 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 09
Thi ckest | ayer 0. 00 Bottom | ayer 0.57
JaC:
Jayem 85 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 09
Thi ckest | ayer 0. 00 Bottom | ayer 0.57
Kt A:
Kyl e 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ky A:
Kyl e 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KyB:
Kyl e 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KyC:
Kyl e 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
LaB:
Larvi e-—————————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00
LaD:
Larvi e-—————————————- 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00




Section |1
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Construction Materials Table 1
Custer and Pennington
Counties, Praire Parts, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
LhC:
Larvi e————————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Hi sl e 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lo:
Lohm || er —————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lp:
Lohm || er —————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
M-W
M scel | aneous Water—| 100 | Not rated Not rated
MaB:
Manvel ————————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
MeC:
Manvel ————————————— 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
M nnequa-————-—————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
My C:
Manvel ~———————————— 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Urban Land-—————————- 35 | Not rated Not rated
MoE:
M dway ———-————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
MbsE:
M dway ———-————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
D:
M dway ———-—————————- 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00
U ban Land—————————- 30 | Not rated Not rated




Section |1
Soil and Site Information

Construction Materials Table 1
Custer and Pennington
Counties, Praire Parts, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
M C:
M nnequa—-————-—————- 60 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Penrose-———————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
E:
N hil | —————————————— 85 [Fair Poor
Thi ckest | ayer 0. 05 Bottom | ayer 0. 00
Bottom | ayer 0. 47 Thi ckest | ayer 0. 00
D
N hil | —————————————— 80 [Fair Poor
Thi ckest | ayer 0.31 Bottom | ayer 0. 00
Bottom | ayer 0. 47 Thi ckest | ayer 0. 00
A
Nor ka 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
B:
Nor ka 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NhA:
Nor ka 50 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Wt a 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Nk D:
Norrest ————————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NuA:
Nunn 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NuB:
Nunn 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
NuC:
Nunn 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
NvA:
Nunn 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
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Construction Materials Table 1
Custer and Pennington
Counties, Praire Parts, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Beckt on———————————— 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NvC.
Nunn 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Beckt on———————————— 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NwA:
Nunn 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ur ban Land—————————- 30 | Not rated Not rated
bE:
Oell a——————————— 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Badl and———-———————— 35 | Not rated Not rated
CeE:
Oell a———————————— 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Interior—————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Badl and———-————————- 20 [ Not rated Not rated
A
atumva————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
a B:
atumva————————- 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ovC
atumva—————————- 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Razor 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ow.
Onanka—————————————— 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00




Section |1
Soil and Site Information

Construction Materials Table 1
Custer and Pennington
Counties, Praire Parts, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Ox:
Onvanka--——-—————————- 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Beckt on———————-—————- 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PdF:
Penr ose-————————————— 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock CQutcrop, Sandy-| 25 | Not rated Not rated
PeB:
Pierre-———————————- 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PeC:
Pierre-———————————- 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PeD:
Pierre-————————————- 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PgD:
Pierre-——————————- 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Gummi t ————————————— 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PhB:
Pierre-————————————- 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Hisle 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PkC:
Pierre-————————————- 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Ur ban Land-————————- 35 | Not rated Not rated
Ps:
Othents, Gavelly——|100 [Fair Fair
Thi ckest | ayer 0.01 Thi ckest | ayer 0.09
Bottom | ayer 0. 05 Bottom | ayer 0. 86




Section |1
Soil and Site Information

Construction Materials Table 1
Custer and Pennington
Counties, Praire Parts, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
RaB:
Razor 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RaC:
Razor 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RbD:
Razor 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
M dway ———-—————————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rv:
R verwash—-—————————— 85 | Not rated Not rated
SbF:
Sansi | ————————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ScE:
Sansi | ———————————— 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Pierre-—————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SdF:
Sansi | ———————————— 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Soft--| 30 | Not rated Not rated
SeA:
Sat anta————————————- 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SeB:
Sat anta————————————- 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
SeC:
Sat anta————————————- 85 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
SgA:
Sat ant a————————————- 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00




Section |1
Soil and Site Information

Construction Materials Table 1
Custer and Pennington
Counties, Praire Parts, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Beckt on————————————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SkA:
Sat anta————————————— 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Urban Land-—————————- 45 | Not rated Not rated
SkB:
Sat anta————————————— 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Urban Land-—————————- 45 | Not rated Not rated
SmA:
Savo 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SnB:
Savo 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SnC:
Savo 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SoB:
Savo 55 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Urban Land-————————- 35 | Not rated Not rated
StE:
Schanmber ~——————————- 55 | Fair Fair
Thi ckest | ayer 0. 05 Thi ckest | ayer 0. 00
Bottom | ayer 0.31 Bottom | ayer 0.77
Sansi | ————————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
SuE:
Shi ngl e—————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
SvF:
Shi ngl e——————————— 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ayer 0. 00 Thi ckest [ ayer 0.00
Rock CQutcrop,
Sandst one—————————- 35 | Not rated Not rated




Section |1
Soil and Site Information

Construction Materials Table 1
Custer and Pennington
Counties, Praire Parts, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
SzB:
Swanboy————————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Tf A
Tilford—————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
VbD:
Val ent ~————————————- 90 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 65
Thi ckest | ayer 0. 00 Bottom | ayer 0.99
VbwB:
Val ent ~————————————- 50 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 65
Thi ckest | ayer 0. 00 Bottom | ayer 0.99
Wort mn————————————- 30 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 04
W
WAt er 100 | Not rated Not rated
VA A:
Wanbl ee-———————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
WB:
Wanbl ee-——————————— 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Wor t mn————————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
WeA:
Wt a 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Wh:
Wi t el ake———————— 85 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 03
Thi ckest | ayer 0. 00 Bottom | ayer 0. 04
WKA:
Wi t ewat er —————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W B:
Wi t ewat er —————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Oell a———————————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00




Section |1
Soil and Site Information

Construction Materials Table 1
Custer and Pennington
Counties, Praire Parts, South
Dakot a

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest |layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
VWB:
Wor t mn———————————- 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ZnD:
Zi gwei d————————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
N hill ————————————— 35 |Fair Poor
Thi ckest | ayer 0. 05 Bottom | ayer 0. 00
Bottom | ayer 0. 47 Thi ckest | ayer 0. 00







