Section Il
Soil and Site Information

Construction Materials Table 1
Davison County, South Dakota

(The information in this table indicates the dominant soil condition but does not eliminate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest layer above
and excluding the bottom layer. The numbers in the value columns range from 0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom layer or thickest layer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)

[ ]
Map symbol Pct.| Potent!al source of | Potential source of

and soll name | of | gravel | sand
map
unit| |
|
| Rating class [Value] Rating class [Value
| | | |
Aa: | I | I | I | I ! I
Chaska | 80 |Poor | |Poor |
Bottom layer |0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 | Thickest layer ]0.00
I
BaA: [ I
Beadle | 85 Poor | Poor
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iayer 0.00 | Thickest layer ]0.00
I
BeE: (| |
Betts | 50 Poor | [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Ethan 40 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BhD: | |
Betts | 40 Poor | [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Ethan 30 Poor | Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BIE: | | |
Betts | 40 Poor |  [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Gavins—————————————— 25 Poor Poor
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BmA:
Blendon————————————- | 80 Poor | |Fair |
Bottom Iayer 0.00 | Thickest layer ]0.09
Thickest Ia er 0.00 | Bottom layer ]0.45
I
BnA: |
Blendon————————————— | 55 Poor |  |Fair |
Bottom Iayer 0.00 | Thickest layer ]0.09
Thickest Ia er 0.00 | Bottom layer ]0.45
Firesteel-—————————- | 35 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BoA: (! |
Bon 85 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iaf/er 0.00 | Thickest layer ]0.00
I
Ca: 1 I
Clamo 85 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iaf/er 0.00 | Thickest layer ]0.00
I
Cc: | ] |
Clamo | 70 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 Thi?kest layer [0.00
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
CeB:
d arno-————————————- 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Et han 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
CeC:
d arno-————————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Et han 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ChA:
d arno-————————————- 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Houdek———-—————————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ChB:
d arno-—————————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Houdek———--————————— 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
DhA:
Davi son———————————— 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Hand 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
DB:
Del nont -———————————— 90 | Poor Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00 Bottom | ayer 0.91
EnA:
Enet 80 | Poor Good
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00
EoA:
Enet 60 | Poor Good
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00
Del nont -———————————— 30 | Poor Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.00
Bottom | ayer 0. 00 Bottom | ayer 0.91
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
EoB:
Enet 55 | Poor Good
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00
Del mont ————————————- 30 | Poor Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00 Bottom | ayer 0.91
EsA:
Di mo 70 |Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.01 Bottom | ayer 0.91
Storl a—————————————= 25 [Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.01 Bottom | ayer 0.91
Et C2:
Et han 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Betts 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FeA:
Fedora—————————————- 75 | Poor Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 09
Bottom | ayer 0. 00 Bottom | ayer 0.99
FsA:
Fi resteel ——————————- 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
GRAV:
Othents, Gavelly——|100 [Fair Fair
Thi ckest | ayer 0.01 Thi ckest | ayer 0. 00
Bottom | ayer 0. 05 Bottom | ayer 0.27
HaB:
Hand 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
HdA:
Hand 70 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Davi son————————————- 20 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Hk A:
Houdek-—————————————- 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Prosper ~———————————- 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
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Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
HpA:
Houdek—————————————- 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Pr osper -——————————— 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Stickney——————————- 20 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
HsA:
Houdek—————————————- 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Stickney——————————- 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
La:
Lano 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LpA:
Lano 45 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Pr osper -——————————- 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W
M scel | aneous Water—|[ 100 | Not rated Not rated
Pr A:
Pr osper -—————————— 80 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Pr B:
Pr osper -—————————— 85 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ReA:
Redst oe-———————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ReC:
Redst oe-———————————— 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ReD:
Redst oe-———————————— 80 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Sa:
Sal no 80 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SdA:
Stickney——————————- 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Dudl ey——-—————————- 20 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SoA:
Storl a—————————————= 70 |Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.01 Bottom | ayer 0.91
St A
Arlo 60 | Poor Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00 Bottom | ayer 0. 06
Durr st ei n——————————- 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
TeA:
Tet onka———————————- 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
TsSA:
Tet onka———————————- 45 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Stickney——————————- 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W
Wat er 100 | Not rated Not rated
Wo:
Wor t hi ng————————— 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
v
Wbor t hi ng—————————— 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00







