Section Il
Soil and Site Information

Construction Materials Table 1
Haakon County, South Dakota

(The information in this table indicates the dominant soil condition but does not eliminate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest layer above
and excluding the bottom layer. The numbers in the value columns range from 0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom layer or thickest layer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)

| |
Map symbol Potent!al source of |

Pct.| Potential source of
and soll name | of | gravel | sand
map |
unit| |
|
| Rating class [Value] Rating class [Value
| | | |
[ [ I
Ab: 1 ||
Albaton————————————— | 90 |Poor |Poor |
Bottom layer |0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 | Thickest layer ]0.00
I I
Ar: |
Arvada———-——————————— 90 |Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iayer 0.00 | Thickest layer ]0.00
I
As: |
Arvada—————————————— | 60 |Poor | Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Slickspots, Dry————- | 30 |Not rated | |Not rated |
Bc: |
Bankard————————————- 90 Poor Fair |
Thrckest Iayer 0.00 | Bottom layer ]0.07
Bottom Iayer 0.00 | Thickest layer ]0.49
I
Bd: | |
Bankard————————————- | 90 Poor | |Fair |
Bottom Iayer 0.00 | Thickest layer ]0.06
Thickest Ia er 0.00 | Bottom layer ]0.91
BkA: |
Blackpipe——————————- | 90 Poor |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BkB: |
Blackpipe——————————- | 85 Poor |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
Bo: |
Blackpipe——————————- | 55 Poor |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Wortman—-———-—-———————-— 35 Poor |Poor
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
Bu: |
Bullcreek————-——————- | 85 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iaf/er 0.00 | Thickest layer ]0.00
I
Bx: |
Bullcreek———-=——————- | 60 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Slickspots, Dry————- | 35 |Not rated | |Not rated [
Ca: |
Canning————————————— | |Good |
Thrckest Iayer 0 00 | Thickest layer [0.00
Bottom Iayer 0.08 f/
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
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Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
ChA:
Capa 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Cc:
Capa 55 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Slickspots, Dry———- 35 | Not rated Not rated
a:
Capa 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Wendt e—————————————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Cv:
Craft 85 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 07
Eg:
Egas 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ha:
Haver son———————————- 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Hb:
Haver son-———————————- 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Hc:
Haver son-———————————- 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Craft 40 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 07
Ho:
H | me———————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
HpB:
Hi sl e 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Hv:
Hoven 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
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(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
KeA:
Kirl ey-————————-——- 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KeB:
Kirl ey-————————-———- 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KeD:
Kirl ey-————————-———- 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Kf B:
Kirl ey-————————-———- 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Canni ng————————————- 40 |Fair Good
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 08
KhA:
Kirley————————————- 60 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0.00 Thi ckest | ayer 0.00
Mosher -————————————- 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0.00 Thi ckest | ayer 0.00
KhB:
Kirl ey-—————————————- 70 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0.00 Thi ckest | ayer 0.00
Mosher -————————————- 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0.00 Thi ckest | ayer 0.00
KmA:
Kirl ey-————————-———- 45 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0.00 Thi ckest | ayer 0.00
atuma-———————————— 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0.00 Thi ckest | ayer 0.00
KnB:
Kirl ey-————————-———- 45 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
atuma-———————————— 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KnC:
Kirley—————————————- 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
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for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
atumva————————————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KnD:
Kirley————————————- 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Vi vi an—————————————- 30 (Fair Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0.39 Thi ckest | ayer 0. 00
Ko:
Kol I's 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ky A:
Kyl e 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KyB:
Kyl e 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LaB:
Lakoma———-—————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LaC:
Lakoma———-—————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LaD:
Lakoma———-—————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LbE:
Lakoma———-—————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Vi vi an—————————————- 30 (Fair Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0.39 Thi ckest | ayer 0. 00
o:
Lohm || er —————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lohmi | | er ——————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
V!
Lohm || er —————————— 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
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for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
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Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Arvada————-—————————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
MaE:
M dway ———-—————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Mo:
Mosher ~—————————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Nb:
Ni mbr o—————————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Nc:
Ni mbr o—————————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NuA:
Nunn 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NuB:
Nunn 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
NuC:
Nunn 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Nx D:
Nunn 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
N hill ————————————— 35 [Fair Poor
Thi ckest | ayer 0. 05 Bottom | ayer 0. 00
Bottom | ayer 0. 47 Thi ckest | ayer 0. 00
OoE:
kat on————————————— 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lakoma———-—————————- 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Cc:
Oita 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
QdB:
Opal 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
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Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
(0] 05
Opal 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
adD:
Opal 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
CeB:
Opal 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Prom se-—————————— 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
CeC
Opal 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Prom se-————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
O
Othents, Cayey-———| 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Qg: . :
Othents, Gavelly—| 90 [Fair Fair
Thi ckest | ayer 0.01 Thi ckest | ayer 0. 00
Bottom | ayer 0. 05 Bottom | ayer 0. 86
oA
atuma————————————- 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
a B:
atumva————————————- 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
OvA:
atumva————————————- 55 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Capa 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
OwB:
atumva————————————- 65 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lakoma———-—————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
onC:
atumva————————————- 55 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lakoma———-—————————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
xxC
atumva————————————- 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Razor 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
C
atuma————————————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Razor 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Savo 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PeC:
Pierre-—————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PeD:
Pierre-—————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Pk E:
Pierre-—————————— 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Sansi | ————————————— 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Pr A:
Prom se-—————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Pr B:
Prom se-—————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
RaB:
Razor 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
RaC:
Razor 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RbD:
Razor 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
M dway ———-—————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RdD:
Razor 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Shi ngl e—————————— 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ReA:
Ree 95 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ReB:
Ree 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rf B:
Ree 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Canni ng————————————— 40 (Fair CGood
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.08
Rf C
Ree 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Canni ng——————-——————- 40 (Fair CGood
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.08
Rh:
Ree 80 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Hoven 15 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rk D:
Ree 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Vi vi an—————————————- 30 (Fair Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0.39 Thi ckest | ayer 0. 00
Rv:
R verwash—-—————————— 90 | Not rated Not rated
ShF:
Sansi | ————————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ScF:
Sansi | ———————————— 65 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
N hill —————————————— 20 |Fair Poor
Thi ckest | ayer 0. 05 Bottom | ayer 0. 00
Bottom | ayer 0.47 Thi ckest | ayer 0. 00
SdF:
Sansi | ————————————- 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock Qutcrop, Soft--| 30 | Not rated Not rated
SoE:
Sansar c————————————— 65 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Opal 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Sr A
Savo 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Sr B:
Savo 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SrC
Savo 90 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
StF:
Schamber ~——————————- 50 |Fair Fair
Thi ckest | ayer 0. 05 Thi ckest | ayer 0. 00
Bottom | ayer 0.31 Bottom | ayer 0.77
Sansi | ————————————— 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SuE:
Shi ngl e—————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
SwE:
Shi ngl e-————————————- 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Razor 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W
Wat er 100 | Not rated Not rated
W:
Wendt e-—————————————- 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Wi:
Wendt e-—————————————- 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Her dcanp———————— 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W E:
Wendt e-—————————————- 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Sansar c————————————— 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W,
Wort mn———————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Wanbl ee—————--—————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00







