Section Il
Soil and Site Information

Construction Materials Table 1
Marshall County, South Dakota

(The information in this table indicates the dominant soil condition but does not eliminate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest layer above
and excluding the bottom layer. The numbers in the value columns range from 0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom layer or thickest layer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)

[ ]
Map symbol Pct.| Potent!al source of | Potential source of
and soll name | of | gravel | sand
map |
unit| |

|
| Rating class [Value] Rating class [Value
I I I I

AaA: | |
Aastad—————————————- | 90 Poor | Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
AbA: | |
Aberdeen———————————— | 45 |Poor | Poor
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iayer 0.00 | Thickest layer ]0.00
Exline | 30 Poor | [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
Ar: |
Arveson————————————— 85 Poor | |Fair |
Bottom Iayer 0.00 | Thickest layer ]0.08
Thickest Ia er 0.00 | Bottom layer ]0.38
I
AsE: |
Arvilla————- ———————= | |Fair |
Thlckest Iayer 0.00 | Thickest layer ]0.00
Bottom Iayer 0.12 | Bottom layer ]0.91
Sioux 25 Fa|r | |Fair |
Thlckest Iayer 0.00 | Thickest layer ]0.00
Bottom Iayer 0.39 | Bottom layer ]0.91
I
Ba: | ]
Bearden————————————- 90 Poor | Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
BdA: (|
Bearden————————————- | 50 Poor | Poor |

Bottom Iayer 0.00 | Bottom layer ]0.00
Thlckestla er 0.00 | Thickest layer ]0.00

Tonka 30 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00

I

Be: | | |
Marysland—————————— | 45 Poor | |Fair |
Thlckest Iayer 0.00 | Thickest layer ]0.00
Bottom Iayer 0.00 | Bottom layer ]0.10
Divide '40 Falr | |Poor |
Thlckest Iayer 0.00 | Bottom layer ]0.00
Bottom Iayer 0.20 | Thickest layer ]0.00
I
BfA: | |
Beotia—————————————- | 90 Poor |  [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iaf/er 0.00 | Thickest layer ]0.00
I
BfB: | |
Beotia—————————————— | 90 Poor |  [Poor |
Bottom Iayer 0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 | Thickest layer ]0.00
I
BhA: | |
Beotia—————————————- | 55 Poor | [Poor

I
Bottom Iayer 0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 Thlﬁkest layer [0.00
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Construction Materials Table 1
Marshal | County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Bear den-————————————- 35 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
BKE:
Buse 45 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
For mmn-———————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
BkF:
Buse 55 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
For mmn-———————————— 20 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
BnF:
Buse 55 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
For mmn-———————————— 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
BsE:
Buse 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Si oux 35 [Fair Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.39 Bottom | ayer 0.91
Bt E:
Buse 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Si oux 40 (Fair Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.39 Bottom | ayer 0.91
Co:
Col vi n————————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Cast | ewood—————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
EdB:
Edgel ey——————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
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Marshal | County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
EdC.
Edgel ey—————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
EdD:
Edgel ey—————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
EmA:
Enmbden—————————————- 90 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 07
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 09
EnB:
Enmbden—————————————- 90 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0. 07
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 09
EnC:
Enmbden—————————————- 60 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 07
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 09
Buse 20 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
EsA:
Estel l i ne—————————— 90 | Poor Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 00 Bottom | ayer 0.10
ExA:
Exl i ne————————————- 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Aber deen—————————— 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FoA:
Fordvil |l e————————— 90 |Fair Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.01 Bottom | ayer 0.27
FoB:
Fordvil | e————————— 90 |Fair Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.01 Bottom | ayer 0.27
Fr A
For mmn-———————————— 60 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Aast ad———————————- 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Fr B:
For mmn-———————————— 60 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
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(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Aast ad————————————— 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Fr C.
For man—-—————————— 60 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Aast ad—————————————~ 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Fr D:
For man———————————— 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Aast ad————————————~ 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FsC2:
For man——————————- 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Buse 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FsE:
For man———————————— 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Buse 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ft D
For man————————— 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Buse 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FxC.
For man—m———————— 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Poi nsett ———————————~ 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FxD:
For man—m—————— 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Poi nsett ———————————~ 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
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Soil and Site Information

Construction Materials Table 1
Marshal | County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
GoB:
G eat Bend————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
GdA:
G eat Bend————————- 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Beoti a————————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
GeB:
G eat Bend—————————- 70 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Zel | 20 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
GeC
G eat Bend—————————- 65 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Zel | 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Gp: _ _
Othents, Gavelly——|100 [Fair Fair
Thi ckest | ayer 0.01 Thi ckest | ayer 0. 00
Bottom | ayer 0.05 Bottom | ayer 0.27
Ha:
Hamar 85 | Poor CGood
Bottom | ayer 0. 00 Thi ckest | ayer 0.57
Thi ckest | ayer 0. 00
Hd:
Hamar 90 | Poor CGood
Bottom | ayer 0. 00 Thi ckest | ayer 0. 08
Thi ckest | ayer 0. 00
HeA:
Har mony ————————————— 60 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Aber deen——————————— 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
Hf A:
Hecl a 90 | Poor Fai r
Bottom | ayer 0.00 Thi ckest | ayer 0.51
Thi ckest [ ayer 0. 00 Bottom | ayer 0.96
HhA:
Hecl a 60 | Poor Fai r
Bottom | ayer 0.00 Thi ckest | ayer 0.51
Thi ckest [ ayer 0. 00 Bottom | ayer 0.96
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Construction Materials Table 1
Marshal | County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Hamar 30 | Poor Good
Bottom | ayer 0. 00 Thi ckest | ayer 0.57
Thi ckest | ayer 0. 00
HvB2:
Hecl a 60 | Poor Fai r
Bottom | ayer 0. 00 Thi ckest | ayer 0.51
Thi ckest | ayer 0. 00 Bottom | ayer 0. 96
Venl o 25 | Poor Good
Bottom | ayer 0. 00 Thi ckest | ayer 0.57
Thi ckest | ayer 0. 00
KbE:
Kl ot en—————————————- 60 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Buse 20 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Edgel ey—————————— 10 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KnA:
Kranzbur g—————————— 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KnB:
Kranzbur g—————————— 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
KnC2:
Kranzbur g——————————- 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Kr A
Kranzbur g—————————— 60 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Aber deen———————————- 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Kr B:
Kranzbur g—————————— 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Aber deen———————————- 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
La:
Lamour e-———————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00




Section |1
Soil and Site Information

Construction Materials Table 1
Marshal | County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Lo:
Lamour e————————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lu:
Ludden————————————— 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
M-W
M scel | aneous Water—| 100 | Not rated Not rated
MaB:
Maddock————————————— 85 [ Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 09
Thi ckest | ayer 0. 00 Bottom | ayer 0.49
MaD:
Maddock————————————— 90 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 09
Thi ckest | ayer 0. 00 Bottom | ayer 0.49
M
Sout ham———————————- 100 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
d:
a dham————————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Ch:
a dham———————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
O:
Othents, Loanmy————- 100 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Pa:
Par nel | ~——————————— 85 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PeA:
Peever -—————— 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
PeB:
Peever -—————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
PeC:
Peever -————————————— 90 [ Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
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Marshal | County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
PhA:
Peever -———————————— 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Harer | y-—-————————— 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Pm
Pl aymoor ——————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PoB:
Poi nsett ~———————————- 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
For mn-——-————————— 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PwA:
Poi nsett ~———————————- 55 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Waubay-——---————————- 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
PwB:
Poi nsett ———————————- 60 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Waubay-——---———————- 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rf A
Renshaw-——-—————————- 55 [Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 08 Bottom | ayer 0.27
Fordvil |l e-————=—————- 35 |Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.01 Bottom | ayer 0. 27
Rf B
Renshaw——-————————— 65 [Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 08 Bottom | ayer 0. 27
Fordvil |l e-——————————- 25 [Fair Fai r
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.01 Bottom | ayer 0. 27
Rf C:
Renshaw-——-————————— 65 [Fair Fai r
Thi ckest | ayer 0.00 Thi ckest | ayer 0.00
Bottom | ayer 0. 08 Bottom | ayer 0. 27
Fordvil |l e-————=—————- 20 [Fair Fai r
Thi ckest | ayer 0.00 Thi ckest | ayer 0.00
Bottom | ayer 0.01 Bottom | ayer 0. 27




Section |1
Soil and Site Information

Construction Materials Table 1
Marshal | County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Sa:
M nnewaukan—-———————-— 90 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 25
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.52
SdD2:
Serden-—————————————- 90 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0.99
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.99
SeB:
Serden-————————————— 50 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0.99
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.99
Venl o 35 | Poor CGood
Bottom | ayer 0. 00 Thi ckest | ayer 0.57
Thi ckest | ayer 0. 00
ShD:
Si eche-—————————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ShF:
Si eche-————————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SkA:
Si nai 95 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SkB:
Si nai 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SkC:
Si nai 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SnE:
Si oux 75 |Fair Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0. 39 Bottom | ayer 0.91
Arvill a——————————— 20 |Fair Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.12 Bottom | ayer 0.91
Su:
Stirum-——————————- 65 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 08
U en 25 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0.20
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 36
SwA:
Swenoda——————-——————— 90 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 08




Section |1
Soil and Site Information

Construction Materials Table 1
Marshal | County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elininate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)

Map synbol Pct . Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
SwB:
Swenoda——————-——————— 90 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 08
SXA:
Swenoda——————-——————— 65 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 08
Larson—————————————— 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
To:
Tonka 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Uf:
U en 85 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0.20
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 36
Us:
U en 50 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0.20
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 36
Stirum-——————————- 30 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 08
Va:
Val | ers——————————— 80 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
W
WAt er 100 | Not rated Not rated
V&
Rauvi | | e——————————- 95 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00







