Section Il
Soil and Site Information

Construction Materials Table 1
Perkins County, South Dakota

(The information in this table indicates the dominant soil condition but does not eliminate the need
for onsite investigation. The ratings given for the thickest layer are for the thickest layer above
and excluding the bottom layer. The numbers in the value columns range from 0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom layer or thickest layer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)

| |
Map symbol Potent!al source of |

Pct.| Potential source of
and soll name | of | gravel | sand
map |
unit| |
|
| Rating class [Value] Rating class [Value
| | | |
AaB: I |I I | I | I
Bullogk———————————— | 60 |Poor | |Poor |
Bottom layer |0.00 | Bottom layer |0.00
Thickest layer ]0.00 | Thickest layer ]0.00
Parchin-——————————— | 30 [Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
AbC: |
Bullock————————————- | 55 Poor |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Slickspots, Dry————— | 30 |Not rated | |Not rated |
: |
Bullock—————=——————- | 50 Poor |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Trembles———————————— 20 Poor |Fair |
Bottom ayer 0.00 | Thickest layer ]0.04
Thickest Ia er 0.00 | Bottom layer ]0.07
Slickspots, Dry————- | 15 |N0t rated | |Not rated |
AdD: |
Amor | 60 |Poor | [Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Cabba 25 Poor | |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
Ar: |
Arnegard———————————- 90 Poor | [Poor |
Bottom ayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
I
Ba: | ]
Badland————————————— | 80 \Not rated | |Not rated |
Bb: |
Banks 95 Poor | |Fair |
Bottom Iayer 0.00 | Thickest layer ]0.18
Thickest Iaf/er 0.00 | Bottom layer ]0.39
I
BcA: (! |
Belfield———————————- | 55 Poor |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Ia er 0.00 | Thickest layer ]0.00
Grail | 35 Poor |Poor [
Bottom Iayer 0.00 | Bottom layer |0.00
Thickest Iaf/er 0.00 | Thickest layer ]0.00
I
BdB: (| |
Belfield———————————- | 55 Poor |Poor |
Bottom Iayer 0.00 | Bottom layer ]0.00
Thickest Iaf/er 0.00 Thi?kest layer [0.00
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Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Mar mar t h——————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bel fi el d———————————— 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Mort on—————————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bf A:
Bel fi el d—————————— 65 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rhoades————————————- 20 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
E:
Bl ackhal | ~——————————- 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Cabbart ~—————————- 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
CaE:
Cabba 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lantry-—————————————~ 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
ChD:
Cabba 65 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Trenbl es———————————- 30 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 04
Thi ckest | ayer 0. 00 Bottom | ayer 0. 07
CcD:
Cabba 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Wayden————-—————————- 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
CdE:
Cohagen——————————- 50 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.01
Vebar 40 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 09

The ratings given for the thickest |layer are for the thickest |ayer
The nunbers in the value colums range fromO0.00 to 0.99. The
the greater the likelihood that the bottom|ayer or thickest |ayer of the soil

condi tion but does not elimnate the need
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Construction Materials Table 1
Per ki ns County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
DaB:
Dagl um-————————————- 60 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Fel or 35 | Poor Fai r
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.03
Db:
D mm ck-———————————— 50 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Hei | 40 | Poor Fai r
Bott om | ayer 0. 00 Thi ckest | ayer 0. 00
Thi ckest | ayer 0. 00 Bottom | ayer 0. 04
FaA:
Far nuf ~———————————— 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FaB:
Far nuf ~———————————— 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FbA:
Far nuf -———————————— 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Dagl um-———-—————————- 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
FcB:
Fel or 60 | Poor Fai r
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 03
Yegen 30 | Poor Fai r
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 07
FcC.
Fel or 55 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 03
Yegen 35 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 07
Fd:
Dogi ecr eek—————————- 75 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 00
Thi ckest [ ayer 0. 00 Bottom | ayer 0.16
Ga:
Gail 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
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Construction Materials Table 1
Per ki ns County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
LaA:
Lawt her -———————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LaB:
Lawt her -———————————— 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LaC:
Lawt her -———————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
LbB:
Lef or 90 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 05
MaB:
Manni ng-———————————- 90 |Fair Fai r
Thi ckest | ayer 0. 00 Bottom | ayer 0. 00
Bottom | ayer 0. 39 Thi ckest | ayer 0. 09
MoB:
Mar mar t h——————————— 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
M A
Mort on—————————————— 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
MeB:
Mort on—————————————- 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
M C:
Mort on—————————————- 85 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
MIC:
Mort on—————————————— 55 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lantry-———————————- 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
MiD:
Mort on—————————————— 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
Lantry-———————————- 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
MeD:
Mort on—————————————- 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00




Section |1
Soil and Site Information

Construction Materials Table 1
Per ki ns County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Rhoades————————————- 20 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Pa:
Par shal | ~—————————- 85 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 09
Thi ckest | ayer 0. 00 Bottom | ayer 0. 09
Pb:
O thents, Hummocky-—| 45 [ Poor Good
Bottom | ayer 0. 00
Thi ckest | ayer 0. 00
Hanl y 40 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0.20
Thi ckest | ayer 0. 00 Bottom | ayer 0.50
RaA:
Reeder ~————————————- 90 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RaC:
Reeder ~————————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RbB:
Reeder ~————————————- 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Anor 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RcC:
Reeder ~————————————- 55 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Lantry-———————————- 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RdB:
Reeder ~————————————- 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rhoades———————————— 30 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
ReB:
Regent ~—————————————— 65 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00
Dagl um-————————————- 25 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0.00 Thi ckest [ ayer 0.00




Section |1
Soil and Site Information

Construction Materials Table 1
Per ki ns County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Rf B:
Regent ~————————————— 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Savage—————————————— 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RhD:
Regent ~————————————— 60 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Wayden-——--—————————- 35 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rk D:
Rhoades—————-——————- 50 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Cabba 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
RnC:
Rhoades——-——-—-—————- 40 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Dagl um-————————————- 30 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Slickspots, Dry———- 15 | Not rated Not rated
RnD:
Rhoades————-—-—-—————- 50 [ Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Rock CQutcrop,
Sandst one—————————- 35 | Not rated Not rated
RoE:
Rock CQutcrop,
Sandst one—————————-— 50 [ Not rated Not rated
Cabba 40 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 00
SaA:
Savage—-—-———————————— 85 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00
ShA:
Savage—-—-———————————— 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0. 00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0.00




Section |1
Soil and Site Information

Construction Materials Table 1
Per ki ns County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is

a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Dagl um-————————————- 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Shambo----—————————= 90 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Shambo---——————————= 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0. 00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
SeA:
St ady 90 |Fair Fair
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Bottom | ayer 0.01 Bottom | ayer 0. 09
Sh:
Lohl er -————————————- 65 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Trenbl es—————————- 25 | Poor Fai r
Bottom | ayer 0. 00 Thi ckest | ayer 0. 04
Thi ckest | ayer 0. 00 Bottom | ayer 0. 07
Ta:
Trenbl es——————————- 95 | Poor Fai r
Bottom | ayer 0. 00 Thi ckest | ayer 0. 04
Thi ckest | ayer 0. 00 Bottom | ayer 0. 07
Th:
Trenbl es——————————- 90 | Poor Fai r
Bottom | ayer 0. 00 Thi ckest | ayer 0. 04
Thi ckest | ayer 0. 00 Bottom | ayer 0. 07
TcD:
Twi | i ght ——————————- 40 | Poor Fai r
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 09
Mar mar t h———————————- 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
Par chi n———————————— 25 | Poor Poor
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
VaC:
Vebar 65 | Poor Fai r
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 07
Cohagen——————————— 30 | Poor Fai r
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.01
VabD:
Vebar 55 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest [ ayer 0. 00 Thi ckest [ ayer 0. 07
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Construction Materials Table 1
Per ki ns County, South Dakota

(The information in this table indicates the dom nant soil condition but does not elinminate the need

for onsite investigation. The ratings given for the thickest layer are for the thickest |ayer above
and excluding the bottomlayer. The nunbers in the value colums range fromO0.00 to 0.99. The
greater the value, the greater the likelihood that the bottom|ayer or thickest |ayer of the soil is
a source of sand or gravel. See text for further explanation of ratings in this table.)
Map synbol Pct Potential source of Potential source of
and soil name of gravel sand
map
uni t
Rating cl ass Val ue Rating cl ass Val ue
Cohagen——————————- 35 | Poor Fair
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.01
VbB:
Vebar 65 | Poor Fai r
Bottom | ayer 0.00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 07
Tally 25 | Poor Fair
Bottom | ayer 0. 00 Thi ckest | ayer 0. 07
Thi ckest | ayer 0. 00 Bottom | ayer 0. 67
W,
Water (|l ess Than 40
Acres) ~——————————— 100 | Not rated Not rated
WAD:
Wabek 85 [Fair Fai r
Thi ckest | ayer 0.16 Bottom | ayer 0. 00
Bottom | ayer 0. 27 Thi ckest | ayer 0. 09
VWA:
Wabek 90 [Fair Fai r
Thi ckest | ayer 0.12 Bottom | ayer 0. 00
Bottom | ayer 0. 27 Thi ckest | ayer 0.32
WA
WAt r ous————————————- 85 | Poor Poor
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 00
YaB:
Yegen 90 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 07
YaC:
Yegen 90 | Poor Fair
Bottom | ayer 0. 00 Bottom | ayer 0.00
Thi ckest | ayer 0. 00 Thi ckest | ayer 0. 07
Za:
Zeona 90 | Poor Fai r
Bottom | ayer 0. 00 Bottom | ayer 0.18
Thi ckest | ayer 0. 00 Thi ckest | ayer 0.18







