Paulding County, Ohio                                                              FIELD OFFICE TECHNICAL GUIDE Sec. II

                                                                                            ENGINEERING INTERPRETATIONS

Table J-1.--Engineering Index Properties

(Absence of an entry indicates that the data were not estimated.)

_____________________________________________________________________________________________________________________________

                 |        |               |      Classification      |  Fragments  |    Percentage passing     |      |

   Map symbol    | Depth  | USDA texture  |__________________________|_____________|      sieve number--       |Liquid| Plas-

  and soil name  |        |               |            |             | >10  | 3-10 |___________________________|limit |ticity

                 |        |               |  Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index

_________________|________|_______________|____________|_____________|______|______|______|______|______|______|______|______

                 |  In    |               |            |             | Pct  | Pct  |      |      |      |      | Pct  |

                 |        |               |            |             |      |      |      |      |      |      |      |

BeB:             |        |               |            |             |      |      |      |      |      |      |      |

 Belmore---------|  0-6   |Loam           |CL, CL-ML,  |A-4          |   0  |   0  |85-100|80-100|60-90 |50-80 |20-32 | 3-10

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  6-41  |Sandy clay     |CL, CL-ML,  |A-4, A-6     |   0  |   0  |85-100|80-100|55-75 |40-70 |20-36 | 4-14

                 |        | loam, clay    | SC, SC-SM  |             |      |      |      |      |      |      |      |

                 |        | loam, sandy   |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 41-75  |Gravelly sandy |CL, SC      |A-2, A-4, A-6|   0  |   0  |80-100|45-80 |30-80 |15-65 |25-40 | 7-15

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | gravelly clay |            |             |      |      |      |      |      |      |      |

                 |        | loam, very    |            |             |      |      |      |      |      |      |      |

                 |        | gravelly sandy|            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 75-80  |Gravelly sandy |ML, SC, SC- |A-1, A-2, A-4|   0  |   0  |80-100|50-80 |30-75 |15-60 |15-30 |NP-10

                 |        | loam, gravelly| SM, SM     |             |      |      |      |      |      |      |      |

                 |        | loam, very    |            |             |      |      |      |      |      |      |      |

                 |        | gravelly sandy|            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

BkA:             |        |               |            |             |      |      |      |      |      |      |      |

 Bixler----------|  0-10  |Loamy fine sand|SM          |A-2, A-4     |   0  |   0  | 100  |95-100|70-85 |30-50 | ---  |  NP

                 | 10-28  |Loamy fine     |SM          |A-2, A-4     |   0  |   0  | 100  |95-100|60-85 |20-45 | ---  |  NP

                 |        | sand, fine    |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 28-36  |Sandy loam,    |ML, SC, SC- |A-2, A-4     |   0  |   0  | 100  |95-100|60-90 |30-70 |10-25 |NP-10

                 |        | loam, fine    | SM, SM     |             |      |      |      |      |      |      |      |

                 |        | sandy loam    |            |             |      |      |      |      |      |      |      |

                 | 36-74  |Stratified     |CL, ML, SC, |A-4, A-6     |   0  |   0  | 100  |95-100|70-100|35-90 |10-35 | 3-20

                 |        | silty clay    | SM         |             |      |      |      |      |      |      |      |

                 |        | loam to fine  |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

BrB2:            |        |               |            |             |      |      |      |      |      |      |      |

 Broughton-------|  0-8   |Silty clay loam|CL          |A-6          |   0  |   0  | 100  | 100  |95-100|90-95 |27-40 |15-28

                 |  8-27  |Clay, silty    |CH, MH      |A-7          |   0  |   0  | 100  | 100  |95-100|85-95 |60-85 |30-50

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Clay           |CH, MH      |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

BrC2:            |        |               |            |             |      |      |      |      |      |      |      |

 Broughton-------|  0-8   |Silty clay loam|CL          |A-6          |   0  |   0  | 100  | 100  |95-100|90-95 |27-40 |15-28

                 |  8-27  |Clay, silty    |CH, MH      |A-7          |   0  |   0  | 100  | 100  |95-100|85-95 |60-85 |30-50

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Clay           |CH, MH      |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

BrD2:            |        |               |            |             |      |      |      |      |      |      |      |

 Broughton-------|  0-8   |Silty clay loam|CL          |A-6          |   0  |   0  | 100  | 100  |95-100|90-95 |27-40 |15-28

                 |  8-27  |Clay, silty    |CH, MH      |A-7          |   0  |   0  | 100  | 100  |95-100|85-95 |60-85 |30-50

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Clay           |CH, MH      |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

BrE2:            |        |               |            |             |      |      |      |      |      |      |      |

 Broughton-------|  0-8   |Silty clay loam|CL          |A-6          |   0  |   0  | 100  | 100  |95-100|90-95 |27-40 |15-28

                 |  8-27  |Clay, silty    |CH, MH      |A-7          |   0  |   0  | 100  | 100  |95-100|85-95 |60-85 |30-50

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Clay           |CH, MH      |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

BsC3:            |        |               |            |             |      |      |      |      |      |      |      |

 Broughton-------|  0-5   |Silty clay     |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|85-95 |40-55 |15-30

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  5-27  |Clay, silty    |CH, MH      |A-7          |   0  |   0  | 100  | 100  |95-100|85-95 |60-85 |30-50

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Clay           |CH, MH      |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

BsD3:            |        |               |            |             |      |      |      |      |      |      |      |

 Broughton-------|  0-5   |Silty clay     |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|85-95 |40-55 |15-30

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  5-27  |Clay, silty    |CH, MH      |A-7          |   0  |   0  | 100  | 100  |95-100|85-95 |60-85 |30-50

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Clay           |CH, MH      |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

Db:              |        |               |            |             |      |      |      |      |      |      |      |

 Defiance--------|  0-8   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|85-95 |35-50 |12-25

                 |  8-48  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|75-95 |40-65 |20-35

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 48-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |40-65 |20-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Dc:              |        |               |            |             |      |      |      |      |      |      |      |

 Defiance--------|  0-8   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|85-95 |35-50 |12-25

                 |  8-48  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|75-95 |40-65 |20-35

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 48-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|80-95 |40-65 |20-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Fb:              |        |               |            |             |      |      |      |      |      |      |      |

 Flatrock--------|  0-13  |Silt loam      |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  |95-100|85-100|70-90 |24-40 | 3-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 13-44  |Silt loam,     |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  |95-100|85-100|60-90 |24-40 | 3-15

                 |        | loam, silty   | ML         |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 | 44-80  |Stratified     |CL, ML, SM  |A-4, A-6     |   0  |   0  | 100  |95-100|60-90 |40-80 |15-35 | 3-15

                 |        | sandy loam to |            |             |      |      |      |      |      |      |      |

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Fc:              |        |               |            |             |      |      |      |      |      |      |      |

 Flatrock--------|  0-13  |Silt loam      |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  |95-100|85-100|70-90 |24-40 | 3-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 13-44  |Silt loam,     |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  |95-100|85-100|60-90 |24-40 | 3-15

                 |        | loam, silty   | ML         |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 | 44-80  |Stratified     |CL, ML, SM  |A-4, A-6     |   0  |   0  | 100  |95-100|60-90 |40-80 |15-35 | 3-15

                 |        | sandy loam to |            |             |      |      |      |      |      |      |      |

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

FtA:             |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  0-10  |Loam           |CL, CL-ML,  |A-4, A-6     |   0  |   0  |95-100|95-100|85-100|70-90 |24-40 | 3-16

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 10-37  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 37-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

FuA:             |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  0-10  |Silty clay loam|CL          |A-6, A-7     |   0  |   0  |95-100|95-100|85-100|80-95 |35-50 |12-24

                 | 10-38  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 38-80  |Silty clay,    |CL, CH      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

FuB2:            |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  0-7   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  |95-100|95-100|85-100|80-95 |35-50 |12-24

                 |  7-31  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 31-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

FxA:             |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  0-9   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  |95-100|95-100|85-100|80-95 |35-50 |12-24

                 |  9-36  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 36-44  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

FxB:             |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  0-9   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  |95-100|95-100|85-100|80-95 |35-50 |12-24

                 |  9-36  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 36-44  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Gr:              |        |               |            |             |      |      |      |      |      |      |      |

 Granby----------|  0-13  |Loamy sand     |SM          |A-2          |   0  |   0  | 100  | 100  |50-75 |15-30 | ---  |  NP

                 | 13-37  |Sand, fine     |SM, SP, SP- |A-2, A-3     |   0  |   0  | 100  |95-100|50-75 | 0-20 | ---  |  NP

                 |        | sand, loamy   | SM         |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 37-59  |Sand, fine sand|SP, SP-SM   |A-2, A-3     |   0  |   0  | 100  |95-100|50-70 | 0-5  | ---  |  NP

                 | 59-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

HaA:             |        |               |            |             |      |      |      |      |      |      |      |

 Haskins---------|  0-15  |Sandy loam     |ML, SM      |A-2, A-4     |   0  |   0  |95-100|85-100|55-85 |25-55 |15-30 |NP-5

                 | 15-34  |Clay loam,     |CL, SC      |A-2, A-4, A-6|   0  |   0  |85-100|70-100|55-85 |30-65 |20-40 | 7-20

                 |        | gravelly sandy|            |             |      |      |      |      |      |      |      |

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 34-80  |Clay, silty    |CH, CL      |A-6, A-7     |   0  |   0  | 100  |85-100|80-100|70-95 |35-65 |15-40

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

HkA:             |        |               |            |             |      |      |      |      |      |      |      |

 Haskins---------|  0-9   |Loam           |CL, CL-ML   |A-4, A-6     |   0  |   0  |95-100|85-100|70-100|55-90 |25-40 | 5-20

                 |  9-35  |Clay loam,     |CL, SC      |A-2, A-4, A-6|   0  |   0  |85-100|70-100|55-85 |30-65 |20-40 | 7-20

                 |        | gravelly sandy|            |             |      |      |      |      |      |      |      |

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 35-80  |Clay, silty    |CH, CL      |A-6, A-7     |   0  |   0  | 100  |85-100|80-100|70-95 |35-65 |15-40

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

HkB:             |        |               |            |             |      |      |      |      |      |      |      |

 Haskins---------|  0-9   |Loam           |CL, CL-ML   |A-4, A-6     |   0  |   0  |95-100|85-100|70-100|55-90 |25-40 | 5-20

                 |  9-35  |Clay loam,     |CL, SC      |A-2, A-4, A-6|   0  |   0  |85-100|70-100|55-85 |30-65 |20-40 | 7-20

                 |        | gravelly sandy|            |             |      |      |      |      |      |      |      |

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 35-80  |Clay, silty    |CH, CL      |A-6, A-7     |   0  |   0  | 100  |85-100|80-100|70-95 |35-65 |15-40

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  ---   |      ---      |     ---    |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |        |               |            |             |      |      |      |      |      |      |      |

 Mermill---------|  ---   |      ---      |     ---    |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |        |               |            |             |      |      |      |      |      |      |      |

 Nappanee--------|  ---   |      ---      |     ---    |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |        |               |            |             |      |      |      |      |      |      |      |

Hs:              |        |               |            |             |      |      |      |      |      |      |      |

 Hoytville-------|  0-9   |Silty clay loam|CL          |A-7          |   0  | 0-5  | 100  |90-100|85-100|75-95 |40-50 |22-30

                 |  9-39  |Clay, silty    |CH, CL, MH  |A-7          |   0  | 0-5  | 100  |85-100|80-100|75-100|42-66 |22-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 39-80  |Clay, silty    |CH, CL, MH  |A-7          |   0  | 0-5  | 100  |85-100|80-100|75-100|40-62 |22-40

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Ht:              |        |               |            |             |      |      |      |      |      |      |      |

 Hoytville-------|  0-9   |Silty clay     |CH, CL, MH  |A-7          |   0  | 0-5  | 100  |90-100|85-100|80-95 |45-66 |22-40

                 |  9-39  |Clay, silty    |CH, CL, MH  |A-7          |   0  | 0-5  | 100  |85-100|80-100|75-100|42-66 |22-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 39-80  |Clay, silty    |CH, CL, MH  |A-7          |   0  | 0-5  | 100  |85-100|80-100|75-100|40-62 |22-40

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Kn:              |        |               |            |             |      |      |      |      |      |      |      |

 Knoxdale--------|  0-9   |Silt loam      |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  |95-100|85-100|70-90 |24-40 | 3-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  9-35  |Silt loam, loam|CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  |95-100|85-100|60-90 |24-40 | 3-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 35-80  |Stratified silt|CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  |80-100|60-90 |40-80 |20-35 | 3-15

                 |        | loam to sandy | ML         |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

La:              |        |               |            |             |      |      |      |      |      |      |      |

 Landes----------|  0-18  |Loam           |CL, CL-ML   |A-4, A-6     |   0  |   0  | 100  |90-100|85-100|50-75 |20-35 | 5-15

                 | 18-26  |Loam, very fine|CL-ML, SC,  |A-2-4, A-4   |   0  |   0  | 100  |85-100|70-100|15-60 |15-25 |NP-10

                 |        | sandy loam,   | SC-SM, SM  |             |      |      |      |      |      |      |      |

                 |        | loamy fine    |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 26-80  |Stratified sand|SC, SC-SM,  |A-2-4, A-4   |   0  |   0  | 100  |85-100|70-85 |10-50 |15-30 |NP-10

                 |        | to silt loam  | SM, SP-SM  |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Lb:              |        |               |            |             |      |      |      |      |      |      |      |

 Latty-----------|  0-7   |Silty clay loam|CL          |A-7          |   0  |   0  | 100  | 100  |95-100|85-100|40-50 |20-30

                 |  7-45  |Clay, silty    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-65 |15-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 45-80  |Clay, silty    |CH, CL      |A-7          |   0  | 0-2  |95-100|90-100|85-100|70-95 |40-65 |15-40

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Lc:              |        |               |            |             |      |      |      |      |      |      |      |

 Latty-----------|  0-11  |Silty clay     |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-65 |15-40

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 11-42  |Clay, silty    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-65 |15-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 42-80  |Clay, silty    |CH, CL      |A-7          |   0  | 0-2  |95-100|90-100|85-100|70-95 |40-65 |15-40

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

LtA:             |        |               |            |             |      |      |      |      |      |      |      |

 Lucas-----------|  0-9   |Silt loam      |CL          |A-6          |   0  |   0  | 100  | 100  |90-100|70-90 |25-35 |10-15

                 |  9-28  |Silty clay,    |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |45-65 |18-34

                 |        | clay          | ML         |             |      |      |      |      |      |      |      |

                 | 28-48  |Silty clay,    |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |18-34

                 |        | clay          | ML         |             |      |      |      |      |      |      |      |

                 | 48-80  |Silty clay,    |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |18-34

                 |        | clay, silty   | ML         |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

LuB2:            |        |               |            |             |      |      |      |      |      |      |      |

 Lucas-----------|  0-7   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|80-95 |30-45 |13-25

                 |  7-25  |Silty clay,    |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |45-65 |18-34

                 |        | clay          | ML         |             |      |      |      |      |      |      |      |

                 | 25-44  |Silty clay,    |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |18-34

                 |        | clay          | ML         |             |      |      |      |      |      |      |      |

                 | 44-80  |Silty clay,    |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |18-34

                 |        | clay, silty   | ML         |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

LuC2:            |        |               |            |             |      |      |      |      |      |      |      |

 Lucas-----------|  0-7   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|80-95 |30-45 |13-25

                 |  7-25  |Silty clay,    |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |45-65 |18-34

                 |        | clay          | ML         |             |      |      |      |      |      |      |      |

                 | 25-44  |Silty clay,    |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |18-34

                 |        | clay          | ML         |             |      |      |      |      |      |      |      |

                 | 44-80  |Silty clay,    |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |18-34

                 |        | clay, silty   | ML         |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Md:              |        |               |            |             |      |      |      |      |      |      |      |

 Medway----------|  0-19  |Silt loam      |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  | 100  |85-100|70-90 |20-40 | 3-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 19-41  |Loam, silt     |CL, CL-ML,  |A-4, A-6, A-7|   0  |   0  |95-100|80-95 |75-90 |70-90 |20-45 | 4-20

                 |        | loam, silty   | ML         |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 | 41-58  |Stratified     |CL, ML, SC- |A-2, A-4, A-6|   0  |   0  |90-100|75-100|45-95 |25-75 |15-30 |NP-15

                 |        | sandy loam to | SM, SM     |             |      |      |      |      |      |      |      |

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 58-80  |Stratified     |CL, ML, SC, |A-1-b, A-2,  |   0  | 0-5  |80-100|50-100|30-95 |15-75 |15-30 |NP-15

                 |        | gravelly sandy| SM         | A-4, A-6    |      |      |      |      |      |      |      |

                 |        | loam to silty |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Me:              |        |               |            |             |      |      |      |      |      |      |      |

 Mermill---------|  0-9   |Loam           |CL, CL-ML,  |A-4          |   0  |   0  |95-100|90-100|75-100|55-90 |20-32 | 2-10

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  9-37  |Clay loam,     |CL, SC      |A-4, A-6, A-7|   0  |   0  |90-100|80-100|70-85 |40-75 |24-44 | 8-22

                 |        | sandy clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam, loam    |            |             |      |      |      |      |      |      |      |

                 | 37-80  |Clay, silty    |CH, CL      |A-6, A-7     |   0  | 0-2  | 100  |90-100|90-100|80-95 |38-65 |18-40

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Mg:              |        |               |            |             |      |      |      |      |      |      |      |

 Millgrove-------|  0-15  |Loam           |CL, CL-ML,  |A-4, A-6     |   0  |   0  |85-100|80-100|70-95 |50-75 |20-40 | 3-16

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 15-36  |Clay loam,     |CL, SC      |A-6          |   0  |   0  |85-100|80-100|70-95 |40-75 |25-40 |11-26

                 |        | sandy clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam, loam    |            |             |      |      |      |      |      |      |      |

                 | 36-50  |Gravelly loam, |CL, CL-ML,  |A-1, A-2, A- |   0  | 0-5  |60-100|35-85 |25-80 |15-60 |25-40 | 4-15

                 |        | very gravelly | SC, SC-SM  | 4, A-6      |      |      |      |      |      |      |      |

                 |        | sandy loam,   |            |             |      |      |      |      |      |      |      |

                 |        | gravelly clay |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 50-61  |Stratified very|GC-GM, GM,  |A-2, A-4     |   0  | 0-5  |60-100|35-85 |30-70 |25-55 |15-35 |NP-10

                 |        | gravelly loam | ML, SM     |             |      |      |      |      |      |      |      |

                 |        | to fine sand  |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

NnA:             |        |               |            |             |      |      |      |      |      |      |      |

 Nappanee--------|  0-10  |Loam           |CL          |A-6          |   0  | 0-5  |95-100|90-100|85-100|55-90 |30-40 |10-15

                 | 10-27  |Silty clay,    |CH          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |50-70 |25-45

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Silty clay,    |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-60 |20-35

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

NpA:             |        |               |            |             |      |      |      |      |      |      |      |

 Nappanee--------|  0-10  |Silty clay loam|CL          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-50 |20-25

                 | 10-27  |Silty clay,    |CH          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |50-70 |25-45

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Silty clay,    |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-60 |20-35

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

NpB:             |        |               |            |             |      |      |      |      |      |      |      |

 Nappanee--------|  0-10  |Silty clay loam|CL          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-50 |20-25

                 | 10-27  |Silty clay,    |CH          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |50-70 |25-45

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Silty clay,    |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-60 |20-35

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

NpB2:            |        |               |            |             |      |      |      |      |      |      |      |

 Nappanee--------|  0-10  |Silty clay loam|CL          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-50 |20-25

                 | 10-27  |Silty clay,    |CH          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |50-70 |25-45

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Silty clay,    |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-60 |20-35

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

OsB:             |        |               |            |             |      |      |      |      |      |      |      |

 Oshtemo---------|  0-8   |Sandy loam     |SC-SM, SM   |A-2, A-4     |   0  |   0  |95-100|85-100|55-70 |25-40 |15-25 | 2-7

                 |  8-42  |Sandy loam,    |SC-SM, SM,  |A-2, A-4, A-6|   0  |   0  |90-100|70-100|45-80 |25-45 |12-30 | 2-16

                 |        | sandy clay    | SC         |             |      |      |      |      |      |      |      |

                 |        | loam, gravelly|            |             |      |      |      |      |      |      |      |

                 |        | sandy loam    |            |             |      |      |      |      |      |      |      |

                 | 42-68  |Sandy loam,    |SM, SP-SM   |A-2          |   0  |   0  |85-95 |60-95 |55-70 |10-30 | ---  |  NP

                 |        | loamy sand,   |            |             |      |      |      |      |      |      |      |

                 |        | gravelly loamy|            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 68-74  |Very gravelly  |GP, GP-GM,  |A-1, A-2, A-3|   0  | 0-5  |40-90 |35-85 |20-60 | 0-10 | ---  |  NP

                 |        | loamy sand,   | SP, SP-SM  |             |      |      |      |      |      |      |      |

                 |        | gravelly loamy|            |             |      |      |      |      |      |      |      |

                 |        | sand, sand    |            |             |      |      |      |      |      |      |      |

                 | 74-80  |Silty clay,    |CH, CL      |A-7          |   0  | 0-5  |95-100|85-100|70-100|60-95 |40-60 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

OtB:             |        |               |            |             |      |      |      |      |      |      |      |

 Ottokee---------|  0-10  |Loamy sand     |SM          |A-2, A-4     |   0  |   0  | 100  |90-100|55-80 |15-45 | ---  |  NP

                 | 10-60  |Loamy fine     |SM          |A-2          |   0  |   0  | 100  |90-100|65-80 |20-35 | ---  |  NP

                 |        | sand, fine    |            |             |      |      |      |      |      |      |      |

                 |        | sand, loamy   |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 60-80  |Fine sand, sand|SM, SP-SM,  |A-2, A-3     |   0  |   0  | 100  |95-100|70-80 | 5-25 | ---  |  NP

                 |        |               | SW-SM      |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Pc:              |        |               |            |             |      |      |      |      |      |      |      |

 Paulding--------|  0-6   |Clay           |CH, MH      |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|50-80 |20-46

                 |  6-48  |Clay           |CH, MH      |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-86 |20-46

                 | 48-80  |Clay           |CH, MH      |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-86 |20-46

                 |        |               |            |             |      |      |      |      |      |      |      |

Pt:              |        |               |            |             |      |      |      |      |      |      |      |

 Pits, Quarry----|  ---   |      ---      |     ---    |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |        |               |            |             |      |      |      |      |      |      |      |

RkA:             |        |               |            |             |      |      |      |      |      |      |      |

 Rimer-----------|  0-9   |Loamy sand     |ML, SM      |A-1, A-2, A-4|   0  |   0  | 100  |95-100|45-80 |15-55 | ---  |  NP

                 |  9-23  |Loamy fine     |SM          |A-2, A-4     |   0  |   0  | 100  |95-100|75-90 |20-40 | ---  |  NP

                 |        | sand, fine    |            |             |      |      |      |      |      |      |      |

                 |        | sand, loamy   |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 23-33  |Fine sandy     |SC, SC-SM,  |A-4          |   0  |   0  | 100  |95-100|60-80 |35-50 |15-30 |NP-10

                 |        | loam, sandy   | SM         |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 33-80  |Clay, silty    |CH, CL, MH, |A-6, A-7     |   0  |   0  | 100  |90-100|85-100|75-95 |35-60 |15-30

                 |        | clay, silty   | ML         |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

RkB:             |        |               |            |             |      |      |      |      |      |      |      |

 Rimer-----------|  0-10  |Loamy sand     |ML, SM      |A-1, A-2, A-4|   0  |   0  | 100  |95-100|45-80 |15-55 | ---  |  NP

                 | 10-21  |Loamy fine     |SM          |A-2, A-4     |   0  |   0  | 100  |95-100|75-90 |20-40 | ---  |  NP

                 |        | sand, fine    |            |             |      |      |      |      |      |      |      |

                 |        | sand, loamy   |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 21-27  |Fine sandy     |SC, SC-SM,  |A-4          |   0  |   0  | 100  |95-100|60-80 |35-50 |15-30 |NP-10

                 |        | loam, sandy   | SM         |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Clay, silty    |CH, CL, MH, |A-6, A-7     |   0  |   0  | 100  |90-100|85-100|75-95 |35-60 |15-30

                 |        | clay, silty   | ML         |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

RmA:             |        |               |            |             |      |      |      |      |      |      |      |

 Rimer-----------|  0-8   |Loamy sand     |ML, SM      |A-1, A-2, A-4|   0  |   0  | 100  |95-100|45-80 |15-55 | ---  |  NP

                 |  8-21  |Loamy fine     |SM          |A-2, A-4     |   0  |   0  | 100  |95-100|75-90 |20-40 | ---  |  NP

                 |        | sand, fine    |            |             |      |      |      |      |      |      |      |

                 |        | sand, loamy   |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 21-38  |Fine sandy     |SC, SC-SM,  |A-4          |   0  |   0  | 100  |95-100|60-80 |35-50 |15-30 |NP-10

                 |        | loam, sandy   | SM         |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 38-80  |Clay, silty    |CH, CL, MH, |A-6, A-7     |   0  |   0  | 100  |90-100|85-100|75-95 |35-60 |15-30

                 |        | clay, silty   | ML         |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  0-8   |Loam           |CL, CL-ML,  |A-4, A-6     |   0  |   0  |95-100|95-100|85-100|70-90 |24-40 | 3-16

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  8-33  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 33-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

RnA:             |        |               |            |             |      |      |      |      |      |      |      |

 Roselms---------|  0-9   |Loam           |CL, CL-ML,  |A-4, A-6     |   0  |   0  |95-100|80-100|75-95 |55-80 |20-40 | 3-16

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  9-29  |Clay           |CH, MH      |A-7          |   0  |   0  |95-100|95-100|90-100|90-100|55-80 |20-40

                 | 29-80  |Clay           |CH, MH      |A-7          |   0  |   0  |95-100|95-100|90-100|90-100|50-80 |20-45

                 |        |               |            |             |      |      |      |      |      |      |      |

RoA:             |        |               |            |             |      |      |      |      |      |      |      |

 Roselms---------|  0-8   |Silty clay loam|CL, ML      |A-6, A-7     |   0  |   0  |95-100|90-100|85-100|80-100|35-45 |10-20

                 |  8-23  |Clay           |CH, MH      |A-7          |   0  |   0  |95-100|95-100|90-100|90-100|55-80 |20-40

                 | 23-80  |Clay           |CH, MH      |A-7          |   0  |   0  |95-100|95-100|90-100|90-100|50-80 |20-45

                 |        |               |            |             |      |      |      |      |      |      |      |

RoB:             |        |               |            |             |      |      |      |      |      |      |      |

 Roselms---------|  0-8   |Silty clay loam|CL, ML      |A-6, A-7     |   0  |   0  |95-100|90-100|85-100|80-100|35-45 |10-20

                 |  8-23  |Clay           |CH, MH      |A-7          |   0  |   0  |95-100|95-100|90-100|90-100|55-80 |20-40

                 | 23-80  |Clay           |CH, MH      |A-7          |   0  |   0  |95-100|95-100|90-100|90-100|50-80 |20-45

                 |        |               |            |             |      |      |      |      |      |      |      |

RpA:             |        |               |            |             |      |      |      |      |      |      |      |

 Roselms---------|  0-8   |Silty clay     |CH, CL, MH, |A-6, A-7     |   0  |   0  |95-100|95-100|90-100|85-100|35-66 |10-35

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  8-34  |Clay           |CH, MH      |A-7          |   0  |   0  |95-100|95-100|90-100|90-100|55-80 |20-45

                 | 34-80  |Clay           |CH, MH      |A-7          |   0  |   0  |95-100|95-100|90-100|90-100|50-80 |20-45

                 |        |               |            |             |      |      |      |      |      |      |      |

RpB2:            |        |               |            |             |      |      |      |      |      |      |      |

 Roselms---------|  0-8   |Silty clay     |CH, CL, MH, |A-6, A-7     |   0  |   0  |95-100|95-100|90-100|85-100|35-66 |10-35

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  8-34  |Clay           |CH, MH      |A-7          |   0  |   0  |95-100|95-100|90-100|90-100|55-80 |20-45

                 | 34-80  |Clay           |CH, MH      |A-7          |   0  |   0  |95-100|95-100|90-100|90-100|50-80 |20-45

                 |        |               |            |             |      |      |      |      |      |      |      |

Rt:              |        |               |            |             |      |      |      |      |      |      |      |

 Rossburg--------|  0-15  |Silt loam      |CL, CL-ML,  |A-4, A-6     |   0  |   0  |95-100|90-100|80-100|60-90 |20-35 | 5-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 15-48  |Silt loam,     |CL, CL-ML,  |A-4, A-6     |   0  |   0  |90-100|85-100|70-95 |50-80 |20-35 | 5-15

                 |        | loam, fine    | ML         |             |      |      |      |      |      |      |      |

                 |        | sandy loam    |            |             |      |      |      |      |      |      |      |

                 | 48-80  |Stratified silt|CL, ML, SC, |A-2-4, A-4   |   0  |   0  |80-100|70-100|45-90 |25-70 |15-25 |NP-10

                 |        | loam to       | SM         |             |      |      |      |      |      |      |      |

                 |        | gravelly sandy|            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Sb:              |        |               |            |             |      |      |      |      |      |      |      |

 Saranac---------|  0-11  |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  |95-100|90-100|75-95 |30-50 |15-25

                 | 11-46  |Clay loam,     |CH, CL      |A-7          |   0  |   0  | 100  |95-100|90-100|70-90 |45-65 |20-40

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam, clay    |            |             |      |      |      |      |      |      |      |

                 | 46-80  |Clay loam,     |CH, CL      |A-7          |   0  |   0  | 100  |95-100|90-100|70-90 |45-65 |20-40

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam, clay    |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Sh:              |        |               |            |             |      |      |      |      |      |      |      |

 Shoals----------|  0-8   |Silt loam      |CL, CL-ML   |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|65-90 |20-35 | 6-15

                 |  8-44  |Silt loam,     |CL, CL-ML   |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|75-85 |25-40 | 5-15

                 |        | loam, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 44-80  |Stratified silt|CL, CL-ML,  |A-4          |   0  | 0-3  |90-100|85-100|60-80 |50-70 |15-30 | 3-10

                 |        | loam to sandy | ML         |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Sk:              |        |               |            |             |      |      |      |      |      |      |      |

 Shoals----------|  0-8   |Silt loam      |CL, CL-ML   |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|65-90 |20-35 | 6-15

                 |  8-44  |Silt loam,     |CL, CL-ML   |A-4, A-6     |   0  |   0  | 100  | 100  |90-100|75-85 |25-40 | 5-15

                 |        | loam, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 44-80  |Stratified silt|CL, CL-ML,  |A-4          |   0  | 0-3  |90-100|85-100|60-80 |50-70 |15-30 | 3-10

                 |        | loam to sandy | ML         |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

StB2:            |        |               |            |             |      |      |      |      |      |      |      |

 St. Clair-------|  0-6   |Silty clay loam|CL          |A-6, A-7     |   0  | 0-5  |95-100|85-100|80-100|70-95 |35-50 |15-25

                 |  6-32  |Clay, silty    |CH, MH      |A-7          |   0  | 0-5  |95-100|85-100|75-100|65-95 |50-70 |20-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 32-80  |Clay, silty    |CH          |A-7          |   0  | 0-5  |95-100|85-100|70-100|60-95 |50-60 |25-35

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

StC2:            |        |               |            |             |      |      |      |      |      |      |      |

 St. Clair-------|  0-6   |Silty clay loam|CL          |A-6, A-7     |   0  | 0-5  |95-100|85-100|80-100|70-95 |35-50 |15-25

                 |  6-32  |Clay, silty    |CH, MH      |A-7          |   0  | 0-5  |95-100|85-100|75-100|65-95 |50-70 |20-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 32-80  |Clay, silty    |CH          |A-7          |   0  | 0-5  |95-100|85-100|70-100|60-95 |50-60 |25-35

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

StD2:            |        |               |            |             |      |      |      |      |      |      |      |

 St. Clair-------|  0-6   |Silty clay loam|CL          |A-6, A-7     |   0  | 0-5  |95-100|85-100|80-100|70-95 |35-50 |15-25

                 |  6-32  |Clay, silty    |CH, MH      |A-7          |   0  | 0-5  |95-100|85-100|75-100|65-95 |50-70 |20-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 32-80  |Clay, silty    |CH          |A-7          |   0  | 0-5  |95-100|85-100|70-100|60-95 |50-60 |25-35

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

StE2:            |        |               |            |             |      |      |      |      |      |      |      |

 St. Clair-------|  0-10  |Silty clay loam|CL          |A-6, A-7     |   0  | 0-5  |95-100|85-100|80-100|70-95 |35-50 |15-25

                 | 10-28  |Clay, silty    |CH, MH      |A-7          |   0  | 0-5  |95-100|85-100|75-100|65-95 |50-70 |20-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 28-80  |Clay, silty    |CH          |A-7          |   0  | 0-5  |95-100|85-100|70-100|60-95 |50-60 |25-35

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

SuC3:            |        |               |            |             |      |      |      |      |      |      |      |

 St. Clair-------|  0-6   |Silty clay     |CH, CL      |A-7          |   0  | 0-5  |95-100|85-100|85-100|70-95 |45-65 |25-35

                 |  6-15  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  |95-100|85-100|75-100|65-95 |45-60 |25-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 15-80  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  |95-100|85-100|70-100|60-95 |45-60 |25-35

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

SuE3:            |        |               |            |             |      |      |      |      |      |      |      |

 St. Clair-------|  0-6   |Silty clay     |CH, CL      |A-7          |   0  | 0-5  |95-100|85-100|85-100|70-95 |45-65 |25-35

                 |  6-15  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  |95-100|85-100|75-100|65-95 |45-60 |25-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 15-80  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  |95-100|85-100|70-100|60-95 |45-60 |25-35

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

TeA:             |        |               |            |             |      |      |      |      |      |      |      |

 Tedrow----------|  0-12  |Loamy sand     |SM          |A-2          |   0  |   0  | 100  |95-100|60-80 |20-35 | ---  |  NP

                 | 12-44  |Loamy fine     |SM, SP-SM   |A-2, A-3     |   0  |   0  | 100  |95-100|60-80 | 5-35 | ---  |  NP

                 |        | sand, loamy   |            |             |      |      |      |      |      |      |      |

                 |        | sand, sand    |            |             |      |      |      |      |      |      |      |

                 | 44-80  |Sand, fine sand|SM, SP, SP- |A-2, A-3     |   0  |   0  | 100  |95-100|50-70 | 3-35 | ---  |  NP

                 |        |               | SM         |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Tn:              |        |               |            |             |      |      |      |      |      |      |      |

 Toledo----------|  0-9   |Silty clay loam|CH, CL, MH, |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|80-100|38-54 |14-24

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  9-42  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|40-65 |18-36

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 42-80  |Silty clay,    |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|40-65 |18-36

                 |        | clay, silty   | ML         |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

To:              |        |               |            |             |      |      |      |      |      |      |      |

 Toledo----------|  0-9   |Silty clay     |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |90-100|80-100|40-65 |18-32

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  9-43  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|40-65 |18-36

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 43-80  |Silty clay,    |CH, CL, MH, |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|40-65 |18-36

                 |        | clay, silty   | ML         |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Uc:              |        |               |            |             |      |      |      |      |      |      |      |

 Udorthents------|  ---   |      ---      |     ---    |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |        |               |            |             |      |      |      |      |      |      |      |

W:               |        |               |            |             |      |      |      |      |      |      |      |

 Water-----------|  ---   |      ---      |     ---    |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |        |               |            |             |      |      |      |      |      |      |      |

Wb:              |        |               |            |             |      |      |      |      |      |      |      |

 Wabasha---------|  0-9   |Silty clay loam|CH, CL      |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|80-95 |35-55 |15-30

                 |  9-52  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|80-100|45-65 |22-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 52-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|80-100|40-65 |18-35

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

WhA:             |        |               |            |             |      |      |      |      |      |      |      |

 Whitaker--------|  0-13  |Loam           |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  |95-100|80-100|60-90 |15-35 | 2-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 13-44  |Clay loam,     |CL, CL-ML   |A-4, A-6     |   0  |   0  | 100  |95-100|90-100|70-80 |20-35 | 5-15

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam, sandy   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 | 44-60  |Stratified     |CL-ML, ML,  |A-4          |   0  |   0  |98-100|98-100|60-85 |40-60 |15-25 |NP-7

                 |        | coarse sand to| SC-SM, SM  |             |      |      |      |      |      |      |      |

                 |        | silt loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

_________________|________|_______________|____________|_____________|______|______|______|______|______|______|______|______

BeB:             |        |               |            |             |      |      |      |      |      |      |      |

 Belmore---------|  0-6   |Loam           |CL, CL-ML,  |A-4          |   0  |   0  |85-100|85-100|60-90 |50-80 |20-32 | 3-10

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  6-39  |Sandy clay     |CL, CL-ML,  |A-4, A-6     |   0  |   0  |85-100|75-100|55-75 |40-70 |20-36 | 4-14

                 |        | loam, clay    | SC, SC-SM  |             |      |      |      |      |      |      |      |

                 |        | loam, loam    |            |             |      |      |      |      |      |      |      |

                 | 39-75  |Gravelly coarse|ML, SC-SM,  |A-2, A-4, A-1|   0  |   0  |80-100|55-85 |30-75 |15-60 |10-30 |NP-10

                 |        | sandy loam,   | SM, SC     |             |      |      |      |      |      |      |      |

                 |        | very gravelly |            |             |      |      |      |      |      |      |      |

                 |        | loam, sandy   |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 75-80  |Clay loam,     |CL          |A-6, A-7     | 0-1  | 0-5  | 100  |85-100|80-100|75-95 |25-50 |10-25

                 |        | silty clay,   |            |             |      |      |      |      |      |      |      |

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

BkA:             |        |               |            |             |      |      |      |      |      |      |      |

 Bixler----------|  0-10  |Loamy sand     |SM          |A-2          |   0  |   0  | 100  |90-100|50-70 |15-30 | ---  |  NP

                 | 10-28  |Loamy sand,    |SM          |A-4, A-2     |   0  |   0  | 100  |90-100|60-85 |20-45 | ---  |  NP

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 28-36  |Sandy loam,    |ML, SC, SC- |A-2, A-4     |   0  |   0  | 100  | 100  |60-90 |30-70 |10-25 |NP-10

                 |        | loam, fine    | SM, SM     |             |      |      |      |      |      |      |      |

                 |        | sandy loam    |            |             |      |      |      |      |      |      |      |

                 | 36-74  |Silty clay     |CL, ML, SC, |A-4, A-6     |   0  |   0  | 100  | 100  |70-100|35-90 |10-35 | 3-20

                 |        | loam, silt    | SM         |             |      |      |      |      |      |      |      |

                 |        | loam, very    |            |             |      |      |      |      |      |      |      |

                 |        | fine sandy    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 74-80  |Silty clay     |CL, CH      |A-7          |   0  | 0-2  | 100  | 100  |80-100|70-100|40-60 |18-34

                 |        | loam, clay,   |            |             |      |      |      |      |      |      |      |

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

BrB2:            |        |               |            |             |      |      |      |      |      |      |      |

 Broughton-------|  0-6   |Silty clay loam|CL          |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|90-95 |35-50 |15-28

                 |  6-17  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 | 17-80  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

BrC2:            |        |               |            |             |      |      |      |      |      |      |      |

 Broughton-------|  0-8   |Silty clay loam|CL          |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|90-95 |35-50 |15-28

                 |  8-18  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 | 18-80  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

BrD2:            |        |               |            |             |      |      |      |      |      |      |      |

 Broughton-------|  0-6   |Silty clay loam|CL          |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|90-95 |35-50 |15-28

                 |  6-16  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 | 16-80  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

BrE2:            |        |               |            |             |      |      |      |      |      |      |      |

 Broughton-------|  0-8   |Silty clay loam|CL          |A-7, A-6     |   0  |   0  | 100  | 100  |95-100|90-95 |35-50 |15-28

                 |  8-22  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 | 22-80  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

BsC3:            |        |               |            |             |      |      |      |      |      |      |      |

 Broughton-------|  0-5   |Silty clay     |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|85-95 |40-65 |15-40

                 |  5-12  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 | 12-80  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

BsD3:            |        |               |            |             |      |      |      |      |      |      |      |

 Broughton-------|  0-5   |Silty clay     |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|85-95 |40-65 |15-40

                 |  5-11  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 | 11-80  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |90-100|90-100|60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

Db:              |        |               |            |             |      |      |      |      |      |      |      |

 Defiance--------|  0-8   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  |85-100|70-100|65-95 |35-50 |12-25

                 |  8-48  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  |75-100|65-100|60-95 |40-65 |20-35

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 | 48-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  |75-100|65-100|60-95 |40-65 |20-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Dc:              |        |               |            |             |      |      |      |      |      |      |      |

 Defiance--------|  0-8   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  |85-100|70-100|65-95 |35-50 |12-25

                 |  8-34  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  |75-100|65-100|65-95 |40-65 |20-35

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 34-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  |75-100|65-100|60-95 |40-65 |20-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Fb:              |        |               |            |             |      |      |      |      |      |      |      |

 Flatrock--------|  0-10  |Silt loam      |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  | 100  |85-100|70-90 |24-40 | 3-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 10-38  |Silt loam, loam|CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  | 100  |85-100|60-90 |24-40 | 3-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 38-80  |Silt loam,     |CL, ML, SM  |A-4, A-6     |   0  |   0  | 100  | 100  |60-90 |40-80 |15-35 | 3-15

                 |        | loam, sandy   |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Fc:              |        |               |            |             |      |      |      |      |      |      |      |

 Flatrock--------|  0-13  |Silt loam      |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  | 100  |85-100|70-90 |24-40 | 3-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 13-44  |Silt loam, loam|CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  | 100  |85-100|60-90 |24-40 | 3-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 44-80  |Fine sandy     |CL, ML, SM  |A-4, A-6     |   0  |   0  | 100  | 100  |60-90 |40-80 |15-35 | 3-15

                 |        | loam, loam,   |            |             |      |      |      |      |      |      |      |

                 |        | silt loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

FtA:             |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  0-10  |Loam           |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  | 100  |85-100|70-90 |24-40 | 3-16

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 10-37  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 37-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

FuA:             |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  0-10  |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|80-95 |35-50 |12-25

                 | 10-38  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 38-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

FuB2:            |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  0-7   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|80-95 |35-50 |12-25

                 |  7-31  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 31-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

FxA:             |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  0-9   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|80-95 |35-50 |12-25

                 |  9-44  |Silty clay     |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | loam, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 | 44-80  |Fine sandy     |CL-ML, CL   |A-4, A-6, A-7|   0  |   0  | 100  | 100  |60-80 |50-70 |25-45 | 8-20

                 |        | loam, silt    |            |             |      |      |      |      |      |      |      |

                 |        | loam, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

FxB:             |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  0-8   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|80-95 |35-50 |12-25

                 |  8-51  |Silty clay     |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | loam, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 | 51-80  |Clay loam,     |CL-ML, CL   |A-4, A-6, A-7|   0  |   0  | 100  | 100  |60-80 |50-70 |25-45 | 8-20

                 |        | loam, silt    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Gr:              |        |               |            |             |      |      |      |      |      |      |      |

 Granby----------|  0-13  |Loamy sand     |SM          |A-2          |   0  |   0  | 100  | 100  |50-75 |15-30 | ---  |  NP

                 | 13-37  |Sand, loamy    |SM, SP, SP- |A-2, A-3     |   0  |   0  | 100  | 100  |50-75 | 0-20 | ---  |  NP

                 |        | sand          | SM         |             |      |      |      |      |      |      |      |

                 | 37-61  |Sand, loamy    |SP, SP-SM   |A-2, A-3     |   0  |   0  | 100  | 100  |50-70 | 0-5  | ---  |  NP

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 61-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

HaA:             |        |               |            |             |      |      |      |      |      |      |      |

 Haskins---------|  0-15  |Loamy fine     |SM          |A-2-4, A-4   |   0  |   0  | 100  |85-100|60-80 |25-45 | ---  |  NP

                 |        | sand, loamy   |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 15-34  |Clay loam,     |CL, SC      |A-2, A-4, A-6|   0  |   0  |85-100|70-100|55-85 |30-65 |20-40 | 7-20

                 |        | gravelly sandy|            |             |      |      |      |      |      |      |      |

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | fine sandy    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 34-80  |Clay, silty    |CH, CL      |A-6, A-7     |   0  |   0  | 100  |85-100|80-100|70-95 |35-65 |15-40

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

HkA:             |        |               |            |             |      |      |      |      |      |      |      |

 Haskins---------|  0-9   |Loam           |CL, CL-ML   |A-4, A-6     |   0  |   0  |95-100|85-100|70-100|55-90 |25-40 | 5-20

                 |  9-35  |Clay loam,     |CL, SC      |A-2, A-4, A-6|   0  |   0  |85-100|70-100|55-85 |30-65 |20-40 | 7-20

                 |        | gravelly sandy|            |             |      |      |      |      |      |      |      |

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | fine sandy    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 35-80  |Clay, silty    |CH, CL      |A-6, A-7     |   0  |   0  | 100  |85-100|80-100|70-95 |35-65 |15-40

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

HkB:             |        |               |            |             |      |      |      |      |      |      |      |

 Haskins---------|  0-9   |Loam           |CL, CL-ML   |A-4, A-6     |   0  |   0  |95-100|85-100|70-100|55-90 |25-40 | 5-20

                 |  9-30  |Clay loam,     |CL, SC      |A-2, A-4, A-6|   0  |   0  |85-100|70-100|55-85 |30-65 |20-40 | 7-20

                 |        | gravelly fine |            |             |      |      |      |      |      |      |      |

                 |        | sandy loam,   |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 30-80  |Clay, silty    |CH, CL      |A-6, A-7     |   0  |   0  | 100  |85-100|80-100|70-95 |35-65 |15-40

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Hs:              |        |               |            |             |      |      |      |      |      |      |      |

 Hoytville-------|  0-9   |Silty clay loam|CL          |A-7          |   0  | 0-5  | 100  |90-100|85-100|75-95 |40-50 |15-30

                 |  9-39  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  | 100  |90-100|80-100|75-100|42-66 |22-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 39-80  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  | 100  |85-100|80-100|75-100|40-62 |22-40

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Ht:              |        |               |            |             |      |      |      |      |      |      |      |

 Hoytville-------|  0-9   |Silty clay     |CH, CL      |A-7          |   0  | 0-5  | 100  |90-100|85-100|80-95 |45-66 |22-40

                 |  9-39  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  | 100  |90-100|80-100|75-100|42-66 |22-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 39-80  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  | 100  |85-100|80-100|75-100|40-62 |22-40

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Kn:              |        |               |            |             |      |      |      |      |      |      |      |

 Knoxdale--------|  0-9   |Silt loam      |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  |90-100|85-100|70-90 |24-40 | 3-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  9-35  |Silt loam, loam|CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  |90-100|85-100|60-90 |24-40 | 3-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 35-80  |Stratified     |SM, CL, CL- |A-4, A-6     |   0  |   0  | 100  |75-100|60-90 |40-80 |20-35 | 3-15

                 |        | sandy loam to | ML, ML     |             |      |      |      |      |      |      |      |

                 |        | silt loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

La:              |        |               |            |             |      |      |      |      |      |      |      |

 Landes----------|  0-18  |Loam           |CL, CL-ML   |A-4, A-6     |   0  |   0  | 100  |90-100|85-100|50-75 |20-35 | 5-15

                 | 18-26  |Loam, very fine|CL-ML, SC,  |A-2-4, A-4   |   0  |   0  | 100  |85-100|70-100|15-60 |15-25 |NP-10

                 |        | sandy loam,   | SC-SM, SM  |             |      |      |      |      |      |      |      |

                 |        | sandy loam    |            |             |      |      |      |      |      |      |      |

                 | 26-80  |Loam, very fine|SC, SC-SM,  |A-2-4, A-4   |   0  |   0  | 100  |85-100|70-85 |10-50 |10-25 |NP-10

                 |        | sandy loam,   | SM, SP-SM  |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Lb:              |        |               |            |             |      |      |      |      |      |      |      |

 Latty-----------|  0-7   |Silty clay loam|CL          |A-7          |   0  |   0  | 100  | 100  |95-100|85-100|40-50 |20-30

                 |  7-45  |Clay, silty    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-65 |20-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 45-80  |Clay, silty    |CH, CL      |A-7          |   0  | 0-2  |95-100|90-100|85-100|70-95 |40-60 |15-35

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Lc:              |        |               |            |             |      |      |      |      |      |      |      |

 Latty-----------|  0-11  |Silty clay     |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-65 |20-40

                 | 11-42  |Clay, silty    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-65 |20-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 42-80  |Clay, silty    |CH, CL      |A-7          |   0  | 0-2  |95-100|90-100|85-100|70-95 |40-60 |15-35

                 |        | clay, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

LtA:             |        |               |            |             |      |      |      |      |      |      |      |

 Lucas-----------|  0-9   |Silt loam      |CL          |A-6          |   0  |   0  | 100  | 100  |90-100|70-90 |25-35 |10-15

                 |  9-28  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |45-65 |15-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 28-48  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |15-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 48-80  |Clay loam,     |CL          |A-6, A-4, A-7|   0  |   0  | 100  | 100  |80-95 |50-80 |25-45 | 8-20

                 |        | loam, sandy   |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

LuB2:            |        |               |            |             |      |      |      |      |      |      |      |

 Lucas-----------|  0-7   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|80-95 |30-45 |10-25

                 |  7-25  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |15-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 25-44  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |15-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 44-80  |Loam, clay     |CL          |A-6, A-4, A-7|   0  |   0  | 100  | 100  |80-95 |50-80 |25-45 | 8-20

                 |        | loam, sandy   |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

LuC2:            |        |               |            |             |      |      |      |      |      |      |      |

 Lucas-----------|  0-7   |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  | 100  |95-100|80-95 |30-45 |10-25

                 |  7-17  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |15-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 17-36  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-95 |40-65 |15-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 36-80  |Clay loam,     |CL          |A-6, A-4, A-7|   0  |   0  | 100  | 100  |80-95 |50-80 |25-45 | 8-20

                 |        | loam, fine    |            |             |      |      |      |      |      |      |      |

                 |        | sandy loam    |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Md:              |        |               |            |             |      |      |      |      |      |      |      |

 Medway----------|  0-19  |Silt loam      |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  |90-100|85-100|70-90 |20-40 | 3-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 19-41  |Loam, silt     |CL, CL-ML,  |A-4, A-6, A-7|   0  |   0  |95-100|80-95 |75-90 |70-90 |20-45 | 4-20

                 |        | loam, silty   | ML         |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 | 41-58  |Stratified     |CL, ML, SC, |A-2, A-4, A-6|   0  |   0  |90-100|75-100|45-95 |25-75 |15-30 |NP-15

                 |        | sandy loam to | SM         |             |      |      |      |      |      |      |      |

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 58-80  |Stratified     |CL, ML, SC, |A-1-b, A-2,  |   0  | 0-5  |80-100|50-100|30-95 |15-75 |15-30 |NP-15

                 |        | gravelly loamy| SM         | A-4, A-6    |      |      |      |      |      |      |      |

                 |        | coarse sand to|            |             |      |      |      |      |      |      |      |

                 |        | silt loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Me:              |        |               |            |             |      |      |      |      |      |      |      |

 Mermill---------|  0-9   |Loam           |CL, CL-ML,  |A-6, A-4     |   0  |   0  |95-100|90-100|75-100|55-90 |20-40 | 2-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  9-37  |Clay loam,     |CL, SC      |A-4, A-6, A-7|   0  |   0  |90-100|85-100|70-85 |40-75 |24-44 | 8-22

                 |        | sandy clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam, loam    |            |             |      |      |      |      |      |      |      |

                 | 37-80  |Clay, silty    |CH, CL      |A-6, A-7     |   0  | 0-2  | 100  |85-100|80-100|70-95 |38-65 |18-40

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Mg:              |        |               |            |             |      |      |      |      |      |      |      |

 Millgrove-------|  0-15  |Loam           |CL, CL-ML,  |A-4, A-6     |   0  |   0  |90-100|85-100|70-95 |50-75 |20-40 | 3-16

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 15-36  |Clay loam,     |CL, SC      |A-7, A-6     |   0  |   0  |85-100|75-100|70-95 |40-75 |25-45 |11-26

                 |        | sandy clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam, loam    |            |             |      |      |      |      |      |      |      |

                 | 36-50  |Gravelly sandy |CL, CL-ML,  |A-2, A-4, A- |   0  | 0-5  |60-100|45-85 |25-80 |15-60 |25-40 | 4-20

                 |        | loam, very    | SC         | 6, A-1-b    |      |      |      |      |      |      |      |

                 |        | gravelly sandy|            |             |      |      |      |      |      |      |      |

                 |        | clay loam,    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 50-61  |Stratified     |GC, GM, ML, |A-2, A-4     |   0  | 0-5  |60-100|45-85 |30-70 |25-55 |10-25 |NP-10

                 |        | gravelly sandy| SM         |             |      |      |      |      |      |      |      |

                 |        | loam to silt  |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 61-80  |Silty clay     |CL          |A-7, A-6     | 0-1  | 0-5  | 100  |85-100|80-100|75-95 |25-50 |10-25

                 |        | loam, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

NnA:             |        |               |            |             |      |      |      |      |      |      |      |

 Nappanee--------|  0-10  |Loam           |CL          |A-6          |   0  | 0-5  |95-100|90-100|85-100|55-90 |30-40 |10-15

                 | 10-27  |Silty clay,    |CH          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |50-70 |25-45

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Silty clay     |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-60 |20-35

                 |        | loam, clay,   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

NpA:             |        |               |            |             |      |      |      |      |      |      |      |

 Nappanee--------|  0-10  |Silty clay loam|CL          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-50 |20-25

                 | 10-27  |Silty clay,    |CH          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |50-70 |25-45

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Silty clay     |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-60 |20-35

                 |        | loam, clay,   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

NpB:             |        |               |            |             |      |      |      |      |      |      |      |

 Nappanee--------|  0-10  |Silty clay loam|CL          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-50 |20-25

                 | 10-28  |Silty clay,    |CH          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |50-70 |25-45

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 28-80  |Silty clay     |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-60 |20-35

                 |        | loam, clay,   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

NpB2:            |        |               |            |             |      |      |      |      |      |      |      |

 Nappanee--------|  0-7   |Silty clay loam|CL          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-50 |20-25

                 |  7-28  |Silty clay,    |CH          |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |50-70 |25-45

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 28-80  |Silty clay     |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |40-60 |20-35

                 |        | loam, clay,   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

OsB:             |        |               |            |             |      |      |      |      |      |      |      |

 Oshtemo---------|  0-8   |Sandy loam     |SC, SM      |A-2, A-4     |   0  |   0  |95-100|85-100|55-70 |25-40 |15-25 | 2-7

                 |  8-42  |Sandy loam,    |SC, SM      |A-2, A-4, A-6|   0  |   0  |90-100|70-100|45-80 |25-45 |15-30 | 2-16

                 |        | sandy clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam, coarse  |            |             |      |      |      |      |      |      |      |

                 |        | sandy loam    |            |             |      |      |      |      |      |      |      |

                 | 42-68  |Sandy loam,    |SM, SP-SM   |A-2          |   0  |   0  |85-95 |60-95 |55-70 |10-30 | ---  |  NP

                 |        | loamy sand,   |            |             |      |      |      |      |      |      |      |

                 |        | gravelly loamy|            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 68-74  |Very gravelly  |GP, GP-GM,  |A-1, A-2, A-3|   0  | 0-5  |40-90 |35-85 |20-60 | 0-10 | ---  |  NP

                 |        | loamy sand,   | SP, SP-SM  |             |      |      |      |      |      |      |      |

                 |        | gravelly loamy|            |             |      |      |      |      |      |      |      |

                 |        | coarse sand,  |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 74-80  |Silty clay,    |CL          |A-6, A-7     | 0-1  | 0-5  |95-100|85-100|80-100|75-95 |25-50 |10-25

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

OtB:             |        |               |            |             |      |      |      |      |      |      |      |

 Ottokee---------|  0-10  |Loamy sand     |SM          |A-2, A-4     |   0  |   0  | 100  |90-100|55-80 |15-45 | ---  |  NP

                 | 10-60  |Loamy fine     |SM          |A-2          |   0  |   0  | 100  |90-100|65-80 |20-35 | ---  |  NP

                 |        | sand, fine    |            |             |      |      |      |      |      |      |      |

                 |        | sand, loamy   |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 60-80  |Fine sand, sand|SM, SP-SM,  |A-2, A-3     |   0  |   0  | 100  |95-100|70-80 | 5-25 | ---  |  NP

                 |        |               | SW-SM      |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Pc:              |        |               |            |             |      |      |      |      |      |      |      |

 Paulding--------|  0-6   |Clay           |CH, CL      |A-7          |   0  |   0  | 100  | 100  |40-80 |90-100|40-80 |20-46

                 |  6-48  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 | 48-80  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

Pt:              |        |               |            |             |      |      |      |      |      |      |      |

 Pits, Quarry----|  ---   |      ---      |     ---    |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |        |               |            |             |      |      |      |      |      |      |      |

RkA:             |        |               |            |             |      |      |      |      |      |      |      |

 Rimer-----------|  0-9   |Loamy sand     |ML, SM      |A-1, A-2, A-4|   0  |   0  | 100  |95-100|45-80 |15-55 | ---  |  NP

                 |  9-23  |Loamy fine     |SM          |A-2, A-4     |   0  |   0  | 100  |95-100|75-90 |20-40 | ---  |  NP

                 |        | sand, fine    |            |             |      |      |      |      |      |      |      |

                 |        | sand, loamy   |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 23-33  |Sandy clay     |SC, SM      |A-4          |   0  |   0  | 100  |95-100|60-80 |35-50 |15-30 |NP-10

                 |        | loam, fine    |            |             |      |      |      |      |      |      |      |

                 |        | sandy loam,   |            |             |      |      |      |      |      |      |      |

                 |        | sandy loam    |            |             |      |      |      |      |      |      |      |

                 | 33-80  |Clay, silty    |CH, CL      |A-6, A-7     |   0  |   0  | 100  |90-100|85-100|75-95 |40-60 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

RkB:             |        |               |            |             |      |      |      |      |      |      |      |

 Rimer-----------|  0-10  |Loamy sand     |ML, SM      |A-1, A-2, A-4|   0  |   0  | 100  |95-100|45-80 |15-55 | ---  |  NP

                 | 10-21  |Loamy fine     |SM          |A-2, A-4     |   0  |   0  | 100  |95-100|75-90 |20-40 | ---  |  NP

                 |        | sand, fine    |            |             |      |      |      |      |      |      |      |

                 |        | sand, loamy   |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 21-27  |Sandy loam,    |SC, SM      |A-4          |   0  |   0  | 100  |95-100|60-80 |35-50 |15-30 |NP-10

                 |        | fine sandy    |            |             |      |      |      |      |      |      |      |

                 |        | loam, sandy   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 | 27-80  |Clay, silty    |CL, CH      |A-6, A-7     |   0  |   0  | 100  |90-100|85-100|75-95 |35-60 |15-30

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

RmA:             |        |               |            |             |      |      |      |      |      |      |      |

 Rimer-----------|  0-8   |Loamy sand     |ML, SM      |A-1, A-2, A-4|   0  |   0  | 100  |95-100|45-80 |15-55 | ---  |  NP

                 |  8-21  |Loamy fine     |SM          |A-2, A-4     |   0  |   0  | 100  |95-100|75-90 |20-40 | ---  |  NP

                 |        | sand, fine    |            |             |      |      |      |      |      |      |      |

                 |        | sand, loamy   |            |             |      |      |      |      |      |      |      |

                 |        | sand          |            |             |      |      |      |      |      |      |      |

                 | 21-38  |Sandy clay     |SC, SM      |A-4          |   0  |   0  | 100  |95-100|60-80 |35-50 |15-30 |NP-10

                 |        | loam, sandy   |            |             |      |      |      |      |      |      |      |

                 |        | loam, fine    |            |             |      |      |      |      |      |      |      |

                 |        | sandy loam    |            |             |      |      |      |      |      |      |      |

                 | 38-80  |Clay, silty    |CH, CL      |A-6, A-7     |   0  |   0  | 100  |90-100|85-100|75-95 |35-60 |15-30

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

 Fulton----------|  0-8   |Loam           |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  | 100  |85-100|70-90 |24-40 | 3-16

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  8-33  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 33-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|85-100|40-60 |18-34

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

RnA:             |        |               |            |             |      |      |      |      |      |      |      |

 Roselms---------|  0-9   |Loam           |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  | 100  |75-95 |55-80 |20-40 | 3-16

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 |  9-29  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-80 |30-50

                 | 29-80  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

RoA:             |        |               |            |             |      |      |      |      |      |      |      |

 Roselms---------|  0-8   |Silty clay loam|CL, ML      |A-6, A-7     |   0  |   0  | 100  | 100  |85-100|80-100|35-45 |10-20

                 |  8-23  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-80 |30-50

                 | 23-80  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

RoB:             |        |               |            |             |      |      |      |      |      |      |      |

 Roselms---------|  0-9   |Silty clay loam|CL, ML      |A-6, A-7     |   0  |   0  | 100  | 100  |85-100|80-100|35-45 |10-20

                 |  9-30  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-80 |30-50

                 | 30-80  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

RpA:             |        |               |            |             |      |      |      |      |      |      |      |

 Roselms---------|  0-8   |Silty clay     |CH, CL      |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|85-100|35-66 |15-35

                 |  8-34  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-80 |30-50

                 | 34-80  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

RpB2:            |        |               |            |             |      |      |      |      |      |      |      |

 Roselms---------|  0-6   |Silty clay     |CH, CL      |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|85-100|35-66 |15-35

                 |  6-26  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-80 |30-50

                 | 26-80  |Clay           |CH          |A-7          |   0  |   0  | 100  | 100  |95-100|90-100|60-85 |30-50

                 |        |               |            |             |      |      |      |      |      |      |      |

Rt:              |        |               |            |             |      |      |      |      |      |      |      |

 Rossburg--------|  0-15  |Silt loam      |CL, CL-ML,  |A-4, A-6     |   0  |   0  |95-100|90-100|80-100|60-90 |20-35 | 5-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 15-48  |Silt loam,     |CL, CL-ML   |A-4, A-6     |   0  |   0  |90-100|85-100|70-95 |50-80 |20-40 | 5-15

                 |        | loam, sandy   |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 48-80  |Loam, fine     |CL, ML, SC, |A-2-4, A-4   |   0  |   0  |80-100|70-100|45-90 |25-70 |10-25 |NP-10

                 |        | sandy loam,   | SM         |             |      |      |      |      |      |      |      |

                 |        | silt loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Sb:              |        |               |            |             |      |      |      |      |      |      |      |

 Saranac---------|  0-11  |Silty clay loam|CL          |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|75-95 |30-50 |15-25

                 | 11-46  |Clay loam,     |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|70-90 |45-65 |20-40

                 |        | silty clay,   |            |             |      |      |      |      |      |      |      |

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 46-80  |Clay loam,     |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|70-90 |45-65 |20-40

                 |        | silty clay,   |            |             |      |      |      |      |      |      |      |

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Sh:              |        |               |            |             |      |      |      |      |      |      |      |

 Shoals----------|  0-8   |Silt loam      |CL, CL-ML   |A-4, A-6     |   0  |   0  | 100  |95-100|90-100|65-90 |20-40 | 6-15

                 |  8-44  |Silt loam,     |CL, CL-ML   |A-4, A-6     |   0  |   0  | 100  |95-100|90-100|75-85 |25-45 | 5-20

                 |        | loam, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 44-80  |Sandy loam,    |CL, CL-ML,  |A-4          |   0  | 0-3  |90-100|85-100|60-80 |50-70 |10-30 | 3-10

                 |        | loam, silt    | ML         |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Sk:              |        |               |            |             |      |      |      |      |      |      |      |

 Shoals----------|  0-8   |Silt loam      |CL, CL-ML   |A-4, A-6     |   0  |   0  | 100  |95-100|90-100|65-90 |20-40 | 6-15

                 |  8-44  |Silt loam,     |CL, CL-ML   |A-4, A-6     |   0  |   0  | 100  |95-100|90-100|75-85 |25-45 | 5-20

                 |        | loam, clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 | 44-80  |Sandy loam,    |CL, CL-ML,  |A-4          |   0  | 0-3  |90-100|85-100|60-80 |50-70 |10-30 | 3-10

                 |        | loam, silt    | ML         |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

StB2:            |        |               |            |             |      |      |      |      |      |      |      |

 St. Clair-------|  0-8   |Silty clay loam|CL          |A-6, A-7     |   0  | 0-5  |95-100|90-100|80-100|70-95 |35-50 |15-25

                 |  8-25  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|75-100|65-95 |45-60 |20-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 25-80  |Clay loam,     |CL, CH      |A-7          |   0  | 0-5  |95-100|90-100|70-100|60-95 |45-60 |20-35

                 |        | silty clay,   |            |             |      |      |      |      |      |      |      |

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

StC2:            |        |               |            |             |      |      |      |      |      |      |      |

 St. Clair-------|  0-6   |Silty clay loam|CL          |A-6, A-7     |   0  | 0-5  |95-100|90-100|80-100|70-95 |35-50 |15-25

                 |  6-22  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|75-100|65-95 |45-60 |20-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 22-80  |Clay loam,     |CL, CH      |A-7          |   0  | 0-5  |95-100|90-100|70-100|60-95 |45-60 |20-35

                 |        | silty clay,   |            |             |      |      |      |      |      |      |      |

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

StD2:            |        |               |            |             |      |      |      |      |      |      |      |

 St. Clair-------|  0-7   |Silty clay loam|CL          |A-6, A-7     |   0  | 0-5  |95-100|90-100|80-100|70-95 |35-50 |15-25

                 |  7-21  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|75-100|65-95 |45-60 |20-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 21-80  |Clay loam,     |CL, CH      |A-7          |   0  | 0-5  |95-100|90-100|70-100|60-95 |45-60 |20-35

                 |        | silty clay,   |            |             |      |      |      |      |      |      |      |

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

StE2:            |        |               |            |             |      |      |      |      |      |      |      |

 St. Clair-------|  0-3   |Silty clay loam|CL          |A-6, A-7     |   0  | 0-5  |95-100|90-100|80-100|70-95 |35-50 |15-25

                 |  3-28  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|75-100|65-95 |45-60 |20-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 28-80  |Clay loam,     |CL, CH      |A-7          |   0  | 0-5  |95-100|90-100|70-100|60-95 |45-60 |20-35

                 |        | silty clay,   |            |             |      |      |      |      |      |      |      |

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam          |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

SuC3:            |        |               |            |             |      |      |      |      |      |      |      |

 St. Clair-------|  0-8   |Silty clay     |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |45-60 |20-35

                 |  8-12  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|75-100|65-95 |45-60 |20-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 12-80  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|70-100|60-95 |45-60 |20-35

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

SuE3:            |        |               |            |             |      |      |      |      |      |      |      |

 St. Clair-------|  0-6   |Silty clay     |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|85-100|70-95 |45-60 |20-35

                 |  6-9   |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|75-100|65-95 |45-60 |20-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 |  9-80  |Clay, silty    |CH, CL      |A-7          |   0  | 0-5  |95-100|90-100|70-100|60-95 |45-60 |20-35

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

TeA:             |        |               |            |             |      |      |      |      |      |      |      |

 Tedrow----------|  0-12  |Loamy sand     |SM          |A-2          |   0  |   0  | 100  | 100  |60-80 |20-35 | ---  |  NP

                 | 12-44  |Loamy fine     |SM, SP-SM   |A-2, A-3     |   0  |   0  | 100  | 100  |60-80 | 5-35 | ---  |  NP

                 |        | sand, loamy   |            |             |      |      |      |      |      |      |      |

                 |        | sand, sand    |            |             |      |      |      |      |      |      |      |

                 | 44-80  |Sand, fine sand|SM, SP, SP- |A-2, A-3     |   0  |   0  | 100  | 100  |50-70 | 3-35 | ---  |  NP

                 |        |               | SM         |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Tn:              |        |               |            |             |      |      |      |      |      |      |      |

 Toledo----------|  0-9   |Silty clay loam|CH, CL      |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|80-100|35-54 |14-24

                 |  9-43  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|45-65 |20-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 43-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|45-65 |20-40

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

To:              |        |               |            |             |      |      |      |      |      |      |      |

 Toledo----------|  0-9   |Silty clay     |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|80-100|45-65 |20-35

                 |  9-43  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|45-65 |20-40

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 43-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |95-100|80-100|45-65 |20-40

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

Uc:              |        |               |            |             |      |      |      |      |      |      |      |

 Udorthents------|  ---   |      ---      |     ---    |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |        |               |            |             |      |      |      |      |      |      |      |

W:               |        |               |            |             |      |      |      |      |      |      |      |

 Water-----------|  ---   |      ---      |     ---    |     ---     | ---  | ---  | ---  | ---  | ---  | ---  | ---  | ---

                 |        |               |            |             |      |      |      |      |      |      |      |

Wb:              |        |               |            |             |      |      |      |      |      |      |      |

 Wabasha---------|  0-9   |Silty clay loam|CH, CL      |A-6, A-7     |   0  |   0  | 100  | 100  |90-100|80-95 |35-55 |15-30

                 |  9-52  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|80-100|45-65 |22-35

                 |        | clay          |            |             |      |      |      |      |      |      |      |

                 | 52-80  |Silty clay,    |CH, CL      |A-7          |   0  |   0  | 100  | 100  |90-100|80-100|40-65 |18-35

                 |        | clay, silty   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |

WhA:             |        |               |            |             |      |      |      |      |      |      |      |

 Whitaker--------|  0-13  |Loam           |CL, CL-ML,  |A-4, A-6     |   0  |   0  | 100  |95-100|80-100|60-90 |15-35 | 2-15

                 |        |               | ML         |             |      |      |      |      |      |      |      |

                 | 13-44  |Clay loam,     |CL, CL-ML   |A-4, A-6     |   0  |   0  | 100  |95-100|90-100|70-80 |20-35 | 5-15

                 |        | silty clay    |            |             |      |      |      |      |      |      |      |

                 |        | loam, sandy   |            |             |      |      |      |      |      |      |      |

                 |        | clay loam     |            |             |      |      |      |      |      |      |      |

                 | 44-60  |Stratified sand|CL-ML, ML,  |A-4          |   0  |   0  |98-100|95-100|60-85 |40-60 | 0-25 |NP-10

                 |        | to silt       | SC, SM     |             |      |      |      |      |      |      |      |

                 |        |               |            |             |      |      |      |      |      |      |      |
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