
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Baltimore County, Maryland                                                                         Print date:  07/15/2002                                                  
       Table H.−−Engineering Index Properties                                                                                                                                      
                                                                                                                                                                                   
       (Absence of an entry indicates that the data were not estimated.)                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       AdA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Aldino−−−−−−−−−−|  0−10 |Silt loam      |ML           |A−4, A−5, A− |   0  |   0  | 100  |90−100|80−100|60−100|30−45 | 5−12                                                
                        |       |               |             | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        | 10−22 |Silty clay     |MH, ML       |A−7          |   0  |   0  | 100  |90−100|80−100|60−95 |40−55 |10−25                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 22−36 |Silty clay     |ML, MH       |A−7          |   0  |   0  |80−100|75−100|70−100|50−95 |40−55 |10−25                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Loam, silt loam|ML           |A−4, A−5, A− | −−−  | 0−5  |80−100|75−100|65−100|45−90 |30−45 | 5−15                                                
                        |       |               |             | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       AdB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Aldino−−−−−−−−−−|  0−10 |Silt loam      |ML           |A−4, A−5, A− |   0  |   0  | 100  |90−100|80−100|60−100|30−45 | 5−12                                                
                        |       |               |             | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        | 10−22 |Silty clay     |MH, ML       |A−7          |   0  |   0  | 100  |90−100|80−100|60−95 |40−55 |10−25                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 22−36 |Silty clay     |MH, ML       |A−7          |   0  |   0  |80−100|75−100|70−100|50−95 |40−55 |10−25                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Loam, silt loam|ML           |A−4, A−5, A− | −−−  | 0−5  |80−100|75−100|65−100|45−90 |30−45 | 5−15                                                
                        |       |               |             | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       AdC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Aldino−−−−−−−−−−|  0−10 |Silt loam      |ML           |A−4, A−5, A− |   0  |   0  | 100  |90−100|80−100|60−100|30−45 | 5−12                                                
                        |       |               |             | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        | 10−22 |Silty clay     |MH, ML       |A−7          |   0  |   0  | 100  |90−100|80−100|60−95 |40−55 |10−25                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 22−36 |Silty clay     |MH, ML       |A−7          |   0  |   0  |80−100|75−100|70−100|50−95 |40−55 |10−25                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Loam, silt loam|ML           |A−4, A−5, A− | −−−  | 0−5  |80−100|75−100|65−100|45−90 |30−45 | 5−15                                                
                        |       |               |             | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       AsC:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Aldino−−−−−−−−−−|  0−10 |Very stony silt|ML           |A−4, A−5, A−7| −−−  | 5−20 |90−100|80−100|80−100|60−100|30−45 | 5−12                                                
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 10−22 |Very stony silt|MH, ML       |A−7          | −−−  | 5−20 |90−100|80−100|80−100|60−95 |40−55 |10−25                                                
                        |       | loam, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | stony silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 22−36 |Very stony silt|MH, ML       |A−7          | −−−  | 5−25 |70−100|60−100|60−100|50−95 |40−55 |10−25                                                
                        |       | loam, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | stony silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Very stony     |GM, ML, SM   |A−4, A−6, A−7| −−−  | 5−25 |70−100|60−100|60−100|45−90 |30−45 | 5−15                                                
                        |       | loam, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | stony silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 60−64 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       AuB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Aldino−−−−−−−−−−|  0−10 |Silt loam      |ML           |A−4, A−5, A− |   0  |   0  | 100  |90−100|80−100|60−100|30−45 | 5−12                                                
                        |       |               |             | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        | 10−22 |Silty clay     |MH, ML       |A−7          |   0  |   0  | 100  |90−100|80−100|60−95 |40−55 |10−25                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 22−36 |Silty clay     |MH, ML       |A−7          |   0  |   0  |80−100|75−100|70−100|50−95 |40−55 |10−25                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Loam, silt loam|ML           |A−4, A−5, A− | −−−  | 0−5  |80−100|75−100|65−100|45−90 |30−45 | 5−15                                                
                        |       |               |             | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Av:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Alluvial Land−−−|  0−6  |Loam           |CL−ML, ML,   |A−4          | −−−  | 0−5  |75−100|60−100|55−90 |45−80 |15−25 |NP−6                                                 
                        |       |               | SC−SM, SM   |             |      |      |      |      |      |      |      |                                                     
                        |  6−42 |Sandy loam,    |CL−ML, ML,   |A−4          | −−−  | 0−10 |75−100|60−100|50−90 |35−80 |10−25 |NP−6                                                 
                        |       | silt loam,    | SC−SM, SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly loam |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−60 |Silt loam,     |CL, CL−ML, ML|A−4, A−6     |   0  |   0  |95−100|95−100|80−100|50−95 |15−40 | 2−25                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BaA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Baile−−−−−−−−−−−|  0−9  |Silt loam      |MH, ML       |A−4, A−6, A−7| −−−  | 0−10 |85−100|80−100|70−100|50−95 |33−67 | 7−24                                                
                        |  9−32 |Silty clay     |CL           |A−6          |   0  |   0  |90−100|80−100|70−100|55−95 |28−34 |11−14                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 32−60 |Loam, sandy    |CL, ML, SC,  |A−2, A−4, A−6|   0  |   0  |80−100|80−100|50−100|25−90 |15−35 |NP−11                                                
                        |       | loam, silt    | SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BaB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Baile−−−−−−−−−−−|  0−9  |Silt loam      |MH, ML       |A−4, A−6, A−7| −−−  | 0−10 |85−100|80−100|70−100|50−95 |33−67 | 7−24                                                
                        |  9−32 |Silty clay     |CL           |A−6          |   0  |   0  |90−100|80−100|70−100|55−95 |28−34 |11−14                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 32−60 |Loam, sandy    |CL, ML, SC,  |A−2, A−4, A−6|   0  |   0  |80−100|80−100|50−100|25−90 |15−35 |NP−11                                                
                        |       | loam, silt    | SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BmA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Baltimore−−−−−−−|  0−10 |Silt loam      |ML           |A−4          | −−−  | 0−10 |90−100|90−100|75−90 |55−70 | −−−  | −−−                                                 
                        | 10−42 |Clay loam,     |ML           |A−4, A−6     | −−−  | 0−15 |85−100|85−100|65−95 |55−80 | −−−  | −−−                                                 
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−72 |Loam, silt loam|ML           |A−4, A−6     | −−−  | 0−5  |85−100|85−100|75−95 |50−75 | −−−  | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BmB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Baltimore−−−−−−−|  0−10 |Silt loam      |ML           |A−4          | −−−  | 0−10 |90−100|90−100|75−90 |55−70 | −−−  | −−−                                                 
                        | 10−42 |Clay loam,     |ML           |A−4, A−6     | −−−  | 0−15 |85−100|85−100|65−95 |55−80 | −−−  | −−−                                                 
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−72 |Loam, silt loam|ML           |A−4, A−6     | −−−  | 0−5  |85−100|85−100|75−95 |50−75 | −−−  | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BmC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Baltimore−−−−−−−|  0−10 |Silt loam      |ML           |A−4          | −−−  | 0−10 |90−100|90−100|75−90 |55−70 | −−−  | −−−                                                 
                        | 10−42 |Clay loam,     |ML           |A−4, A−6     | −−−  | 0−15 |85−100|85−100|65−95 |55−80 | −−−  | −−−                                                 
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−72 |Loam, silt loam|ML           |A−4, A−6     | −−−  | 0−5  |85−100|85−100|75−95 |50−75 | −−−  | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BnB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Baltimore−−−−−−−|  0−10 |Silt loam      |ML           |A−4          | −−−  | 0−10 |90−100|90−100|75−90 |55−70 | −−−  | −−−                                                 
                        | 10−42 |Clay loam,     |ML           |A−4, A−6     | −−−  | 0−15 |85−100|85−100|65−95 |55−80 | −−−  | −−−                                                 
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−72 |Loam, silt loam|ML           |A−4, A−6     | −−−  | 0−5  |85−100|85−100|75−95 |50−75 | −−−  | −−−                                                 
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Br:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Barclay−−−−−−−−−|  0−57 |Silt loam      |CL−ML, ML    |A−4          |   0  |   0  | 100  |98−100|70−98 |60−95 |15−25 |NP−7                                                 
                        | 57−72 |Fine sand,     |SM, SP−SM    |A−2          |   0  |   0  | 100  |98−100|50−80 |11−30 | −−−  |  NP                                                 
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | fine sandy    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BtA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Beltsville−−−−−−|  0−14 |Silt loam      |CL−ML, ML    |A−4          |   0  |   0  |85−100|80−100|70−100|50−90 |22−26 | 3−7                                                 
                        | 14−25 |Silty clay     |CL           |A−6, A−4     |   0  |   0  |85−100|80−100|70−100|55−95 |29−32 | 9−12                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 25−50 |Silty clay     |CL           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−95 |29−34 | 9−14                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 50−72 |Gravelly sandy |CL, GM, ML,  |A−1−b, A−2,  |   0  |   0  |60−100|50−100|30−100|15−90 |18−34 | 3−16                                                
                        |       | loam, sandy   | SM          | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BtB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Beltsville−−−−−−|  0−14 |Silt loam      |CL−ML, ML    |A−4          |   0  |   0  |85−100|80−100|70−100|50−90 |22−26 | 3−7                                                 
                        | 14−25 |Silty clay     |CL           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|55−95 |29−32 | 9−12                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 25−50 |Silty clay     |CL           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−95 |29−34 | 9−14                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 50−72 |Gravelly sandy |CL, GM, ML,  |A−1−b, A−2,  |   0  |   0  |60−100|50−100|30−100|15−90 |18−34 | 3−16                                                
                        |       | loam, sandy   | SM          | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BtC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Beltsville−−−−−−|  0−14 |Silt loam      |CL−ML, ML    |A−4          |   0  |   0  |85−100|80−100|70−100|50−90 |22−26 | 3−7                                                 
                        | 14−25 |Silty clay     |CL           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|55−95 |29−32 | 9−12                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 25−50 |Silty clay     |CL           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−95 |29−34 | 9−14                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 50−72 |Gravelly sandy |CL, GM, ML,  |A−1−b, A−2,  |   0  |   0  |60−100|50−100|30−100|15−90 |18−34 | 3−16                                                
                        |       | loam, sandy   | SM          | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BuB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Beltsville−−−−−−|  0−14 |Silt loam      |CL−ML, ML    |A−4          |   0  |   0  |85−100|80−100|70−100|50−90 |22−26 | 3−7                                                 
                        | 14−25 |Silty clay     |CL           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|55−95 |29−32 | 9−12                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 25−50 |Silty clay     |CL           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−95 |29−34 | 9−14                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 50−72 |Gravelly sandy |CL, GM, ML,  |A−1−b, A−2,  |   0  |   0  |60−100|50−100|30−100|15−90 |18−34 | 3−16                                                
                        |       | loam, sandy   | SM          | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BuC:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Beltsville−−−−−−|  0−14 |Silt loam      |CL−ML, ML    |A−4          |   0  |   0  |85−100|80−100|70−100|50−90 |22−26 | 3−7                                                 
                        | 14−25 |Silty clay     |CL           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|55−95 |29−32 | 9−12                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 25−50 |Silty clay     |CL           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−95 |29−34 | 9−14                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 50−72 |Gravelly sandy |CL, GM, ML,  |A−1−b, A−2,  |   0  |   0  |60−100|50−100|30−100|15−90 |18−34 | 3−16                                                
                        |       | loam, sandy   | SM          | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BwB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Brandywine−−−−−−|  0−8  |Loam           |CL−ML, ML,   |A−4, A−6     |   0  |   0  |85−95 |75−85 |65−80 |45−65 |21−39 | 2−11                                                
                        |       |               | SC−SM, SM   |             |      |      |      |      |      |      |      |                                                     
                        |  8−12 |Gravelly loam, |CL−ML, GM,   |A−2, A−4     | −−−  | 0−25 |55−95 |45−85 |35−80 |30−65 |15−35 |NP−10                                                
                        |       | loam, sandy   | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 12−25 |Very gravelly  |GM, GW, SP   |A−1          | −−−  | 0−65 |20−55 |10−45 | 5−35 | 2−15 | 0−14 |  NP                                                 
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly loamy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        | 25−65 |Extremely      |GM, GW, SP   |A−1          | −−−  | 0−65 |20−55 |10−45 | 5−35 | 2−15 | 0−14 |  NP                                                 
                        |       | gravelly      |             |             |      |      |      |      |      |      |      |                                                     
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly      |             |             |      |      |      |      |      |      |      |                                                     
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       BwC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Brandywine−−−−−−|  0−8  |Loam           |CL−ML, ML,   |A−4, A−6     |   0  |   0  |85−95 |75−85 |65−80 |45−65 |21−39 | 2−11                                                
                        |       |               | SC−SM, SM   |             |      |      |      |      |      |      |      |                                                     
                        |  8−12 |Gravelly loam, |CL−ML, GM,   |A−2, A−4     | −−−  | 0−25 |55−95 |45−85 |35−80 |30−65 |15−35 |NP−10                                                
                        |       | loam, sandy   | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 12−25 |Very gravelly  |GM, GW, SP   |A−1          | −−−  | 0−65 |20−55 |10−45 | 5−35 | 2−15 | 0−14 |  NP                                                 
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly loamy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        | 25−65 |Extremely      |GM, GW, SP   |A−1          | −−−  | 0−65 |20−55 |10−45 | 5−35 | 2−15 | 0−14 |  NP                                                 
                        |       | gravelly      |             |             |      |      |      |      |      |      |      |                                                     
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly      |             |             |      |      |      |      |      |      |      |                                                     
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ByD2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Brandywine−−−−−−|  0−8  |Gravelly loam  |GM, ML, SC−  |A−2, A−4, A−6| −−−  | 0−25 |55−90 |45−75 |40−70 |30−55 |21−39 | 2−11                                                
                        |       |               | SM, SM      |             |      |      |      |      |      |      |      |                                                     
                        |  8−12 |Gravelly loam, |CL−ML, GM,   |A−2, A−4     | −−−  | 0−25 |55−95 |45−85 |35−80 |30−65 |15−35 |NP−10                                                
                        |       | loam, sandy   | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 12−25 |Very gravelly  |GM, GW, SP   |A−1          | −−−  | 0−65 |20−55 |10−45 | 5−35 | 2−15 | 0−14 |  NP                                                 
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly loamy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        | 25−65 |Extremely      |GM, GW, SP   |A−1          | −−−  | 0−65 |20−55 |10−45 | 5−35 | 2−15 | 0−14 |  NP                                                 
                        |       | gravelly      |             |             |      |      |      |      |      |      |      |                                                     
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly      |             |             |      |      |      |      |      |      |      |                                                     
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ByD3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Brandywine−−−−−−|  0−8  |Gravelly loam  |GM, ML, SC−  |A−2, A−4, A−6| −−−  | 0−25 |55−90 |45−75 |40−70 |30−55 |21−39 | 2−11                                                
                        |       |               | SM, SM      |             |      |      |      |      |      |      |      |                                                     
                        |  8−12 |Gravelly loam, |CL−ML, GM,   |A−2, A−4     | −−−  | 0−25 |55−95 |45−85 |35−80 |30−65 |15−35 |NP−10                                                
                        |       | loam, sandy   | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 12−25 |Very gravelly  |GM, GW, SP   |A−1          | −−−  | 0−65 |20−55 |10−45 | 5−35 | 2−15 | 0−14 |  NP                                                 
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly loamy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        | 25−65 |Extremely      |GM, GW, SP   |A−1          | −−−  | 0−65 |20−55 |10−45 | 5−35 | 2−15 | 0−14 |  NP                                                 
                        |       | gravelly      |             |             |      |      |      |      |      |      |      |                                                     
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly      |             |             |      |      |      |      |      |      |      |                                                     
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ByE:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Brandywine−−−−−−|  0−8  |Gravelly loam  |GM, ML, SC−  |A−2, A−4, A−6| −−−  | 0−25 |55−90 |45−75 |40−70 |30−55 |21−39 | 2−11                                                
                        |       |               | SM, SM      |             |      |      |      |      |      |      |      |                                                     
                        |  8−12 |Gravelly loam, |CL−ML, GM,   |A−2, A−4     | −−−  | 0−25 |55−95 |45−85 |35−80 |30−65 |15−35 |NP−10                                                
                        |       | loam, sandy   | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 12−25 |Very gravelly  |GW, SP, GM   |A−1          | −−−  | 0−65 |20−55 |10−45 | 5−35 | 2−15 | 0−14 |  NP                                                 
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly loamy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        | 25−65 |Extremely      |GM, GW, SP   |A−1          | −−−  | 0−65 |20−55 |10−45 | 5−35 | 2−15 | 0−14 |  NP                                                 
                        |       | gravelly      |             |             |      |      |      |      |      |      |      |                                                     
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly      |             |             |      |      |      |      |      |      |      |                                                     
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CaA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Captina−−−−−−−−−|  0−9  |Silt loam      |CL−ML, ML    |A−4          |   0  |   0  |95−100|92−100|85−100|65−90 |15−25 | 3−7                                                 
                        |  9−25 |Silt loam,     |CL           |A−4, A−6     |   0  |   0  |95−100|92−100|85−100|65−95 |25−40 | 8−15                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 25−39 |Silty clay     |CL           |A−4, A−6, A−7|   0  |   0  |95−100|92−100|85−100|65−95 |25−43 | 8−18                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 39−58 |Silty clay     |CL           |A−6, A−7     |   0  |   0  |95−100|92−100|85−100|65−95 |30−43 |10−18                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 58−80 |Silty clay     |CL           |A−6, A−7     |   0  |   0  |95−100|92−100|85−100|65−95 |30−43 |10−18                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CaB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Captina−−−−−−−−−|  0−9  |Silt loam      |CL−ML, ML    |A−4          |   0  |   0  |95−100|92−100|85−100|65−90 |15−25 | 3−7                                                 
                        |  9−25 |Silt loam,     |CL           |A−4, A−6     |   0  |   0  |95−100|92−100|85−100|65−95 |25−40 | 8−15                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 25−39 |Silty clay     |CL           |A−4, A−6, A−7|   0  |   0  |95−100|92−100|85−100|65−95 |25−43 | 8−18                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 39−58 |Silty clay     |CL           |A−6, A−7     |   0  |   0  |95−100|92−100|85−100|65−95 |30−43 |10−18                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 58−80 |Silty clay     |CL           |A−6, A−7     |   0  |   0  |95−100|92−100|85−100|65−95 |30−43 |10−18                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CcA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chester−−−−−−−−−|  0−8  |Silt loam      |CL           |A−4, A−6     |   0  | 0−10 |85−100|80−100|70−100|51−90 |22−27 | 5−12                                                
                        |  8−42 |Silty clay     |CL, ML       |A−4, A−6, A−7|   0  | 0−10 |85−100|80−100|70−100|55−95 |30−50 | 8−17                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−62 |Silt loam,     |ML, SC, SM   |A−2, A−4, A−7|   0  | 0−10 |80−100|80−100|60−100|30−90 |15−47 | 4−12                                                
                        |       | loam, sandy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CcB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chester−−−−−−−−−|  0−8  |Silt loam      |CL           |A−4, A−6     |   0  | 0−10 |85−100|80−100|70−100|51−90 |22−27 | 5−12                                                
                        |  8−42 |Silty clay     |CL, ML       |A−4, A−6, A−7|   0  | 0−10 |85−100|80−100|70−100|55−95 |30−50 | 8−17                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−62 |Silt loam,     |ML, SC, SM   |A−2, A−4, A−7|   0  | 0−10 |80−100|80−100|60−100|30−90 |15−47 | 4−12                                                
                        |       | loam, sandy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CcC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chester−−−−−−−−−|  0−8  |Silt loam      |CL           |A−4, A−6     |   0  | 0−10 |85−100|80−100|70−100|50−90 |22−27 | 5−12                                                
                        |  8−42 |Silty clay     |CL, ML       |A−4, A−6, A−7|   0  | 0−10 |85−100|80−100|70−100|55−95 |30−50 | 8−17                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−62 |Silt loam,     |ML, SC, SM   |A−2, A−4, A−7|   0  | 0−10 |80−100|80−100|60−100|30−90 |15−47 | 4−12                                                
                        |       | loam, sandy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CgB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chester−−−−−−−−−|  0−8  |Gravelly silt  |CL, CL−ML    |A−4          |   0  | 0−15 |80−100|75−100|65−90 |55−75 |22−27 | 5−10                                                
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |  8−42 |Silty clay     |CL, ML       |A−4, A−6, A−7|   0  | 0−10 |85−100|80−100|70−100|55−95 |30−50 | 8−17                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−62 |Silt loam,     |ML, SM       |A−2, A−4, A−7|   0  | 0−10 |80−100|80−100|60−100|30−90 |15−47 | 4−12                                                
                        |       | loam, sandy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CgC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chester−−−−−−−−−|  0−8  |Gravelly silt  |CL, CL−ML    |A−4          |   0  | 0−15 |80−100|75−100|65−90 |55−75 |22−27 | 5−10                                                
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |  8−42 |Silty clay     |CL, ML       |A−4, A−6, A−7|   0  | 0−10 |85−100|80−100|70−100|55−95 |30−50 | 8−17                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−62 |Silt loam,     |ML, SM       |A−2, A−4, A−7|   0  | 0−10 |80−100|80−100|60−100|30−90 |15−47 | 4−12                                                
                        |       | loam, sandy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ChB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chillum−−−−−−−−−|  0−8  |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |85−100|60−90 |20−30 | 2−10                                                
                        |  8−28 |Silt loam,     |CL, CL−ML    |A−4, A−6, A−7|   0  |   0  | 100  | 100  |90−100|70−95 |26−44 | 6−20                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 28−72 |Very gravelly  |GM, GP−GM,   |A−1, A−2     |   0  |   0  |25−90 |15−75 |10−50 | 5−30 | 0−14 |  NP                                                 
                        |       | sandy loam,   | SM, SP−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ChC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chillum−−−−−−−−−|  0−8  |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |85−100|60−90 |20−30 | 2−10                                                
                        |  8−28 |Silt loam,     |CL, CL−ML    |A−6, A−7, A−4|   0  |   0  | 100  | 100  |90−100|70−95 |26−44 | 6−20                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 28−72 |Very gravelly  |GM, GP−GM,   |A−1, A−2     |   0  |   0  |25−90 |15−75 |10−50 | 5−30 | 0−14 |  NP                                                 
                        |       | sandy loam,   | SM, SP−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ChC3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chillum−−−−−−−−−|  0−8  |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |85−100|60−90 |20−30 | 2−10                                                
                        |  8−28 |Silt loam,     |CL, CL−ML    |A−4, A−6, A−7|   0  |   0  | 100  | 100  |90−100|70−95 |26−44 | 6−20                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 28−72 |Very gravelly  |GM, GP−GM,   |A−1, A−2     |   0  |   0  |25−90 |15−75 |10−50 | 5−30 | 0−14 |  NP                                                 
                        |       | sandy loam,   | SM, SP−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CkB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chillum−−−−−−−−−|  0−8  |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |85−100|60−90 |20−30 | 2−10                                                
                        |  8−28 |Silt loam,     |CL, CL−ML    |A−4, A−6, A−7|   0  |   0  | 100  | 100  |90−100|70−95 |26−44 | 6−20                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 28−72 |Very gravelly  |GM, GP−GM,   |A−1, A−2     |   0  |   0  |25−90 |15−75 |10−50 | 5−30 | 0−14 |  NP                                                 
                        |       | sandy loam,   | SM, SP−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Neshaminy−−−−−−−|  0−11 |Silt loam      |ML           |A−4, A−6     |   0  | 0−10 |95−100|90−100|80−100|65−85 | 0−14 | −−−                                                 
                        | 11−54 |Silt loam,     |GM, MH, ML,  |A−2, A−4, A− | 0−1  | 0−40 |60−100|55−100|45−100|30−75 |25−55 |NP−22                                                
                        |       | gravelly silty| SM          | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 54−58 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CkC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chillum−−−−−−−−−|  0−8  |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |85−100|60−90 |20−30 | 2−10                                                
                        |  8−28 |Silt loam,     |CL, CL−ML    |A−4, A−6, A−7|   0  |   0  | 100  | 100  |90−100|70−95 |26−44 | 6−20                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 28−72 |Very gravelly  |GM, GP−GM,   |A−1, A−2     |   0  |   0  |25−90 |15−75 |10−50 | 5−30 | 0−14 |  NP                                                 
                        |       | sandy loam,   | SM, SP−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Neshaminy−−−−−−−|  0−11 |Silt loam      |ML           |A−4, A−6     |   0  | 0−10 |95−100|90−100|80−100|65−85 | 0−14 | −−−                                                 
                        | 11−54 |Silt loam,     |GM, MH, ML,  |A−2, A−4, A− | 0−1  | 0−40 |60−100|55−100|45−100|30−75 |25−55 |NP−22                                                
                        |       | gravelly silty| SM          | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 54−58 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CkD2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chillum−−−−−−−−−|  0−8  |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |85−100|60−90 |20−30 | 2−10                                                
                        |  8−28 |Silt loam,     |CL, CL−ML    |A−4, A−6, A−7|   0  |   0  | 100  | 100  |90−100|70−95 |26−44 | 6−20                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 28−72 |Very gravelly  |GM, GP−GM,   |A−1, A−2     |   0  |   0  |25−90 |15−75 |10−50 | 5−30 | 0−14 |  NP                                                 
                        |       | sandy loam,   | SM, SP−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Neshaminy−−−−−−−|  0−11 |Gravelly silt  |ML           |A−4, A−6     |   0  | 0−10 |70−90 |65−80 |60−75 |55−65 | 0−14 | −−−                                                 
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 11−54 |Silt loam,     |GM, MH, ML,  |A−2, A−4, A− | 0−1  | 0−40 |60−100|55−100|45−100|30−75 |25−55 |NP−22                                                
                        |       | gravelly silty| SM          | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 54−58 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ClB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chillum−−−−−−−−−|  0−8  |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |85−100|60−90 |20−30 | 2−10                                                
                        |  8−28 |Silt loam,     |CL, CL−ML    |A−4, A−6, A−7|   0  |   0  | 100  | 100  |90−100|70−95 |26−44 | 6−20                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 28−72 |Very gravelly  |GM, GP−GM,   |A−1, A−2     |   0  |   0  |25−90 |15−75 |10−50 | 5−30 | 0−14 |  NP                                                 
                        |       | sandy loam,   | SM, SP−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ClD:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chillum−−−−−−−−−|  0−8  |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |85−100|60−90 |20−30 | 2−10                                                
                        |  8−28 |Silt loam,     |CL, CL−ML    |A−4, A−6, A−7|   0  |   0  | 100  | 100  |90−100|70−95 |26−44 | 6−20                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 28−72 |Very gravelly  |GM, GP−GM,   |A−1, A−2     |   0  |   0  |25−90 |15−75 |10−50 | 5−30 | 0−14 |  NP                                                 
                        |       | sandy loam,   | SM, SP−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CmB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Christiana−−−−−−|  0−7  |Loam           |CL, CL−ML, SC|A−2−4, A−4   |   0  |   0  |90−100|80−100|55−100|30−90 |22−30 | 5−9                                                 
                        |  7−72 |Clay, silty    |CH, CL       |A−7          |   0  |   0  |90−100|80−100|70−100|60−95 |40−59 |17−31                                                
                        |       | clay, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CmC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Christiana−−−−−−|  0−7  |Loam           |CL, CL−ML, SC|A−2−4, A−4   |   0  |   0  |90−100|80−100|55−100|30−90 |22−30 | 5−9                                                 
                        |  7−72 |Clay, silty    |CH, CL       |A−7          |   0  |   0  |90−100|80−100|70−100|60−95 |40−59 |17−31                                                
                        |       | clay, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CnB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chrome−−−−−−−−−−|  0−7  |Silt loam      |CL−ML, ML    |A−4, A−6, A−7| −−−  | 0−5  |90−100|90−100|80−95 |70−95 |25−45 | 4−15                                                
                        |  7−15 |Clay loam,     |CH, CL       |A−6, A−7     | −−−  | 0−10 |65−100|60−80 |55−75 |50−70 |35−60 |20−45                                                
                        |       | gravelly silty|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 15−30 |Loam, gravelly |CH, GC       |A−2, A−6, A−7| −−−  | 0−25 |55−90 |20−85 |20−70 |15−60 |20−60 |10−45                                                
                        |       | silty clay,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 30−34 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CoC3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chrome−−−−−−−−−−|  0−7  |Gravelly silty |CL−ML, ML    |A−4, A−6, A−7| −−−  | 0−5  |70−100|65−100|65−90 |60−85 |25−45 | 4−15                                                
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        |  7−15 |Clay loam,     |CH, CL       |A−6, A−7     | −−−  | 0−10 |65−100|60−80 |55−75 |50−70 |35−60 |20−45                                                
                        |       | gravelly silty|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 15−30 |Loam, gravelly |CH, GC       |A−6, A−7     | −−−  | 0−25 |55−90 |20−85 |20−70 |15−60 |20−60 |10−45                                                
                        |       | silty clay,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 30−34 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CoE3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Chrome−−−−−−−−−−|  0−7  |Gravelly silty |CL−ML, ML    |A−4, A−6, A−7| −−−  | 0−5  |70−100|65−100|65−90 |60−85 |25−45 | 4−15                                                
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        |  7−15 |Clay loam,     |CH, CL       |A−6, A−7     | −−−  | 0−10 |65−100|60−80 |55−75 |50−70 |35−60 |20−45                                                
                        |       | gravelly silty|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 15−30 |Loam, gravelly |CH, GC       |A−6, A−7, A−2| −−−  | 0−25 |55−90 |20−85 |20−70 |15−60 |20−60 |10−45                                                
                        |       | silty clay,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 30−34 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Cp:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Clay Pits−−−−−−−|  0−7  |Clay           |CH, CL       |A−6, A−7     |   0  |   0  |90−100|80−100|70−100|60−95 |30−59 |17−31                                                
                        |  7−72 |Clay, silty    |CL, CH       |A−7          |   0  |   0  |90−100|80−100|70−100|60−95 |40−59 |17−31                                                
                        |       | clay, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Ct:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Coastal Beaches−|  0−6  |Sand           |SP           |A−1, A−3     |   0  |   0  | 100  |75−100| 5−85 | 0−5  | 0−14 |  NP                                                 
                        |  6−60 |Coarse sand,   |SP           |A−1, A−3     |   0  |   0  | 100  |75−100| 5−85 | 0−5  | 0−14 |  NP                                                 
                        |       | sand, fine    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Cu:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Codorus−−−−−−−−−|  0−18 |Silt loam      |CL, CL−ML, ML|A−4, A−6     |   0  |   0  |80−100|70−100|65−100|55−95 |22−35 | 2−12                                                
                        | 18−54 |Silt loam,     |CL, CL−ML, ML|A−4, A−6     |   0  |   0  |80−100|75−100|65−100|55−85 |22−35 | 2−12                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 54−60 |Stratified sand|GM, ML, SM   |A−1, A−2, A−4|   0  |   0  |25−100|20−100|20−85 |15−65 |15−35 |NP−7                                                 
                        |       | to gravelly   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silt          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Cv:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Comus−−−−−−−−−−−|  0−30 |Silt loam      |CL, ML, SC,  |A−2, A−4, A−6| −−−  | 0−5  |85−100|80−100|55−100|30−90 |30−40 | 6−15                                                
                        |       |               | SM          |             |      |      |      |      |      |      |      |                                                     
                        | 30−60 |Stratified     |CL, GM, ML,  |A−1, A−2, A− | −−−  | 0−20 |55−100|45−100|25−100|15−95 |15−40 |NP−20                                                
                        |       | gravelly sandy| SM          | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | loam to silty |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CwB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Conestoga−−−−−−−|  0−10 |Loam           |ML           |A−4          | −−−  | 0−5  |90−100|85−100|80−100|70−90 |20−30 |NP−6                                                 
                        | 10−38 |Silt loam,     |CH, CL       |A−6, A−7     | −−−  | 0−10 |70−100|65−100|60−100|55−95 |35−60 |14−30                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | silt loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 38−75 |Channery silt  |GM, MH, ML,  |A−2, A−6, A−7| −−−  | 0−15 |35−90 |35−85 |30−80 |25−75 |35−60 |10−25                                                
                        |       | loam, channery| SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       CwC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Conestoga−−−−−−−|  0−10 |Loam           |ML           |A−4          | −−−  | 0−5  |90−100|85−100|80−100|70−90 |20−30 |NP−6                                                 
                        | 10−38 |Silt loam,     |CH, CL       |A−6, A−7     | −−−  | 0−10 |70−100|65−100|60−100|55−95 |35−60 |14−30                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | silt loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 38−75 |Channery silt  |GM, MH, ML,  |A−2, A−6, A−7| −−−  | 0−15 |35−90 |35−85 |30−80 |25−75 |35−60 |10−25                                                
                        |       | loam, channery| SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       DcB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Delanco−−−−−−−−−|  0−13 |Silt loam      |CL, ML, SC,  |A−4, A−6     |   0  |   0  |90−100|80−100|55−100|30−90 |15−30 |NP−15                                                
                        |       |               | SM          |             |      |      |      |      |      |      |      |                                                     
                        | 13−39 |Silty clay     |ML           |A−6, A−7     |   0  |   0  |90−100|80−100|70−100|50−95 |35−50 |10−20                                                
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 39−72 |Clay loam, silt|CL, ML, SC,  |A−2, A−4, A−6|   0  |   0  |65−100|50−100|30−100|15−90 |15−35 |NP−15                                                
                        |       | loam, gravelly| SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Du:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Dunning−−−−−−−−−|  0−15 |Silt loam      |CL, CL−ML    |A−4, A−6     |   0  |   0  | 100  |95−100|90−100|85−100|25−35 | 4−11                                                
                        | 15−72 |Silty clay,    |CH, CL       |A−7          | −−−  | 0−5  |90−100|70−100|60−100|60−100|45−70 |20−40                                                
                        |       | clay, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       EdB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Edgemont−−−−−−−−|  0−8  |Channery loam  |GM, ML, SM   |A−2, A−4     |   0  | 0−10 |55−90 |50−70 |35−60 |15−55 | 0−14 | −−−                                                 
                        |  8−36 |Fine sandy     |GM, GP−GM,   |A−1, A−2, A−4|   0  | 0−15 |55−95 |50−90 |30−65 |10−40 |15−31 |NP−8                                                 
                        |       | loam, channery| SM, SP−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Sandy loam,    |GM, GP−GM,   |A−1, A−2, A− |   0  | 5−25 |35−75 |10−70 |10−65 | 5−45 |15−31 |NP−6                                                 
                        |       | channery loamy| SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sand, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly clay |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       EdC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Edgemont−−−−−−−−|  0−8  |Channery loam  |GM, ML, SM   |A−2, A−4     |   0  | 0−10 |55−90 |50−70 |35−60 |15−55 | 0−14 | −−−                                                 
                        |  8−36 |Fine sandy     |GM, GP−GM,   |A−1, A−2, A−4|   0  | 0−15 |55−95 |50−90 |30−65 |10−40 |15−31 |NP−8                                                 
                        |       | loam, channery| SM, SP−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Sandy loam,    |GM, GP−GM,   |A−1, A−2, A− |   0  | 5−25 |35−75 |10−70 |10−65 | 5−45 |15−31 |NP−6                                                 
                        |       | channery loamy| SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sand, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly clay |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       EgD:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Edgemont−−−−−−−−|  0−8  |Very stony loam|GM, ML, SM   |A−2, A−4     | 1−5  | 3−15 |55−100|50−95 |35−90 |15−80 | 0−14 | −−−                                                 
                        |  8−36 |Fine sandy     |GM, GP−GM,   |A−1, A−2, A−4| 0−3  | 0−15 |55−95 |50−90 |30−65 |10−40 |15−31 |NP−8                                                 
                        |       | loam, channery| SM, SP−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Sandy loam,    |GM, GP−GM,   |A−1, A−2, A− | 1−3  | 5−25 |35−75 |10−70 |10−65 | 5−45 |15−31 |NP−6                                                 
                        |       | channery loamy| SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sand, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly clay |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       EgE:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Edgemont−−−−−−−−|  0−8  |Very stony loam|GM, ML, SM   |A−2, A−4     | 1−5  | 3−15 |55−100|50−95 |35−90 |15−80 | 0−14 | −−−                                                 
                        |  8−36 |Fine sandy     |GM, GP−GM,   |A−1, A−2, A−4| 0−3  | 0−15 |55−95 |50−90 |30−65 |10−40 |15−31 |NP−8                                                 
                        |       | loam, channery| SM, SP−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Sandy loam,    |GM, GP−GM,   |A−1, A−2, A− | 1−3  | 5−25 |35−75 |10−70 |10−65 | 5−45 |15−31 |NP−6                                                 
                        |       | channery loamy| SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sand, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly clay |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       EhB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Elioak−−−−−−−−−−|  0−15 |Silt loam      |CL, ML, SC,  |A−6, A−7, A− | −−−  | 0−10 |85−100|80−100|55−100|30−90 |30−45 | 5−20                                                
                        |       |               | SM          | 2−4, A−4    |      |      |      |      |      |      |      |                                                     
                        | 15−42 |Silty clay     |CH, CL, MH,  |A−6, A−7     | −−−  | 0−5  |85−100|80−100|75−100|60−95 |35−58 |11−26                                                
                        |       | loam, clay    | ML          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−65 |Silt loam,     |GM, ML, SM   |A−1−b, A−2,  | −−−  | 0−5  |65−100|50−100|35−100|20−90 |35−50 |NP−10                                                
                        |       | loam, gravelly|             | A−4, A−5    |      |      |      |      |      |      |      |                                                     
                        |       | fine sandy    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       EhC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Elioak−−−−−−−−−−|  0−15 |Silt loam      |CL, ML, SC,  |A−2−4, A−4,  | −−−  | 0−10 |85−100|80−100|55−100|30−90 |30−45 | 5−20                                                
                        |       |               | SM          | A−6, A−7    |      |      |      |      |      |      |      |                                                     
                        | 15−42 |Silty clay     |CH, CL, MH,  |A−6, A−7     | −−−  | 0−5  |85−100|80−100|75−100|60−95 |35−58 |11−26                                                
                        |       | loam, clay    | ML          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−65 |Silt loam,     |GM, ML, SM   |A−1−b, A−2,  | −−−  | 0−5  |65−100|50−100|35−100|20−90 |35−50 |NP−10                                                
                        |       | loam, gravelly|             | A−4, A−5    |      |      |      |      |      |      |      |                                                     
                        |       | fine sandy    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       EkB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Elioak−−−−−−−−−−|  0−15 |Silt loam      |CL, ML, SC,  |A−2−4, A−4,  | −−−  | 0−10 |85−100|80−100|55−100|30−90 |30−45 | 5−20                                                
                        |       |               | SM          | A−6, A−7    |      |      |      |      |      |      |      |                                                     
                        | 15−42 |Silty clay     |CH, CL, MH,  |A−6, A−7     | −−−  | 0−5  |85−100|80−100|75−100|60−95 |35−58 |11−26                                                
                        |       | loam, clay    | ML          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−65 |Silt loam,     |GM, ML, SM   |A−1−b, A−2,  | −−−  | 0−5  |65−100|50−100|35−100|20−90 |35−50 |NP−10                                                
                        |       | loam, gravelly|             | A−4, A−5    |      |      |      |      |      |      |      |                                                     
                        |       | fine sandy    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       EkC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Elioak−−−−−−−−−−|  0−15 |Silt loam      |CL, ML, SC,  |A−2−4, A−4,  | −−−  | 0−10 |85−100|80−100|55−100|30−90 |30−45 | 5−20                                                
                        |       |               | SM          | A−6, A−7    |      |      |      |      |      |      |      |                                                     
                        | 15−42 |Silty clay     |CH, CL, MH,  |A−6, A−7     | −−−  | 0−5  |85−100|80−100|75−100|60−95 |35−58 |11−26                                                
                        |       | loam, clay    | ML          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−65 |Silt loam,     |GM, ML, SM   |A−1−b, A−2,  | −−−  | 0−5  |65−100|50−100|35−100|20−90 |35−50 |NP−10                                                
                        |       | loam, gravelly|             | A−4, A−5    |      |      |      |      |      |      |      |                                                     
                        |       | fine sandy    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ElC3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Elioak−−−−−−−−−−|  0−15 |Silty clay loam|CL           |A−6, A−7     | −−−  | 0−10 |85−100|80−100|75−100|60−90 |35−50 |12−25                                                
                        | 15−42 |Silty clay     |CH, CL, MH,  |A−6, A−7     | −−−  | 0−5  |85−100|80−100|75−100|60−95 |35−58 |11−26                                                
                        |       | loam, clay    | ML          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        | 42−65 |Silt loam,     |GM, ML, SM   |A−1−b, A−2,  | −−−  | 0−5  |65−100|50−100|35−100|20−90 |35−50 |NP−10                                                
                        |       | loam, gravelly|             | A−4, A−5    |      |      |      |      |      |      |      |                                                     
                        |       | fine sandy    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Em:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Elkton−−−−−−−−−−|  0−10 |Silt loam      |CL−ML, ML    |A−4, A−6     |   0  |   0  | 100  | 100  |90−100|50−95 |20−35 |NP−12                                                
                        | 10−24 |Silty clay loam|CL           |A−6          |   0  |   0  | 100  | 100  |90−100|85−95 |25−40 |10−20                                                
                        | 24−40 |Silty clay     |CL           |A−6, A−7     |   0  |   0  | 100  | 100  |95−100|85−95 | 0−50 |10−35                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−65 |Very fine sandy|CL           |A−4          |   0  |   0  | 100  |95−100|85−95 |45−75 |15−30 | 5−10                                                
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       En:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Elkton−−−−−−−−−−|  0−10 |Silt loam      |CL−ML, ML    |A−4, A−6     |   0  |   0  | 100  | 100  |90−100|50−95 |20−35 |NP−12                                                
                        | 10−24 |Silty clay loam|CL           |A−6          |   0  |   0  | 100  | 100  |90−100|85−95 |25−40 |10−20                                                
                        | 24−40 |Silty clay     |CL           |A−6, A−7     |   0  |   0  | 100  | 100  |95−100|85−95 | 0−50 |10−35                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−65 |Very fine sandy|CL           |A−4          |   0  |   0  | 100  |95−100|85−95 |45−75 |15−30 | 5−10                                                
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Eo:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Elkton−−−−−−−−−−|  0−10 |Silt loam      |CL−ML, ML    |A−4, A−6     |   0  |   0  | 100  | 100  |90−100|50−95 |20−35 |NP−12                                                
                        | 10−24 |Silty clay loam|CL           |A−6          |   0  |   0  | 100  | 100  |90−100|85−95 |25−40 |10−20                                                
                        | 24−40 |Silty clay     |CL           |A−6, A−7     |   0  |   0  | 100  | 100  |95−100|85−95 | 0−50 |10−35                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−65 |Very fine sandy|CL           |A−4          |   0  |   0  | 100  |95−100|85−95 |45−75 |15−30 | 5−10                                                
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       EsB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Elsinboro−−−−−−−|  0−15 |Loam           |CL, SC       |A−2, A−4     | −−−  | 0−5  |85−100|80−100|50−100|25−90 |21−28 | 4−9                                                 
                        | 15−36 |Silty clay     |CL           |A−6          | −−−  | 0−5  |85−100|80−100|70−100|50−95 |28−40 |11−20                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Sandy loam,    |CL, ML, SC,  |A−2, A−4, A− | −−−  | 0−10 |65−100|50−100|30−90 |15−55 |10−45 | 2−20                                                
                        |       | sandy clay    | SM          | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | loam, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       EsC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Elsinboro−−−−−−−|  0−15 |Loam           |CL, SC       |A−2, A−4     | −−−  | 0−5  |85−100|80−100|50−100|25−90 |21−28 | 4−9                                                 
                        | 15−36 |Silty clay     |CL           |A−6          | −−−  | 0−5  |85−100|80−100|70−100|50−95 |28−40 |11−20                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Sandy loam,    |CL, ML, SC,  |A−2, A−4, A− | −−−  | 0−10 |65−100|50−100|30−90 |15−55 |10−45 | 2−20                                                
                        |       | sandy clay    | SM          | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | loam, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Fa:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Fallsington−−−−−|  0−10 |Sandy loam     |CL−ML, ML,   |A−4, A−2     |   0  |   0  |95−100|90−100|65−90 |30−60 |15−19 |NP−5                                                 
                        |       |               | SC−SM, SM   |             |      |      |      |      |      |      |      |                                                     
                        | 10−32 |Sandy loam,    |CL, ML, SC,  |A−2, A−4, A−6|   0  |   0  |95−100|90−100|65−85 |30−55 |15−30 |NP−15                                                
                        |       | loam, sandy   | SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 32−72 |Stratified sand|CL, SM, SP−SM|A−2, A−3     |   0  |   0  |95−100|90−100|50−85 | 5−55 |15−30 |NP−15                                                
                        |       | to sandy clay |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Fs:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Fallsington−−−−−|  0−10 |Loam           |CL−ML, ML,   |A−4          |   0  |   0  |95−100|90−100|65−90 |40−70 |15−20 |NP−10                                                
                        |       |               | SC−SM, SM   |             |      |      |      |      |      |      |      |                                                     
                        | 10−32 |Sandy loam,    |CL, ML, SC,  |A−2, A−4, A−6|   0  |   0  |95−100|90−100|65−85 |30−55 |15−30 |NP−15                                                
                        |       | loam, sandy   | SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 32−72 |Stratified sand|CL, SM, SP−SM|A−2, A−3     |   0  |   0  |95−100|90−100|50−85 | 5−55 |15−30 |NP−15                                                
                        |       | to sandy clay |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       FtB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Fort Mott−−−−−−−|  0−30 |Loamy sand     |SM, SP−SM    |A−2          |   0  |   0  |90−100|85−100|50−90 |10−25 |15−20 |NP−3                                                 
                        | 30−49 |Sandy loam,    |SC, SC−SM, SM|A−2, A−4, A−6|   0  |   0  |90−100|80−100|50−90 |25−45 |20−35 | 3−12                                                
                        |       | sandy clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, coarse  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 49−65 |Stratified     |SC−SM, SM,   |A−1, A−2, A−3|   0  |   0  |80−100|75−100|40−80 | 5−35 |15−25 |NP−6                                                 
                        |       | gravelly sandy| SP−SM       |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GaB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Galestown−−−−−−−|  0−11 |Loamy sand     |SM, SP−SM    |A−1, A−2, A−3|   0  |   0  |95−100|75−100|45−70 | 4−20 | 0−14 |  NP                                                 
                        | 11−40 |Loamy sand,    |SM, SP−SM    |A−1, A−2, A−3|   0  |   0  |95−100|95−100|45−75 | 4−20 | 0−14 |  NP                                                 
                        |       | sand, loamy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | fine sand     |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−65 |Sand, loamy    |SP−SM, SP    |A−1, A−2, A−3|   0  |   0  |75−100|55−100|30−75 | 4−10 | 0−14 |  NP                                                 
                        |       | sand, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GaC:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Galestown−−−−−−−|  0−11 |Loamy sand     |SM, SP−SM    |A−1, A−2, A−3|   0  |   0  |95−100|75−100|45−70 | 4−20 | 0−14 |  NP                                                 
                        | 11−40 |Loamy sand,    |SM, SP−SM    |A−1, A−2, A−3|   0  |   0  |95−100|95−100|45−75 | 4−20 | 0−14 |  NP                                                 
                        |       | sand, loamy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | fine sand     |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−65 |Sand, loamy    |SP, SP−SM    |A−1, A−2, A−3|   0  |   0  |75−100|55−100|30−75 | 4−10 | 0−14 |  NP                                                 
                        |       | sand, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GcB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenelg−−−−−−−−−|  0−6  |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−75 |32−40 | 7−12                                                
                        |  6−24 |Channery silt  |GM, ML, SM   |A−4, A−6, A−7| −−−  | 0−10 |60−100|50−100|45−100|35−95 |34−46 | 9−15                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−65 |Loam, sandy    |GM, ML, SM   |A−2, A−4     | −−−  | 0−50 |60−100|50−100|40−95 |25−75 |15−40 |NP−6                                                 
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GcC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenelg−−−−−−−−−|  0−6  |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−75 |32−40 | 7−12                                                
                        |  6−24 |Channery silt  |GM, ML, SM   |A−4, A−6, A−7| −−−  | 0−10 |60−100|50−100|45−100|35−95 |34−46 | 9−15                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−65 |Loam, sandy    |GM, ML, SM   |A−2, A−4     | −−−  | 0−50 |60−100|50−100|40−95 |25−75 |15−40 |NP−6                                                 
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GcC3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenelg−−−−−−−−−|  0−6  |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−75 |32−40 | 7−12                                                
                        |  6−24 |Channery silt  |GM, ML, SM   |A−4, A−6, A−7| −−−  | 0−10 |60−100|50−100|45−100|35−95 |34−46 | 9−15                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−65 |Loam, sandy    |GM, ML, SM   |A−2, A−4     | −−−  | 0−50 |60−100|50−100|40−95 |25−75 |15−40 |NP−6                                                 
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GcD2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenelg−−−−−−−−−|  0−6  |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−75 |32−40 | 7−12                                                
                        |  6−24 |Channery silt  |GM, ML, SM   |A−4, A−6, A−7| −−−  | 0−10 |60−100|50−100|45−100|35−95 |34−46 | 9−15                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−65 |Loam, sandy    |GM, ML, SM   |A−2, A−4     | −−−  | 0−50 |60−100|50−100|40−95 |25−75 |15−40 |NP−6                                                 
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GcD3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenelg−−−−−−−−−|  0−6  |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−75 |32−40 | 7−12                                                
                        |  6−24 |Channery silt  |GM, ML, SM   |A−4, A−6, A−7| −−−  | 0−10 |60−100|50−100|45−100|35−95 |34−46 | 9−15                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−65 |Loam, sandy    |GM, ML, SM   |A−2, A−4     | −−−  | 0−50 |60−100|50−100|40−95 |25−75 |15−40 |NP−6                                                 
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GgB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenelg−−−−−−−−−|  0−6  |Channery loam  |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |60−100|50−75 |40−75 |30−70 |32−40 | 7−12                                                
                        |       |               |             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |  6−24 |Channery silt  |GM, ML, SM   |A−7, A−4, A−6| −−−  | 0−10 |60−100|50−100|45−100|35−95 |34−46 | 9−15                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−65 |Loam, sandy    |GM, ML, SM   |A−2, A−4     | −−−  | 0−50 |60−100|50−100|40−95 |25−75 |15−40 |NP−6                                                 
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GgC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenelg−−−−−−−−−|  0−6  |Channery loam  |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |60−100|50−75 |40−75 |30−70 |32−40 | 7−12                                                
                        |       |               |             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |  6−24 |Channery silt  |GM, ML, SM   |A−4, A−6, A−7| −−−  | 0−10 |60−100|50−100|45−100|35−95 |34−46 | 9−15                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−65 |Loam, sandy    |GM, ML, SM   |A−2, A−4     | −−−  | 0−50 |60−100|50−100|40−95 |25−75 |15−40 |NP−6                                                 
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GgD2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenelg−−−−−−−−−|  0−6  |Channery loam  |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |60−100|50−75 |40−75 |30−70 |32−40 | 7−12                                                
                        |       |               |             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |  6−24 |Channery silt  |GM, ML, SM   |A−4, A−6, A−7| −−−  | 0−10 |60−100|50−100|45−100|35−95 |34−46 | 9−15                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−65 |Loam, sandy    |GM, ML, SM   |A−2, A−4     | −−−  | 0−50 |60−100|50−100|40−95 |25−75 |15−40 |NP−6                                                 
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GgD3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenelg−−−−−−−−−|  0−6  |Channery loam  |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |60−100|50−75 |40−75 |30−70 |32−40 | 7−12                                                
                        |       |               |             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |  6−24 |Channery silt  |GM, ML, SM   |A−4, A−6, A−7| −−−  | 0−10 |60−100|50−100|45−100|35−95 |34−46 | 9−15                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−65 |Loam, sandy    |GM, ML, SM   |A−2, A−4     | −−−  | 0−50 |60−100|50−100|40−95 |25−75 |15−40 |NP−6                                                 
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GlB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenelg−−−−−−−−−|  0−6  |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−75 |32−40 | 7−12                                                
                        |  6−24 |Channery silt  |GM, ML, SM   |A−4, A−6, A−7| −−−  | 0−10 |60−100|50−100|45−100|35−95 |34−46 | 9−15                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−65 |Loam, sandy    |GM, ML, SM   |A−2, A−4     | −−−  | 0−50 |60−100|50−100|40−95 |25−75 |15−40 |NP−6                                                 
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GlC:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenelg−−−−−−−−−|  0−6  |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−75 |32−40 | 7−12                                                
                        |  6−24 |Channery silt  |GM, ML, SM   |A−4, A−6, A−7| −−−  | 0−10 |60−100|50−100|45−100|35−95 |34−46 | 9−15                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−65 |Loam, sandy    |SM, GM, ML   |A−2, A−4     | −−−  | 0−50 |60−100|50−100|40−95 |25−75 |15−40 |NP−6                                                 
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GnA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenville−−−−−−−|  0−9  |Silt loam      |ML, SM       |A−4          |   0  |   0  |85−100|85−100|70−95 |45−80 |25−35 | 3−10                                                
                        |  9−18 |Silt loam,     |CL, CL−ML,   |A−4, A−6     |   0  | 0−10 |70−100|60−100|60−95 |45−80 |25−40 | 5−13                                                
                        |       | channery loam,| GM, SC      |             |      |      |      |      |      |      |      |                                                     
                        |       | channery silty|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 18−40 |Silt loam,     |CL, CL−ML,   |A−4, A−6     |   0  | 0−10 |65−100|60−100|55−95 |45−80 |25−40 | 5−13                                                
                        |       | channery loam,| GM, SC      |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−62 |Channery fine  |CL−ML, GM,   |A−1, A−2, A−4|   0  | 0−20 |45−90 |20−75 |10−75 | 5−65 |25−35 | 5−10                                                
                        |       | sandy loam,   | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | channery loam,|             |             |      |      |      |      |      |      |      |                                                     
                        |       | very channery |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GnB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenville−−−−−−−|  0−9  |Silt loam      |ML, SM       |A−4          |   0  |   0  |85−100|85−100|70−95 |45−80 |25−35 | 3−10                                                
                        |  9−18 |Silt loam,     |CL, CL−ML,   |A−4, A−6     |   0  | 0−10 |70−100|60−100|60−95 |45−80 |25−40 | 5−13                                                
                        |       | channery loam,| GM, SC      |             |      |      |      |      |      |      |      |                                                     
                        |       | channery silty|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 18−40 |Silt loam,     |CL, CL−ML,   |A−4, A−6     |   0  | 0−10 |65−100|60−100|55−95 |45−80 |25−40 | 5−13                                                
                        |       | channery loam,| GM, SC      |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−62 |Channery fine  |CL−ML, GM,   |A−1, A−2, A−4|   0  | 0−20 |45−90 |20−75 |10−75 | 5−65 |25−35 | 5−10                                                
                        |       | sandy loam,   | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | channery loam,|             |             |      |      |      |      |      |      |      |                                                     
                        |       | very channery |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       GuB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenville−−−−−−−|  0−9  |Silt loam      |ML, SM       |A−4          |   0  |   0  |85−100|85−100|70−95 |45−80 |25−35 | 3−10                                                
                        |  9−18 |Silt loam,     |CL, CL−ML,   |A−4, A−6     |   0  | 0−10 |70−100|60−100|60−95 |45−80 |25−40 | 5−13                                                
                        |       | channery loam,| GM, SC      |             |      |      |      |      |      |      |      |                                                     
                        |       | channery silty|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 18−40 |Silt loam,     |CL, CL−ML,   |A−4, A−6     |   0  | 0−10 |65−100|60−100|55−95 |45−80 |25−40 | 5−13                                                
                        |       | channery loam,| GM, SC      |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−62 |Channery fine  |CL−ML, GM,   |A−1, A−2, A−4|   0  | 0−20 |45−90 |20−75 |10−75 | 5−65 |25−35 | 5−10                                                
                        |       | sandy loam,   | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | channery loam,|             |             |      |      |      |      |      |      |      |                                                     
                        |       | very channery |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       HaA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Hagerstown−−−−−−|  0−8  |Silt loam      |CL, CL−ML    |A−7, A−4, A−6| −−−  | 0−15 |85−100|80−100|80−100|70−95 |25−50 | 5−25                                                
                        |  8−20 |Clay, clay     |CH, CL       |A−7          |   0  | 0−5  |90−100|80−100|75−100|55−95 |48−65 |26−34                                                
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Clay, silty    |CH, CL       |A−6, A−7     | −−−  | 0−5  |85−100|80−100|75−100|75−95 |30−70 |15−40                                                
                        |       | clay, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       HaB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Hagerstown−−−−−−|  0−8  |Silt loam      |CL, CL−ML    |A−4, A−6, A−7| −−−  | 0−15 |85−100|80−100|80−100|70−95 |25−50 | 5−25                                                
                        |  8−20 |Clay, clay     |CH, CL       |A−7          |   0  | 0−5  |90−100|80−100|75−100|55−95 |48−65 |26−34                                                
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Clay, silty    |CH, CL       |A−6, A−7     | −−−  | 0−5  |85−100|80−100|75−100|75−95 |30−70 |15−40                                                
                        |       | clay, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       HaC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Hagerstown−−−−−−|  0−8  |Silt loam      |CL, CL−ML    |A−4, A−6, A−7| −−−  | 0−15 |85−100|80−100|80−100|70−95 |25−50 | 5−25                                                
                        |  8−20 |Clay, clay     |CH, CL       |A−7          |   0  | 0−5  |90−100|80−100|75−100|55−95 |48−65 |26−34                                                
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Clay, silty    |CH, CL       |A−6, A−7     | −−−  | 0−5  |85−100|80−100|75−100|75−95 |30−70 |15−40                                                
                        |       | clay, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Hb:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Hatboro−−−−−−−−−|  0−9  |Silt loam      |CL, ML, SC,  |A−4, A−6     |   0  |   0  |95−100|90−100|70−100|40−90 |22−35 | 2−12                                                
                        |       |               | SM          |             |      |      |      |      |      |      |      |                                                     
                        |  9−44 |Silt loam,     |CL, CL−ML, ML|A−4, A−6     |   0  |   0  |85−100|80−100|70−95 |55−85 |22−35 | 2−12                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, sandy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 44−56 |Sandy clay     |SC, SM, CL,  |A−4          |   0  |   0  |75−100|70−100|60−90 |45−60 |22−30 | 2−10                                                
                        |       | loam, sandy   | ML          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 56−70 |Stratified clay|GC, GM, SC,  |A−1, A−2     |   0  |   0  |50−85 |45−80 |45−80 |15−35 |15−32 |NP−14                                                
                        |       | to gravelly   | SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       HoB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Hollinger−−−−−−−|  0−8  |Loam           |CL, ML       |A−4, A−6     |   0  |   0  |90−100|75−90 |65−90 |50−80 |20−30 |NP−11                                                
                        |  8−30 |Silt loam,     |CL, CL−ML,   |A−2, A−4, A−6| −−−  | 0−5  |65−100|50−100|45−90 |30−80 |20−39 | 4−15                                                
                        |       | gravelly loam,| GC, SC      |             |      |      |      |      |      |      |      |                                                     
                        |       | channery silt |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 30−60 |Channery loamy |GC−GM, GM,   |A−1, A−2, A−3| −−−  | 0−10 |30−100|15−100|10−55 | 5−30 |15−20 |NP−5                                                 
                        |       | sand, fine    | GP−GM, SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       HoC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Hollinger−−−−−−−|  0−8  |Loam           |CL, ML       |A−4, A−6     |   0  |   0  |90−100|75−90 |65−90 |50−80 |20−30 |NP−11                                                
                        |  8−30 |Silt loam,     |CL, CL−ML,   |A−2, A−4, A−6| −−−  | 0−5  |65−100|50−100|45−90 |30−80 |20−39 | 4−15                                                
                        |       | gravelly loam,| GC, SC      |             |      |      |      |      |      |      |      |                                                     
                        |       | channery silt |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 30−60 |Channery loamy |GC−GM, GM,   |A−1, A−2, A−3| −−−  | 0−10 |30−100|15−100|10−55 | 5−30 |15−20 |NP−5                                                 
                        |       | sand, fine    | GP−GM, SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       HrD3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Hollinger−−−−−−−|  0−8  |Loam           |CL, ML       |A−4, A−6     |   0  |   0  |90−100|75−90 |65−90 |50−80 |20−30 |NP−11                                                
                        |  8−30 |Silt loam,     |CL, CL−ML,   |A−2, A−4, A−6| −−−  | 0−5  |65−100|50−100|45−90 |30−80 |20−39 | 4−15                                                
                        |       | gravelly loam,| GC, SC      |             |      |      |      |      |      |      |      |                                                     
                        |       | channery silt |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 30−60 |Channery loamy |GC−GM, GM,   |A−1, A−2, A−3| −−−  | 0−10 |30−100|15−100|10−55 | 5−30 |15−20 |NP−5                                                 
                        |       | sand, fine    | GP−GM, SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Conestoga−−−−−−−|  0−10 |Loam           |ML           |A−4          | −−−  | 0−5  |90−100|85−100|80−100|70−90 |20−30 |NP−6                                                 
                        | 10−38 |Silt loam,     |CH, CL       |A−6, A−7     | −−−  | 0−10 |70−100|65−100|60−100|55−95 |35−60 |14−30                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | silt loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 38−75 |Channery silt  |GM, MH, ML,  |A−2, A−6, A−7| −−−  | 0−15 |35−90 |35−85 |30−80 |25−75 |35−60 |10−25                                                
                        |       | loam, channery| SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       HsC:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Hollinger−−−−−−−|  0−8  |Very stony loam|ML           |A−2, A−4     |37−40 | 3−10 |70−100|50−90 |45−90 |30−80 |20−30 |NP−6                                                 
                        |  8−30 |Silt loam,     |CL, CL−ML,   |A−2, A−4, A−6| −−−  | 0−5  |65−100|50−100|45−90 |30−80 |20−39 | 4−15                                                
                        |       | gravelly loam,| GC, SC      |             |      |      |      |      |      |      |      |                                                     
                        |       | channery silt |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 30−60 |Channery loamy |GM, GW−GM,   |A−1, A−2, A−3| −−−  | 0−10 |30−100|15−100|10−55 | 5−30 |15−20 |NP−5                                                 
                        |       | sand, fine    | SM, SW−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Conestoga−−−−−−−|  0−10 |Very stony silt|ML           |A−4          | −−−  | 3−15 |90−100|85−100|80−100|70−90 |20−30 |NP−6                                                 
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 10−38 |Silt loam,     |CH, CL       |A−6, A−7     | −−−  | 0−10 |70−100|65−100|60−100|55−95 |35−60 |14−30                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | silt loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 38−75 |Channery silt  |GM, MH, ML,  |A−2, A−6, A−7| −−−  | 0−15 |35−90 |35−85 |30−80 |25−75 |35−60 |10−25                                                
                        |       | loam, channery| SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Iu:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Iuka−−−−−−−−−−−−|  0−13 |Silt loam      |CL−ML, ML    |A−4          |   0  |   0  |95−100|95−100|80−95 |50−80 |15−30 |NP−7                                                 
                        | 13−22 |Fine sandy     |CL−ML, ML,   |A−4          |   0  |   0  |95−100|85−100|65−100|36−75 |15−30 |NP−7                                                 
                        |       | loam, loam,   | SC−SM, SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 22−60 |Sandy loam,    |ML, SM       |A−2, A−4     |   0  |   0  |95−100|90−100|70−100|25−60 |15−30 |NP−7                                                 
                        |       | fine sandy    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       JpB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Joppa−−−−−−−−−−−|  0−13 |Gravelly sandy |ML, SM, SP−SM|A−1, A−2, A−4|   0  |   0  |60−80 |50−75 |25−70 |10−55 |15−35 |  NP                                                 
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 13−23 |Very gravelly  |GM, GP−GM, SM|A−1, A−2, A−4|   0  |   0  |40−80 |30−75 |20−70 |10−55 |15−30 |  NP                                                 
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly loam |             |             |      |      |      |      |      |      |      |                                                     
                        | 23−72 |Very gravelly  |GM, GP, GW,  |A−1, A−2−4,  | −−−  | 0−10 |35−75 |30−75 |15−55 | 2−30 |15−20 |  NP                                                 
                        |       | sand, gravelly| SP          | A−3         |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       JpC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Joppa−−−−−−−−−−−|  0−13 |Gravelly sandy |ML, SM, SP−SM|A−1, A−2, A−4|   0  |   0  |60−80 |50−75 |25−70 |10−55 |15−35 |  NP                                                 
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 13−23 |Very gravelly  |GM, GP−GM, SM|A−1, A−2, A−4|   0  |   0  |40−80 |30−75 |20−70 |10−55 |15−30 |  NP                                                 
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly loam |             |             |      |      |      |      |      |      |      |                                                     
                        | 23−72 |Very gravelly  |GM, GP, GW,  |A−1, A−2−4,  | −−−  | 0−10 |35−75 |30−75 |15−55 | 2−30 |15−20 |  NP                                                 
                        |       | sand, gravelly| SP          | A−3         |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       JpD2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Joppa−−−−−−−−−−−|  0−13 |Gravelly sandy |ML, SM, SP−SM|A−4, A−1, A−2|   0  |   0  |60−80 |50−75 |25−70 |10−55 |15−35 |  NP                                                 
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 13−23 |Very gravelly  |GM, GP−GM, SM|A−1, A−2, A−4|   0  |   0  |40−80 |30−75 |20−70 |10−55 |15−30 |  NP                                                 
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly loam |             |             |      |      |      |      |      |      |      |                                                     
                        | 23−72 |Very gravelly  |GM, GP, GW,  |A−1, A−2−4,  | −−−  | 0−10 |35−75 |30−75 |15−55 | 2−30 |15−20 |  NP                                                 
                        |       | sand, gravelly| SP          | A−3         |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       JuD:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Joppa−−−−−−−−−−−|  0−13 |Gravelly sandy |ML, SM, SP−SM|A−1, A−2, A−4|   0  |   0  |60−80 |50−75 |25−70 |10−55 |15−35 |  NP                                                 
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 13−23 |Very gravelly  |GM, GP−GM, SM|A−1, A−2, A−4|   0  |   0  |40−80 |30−75 |20−70 |10−55 |15−30 |  NP                                                 
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly loam |             |             |      |      |      |      |      |      |      |                                                     
                        | 23−72 |Very gravelly  |GM, GP, GW,  |A−1, A−2−4,  | −−−  | 0−10 |35−75 |30−75 |15−55 | 2−30 |15−20 |  NP                                                 
                        |       | sand, gravelly| SP          | A−3         |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       KeB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Kelly−−−−−−−−−−−|  0−9  |Silt loam      |ML           |A−4          |   0  |   0  |90−100|85−100|80−100|60−90 |15−30 |NP−7                                                 
                        |  9−38 |Silty clay     |CH, CL, SC   |A−6, A−7     |   0  |   0  |90−100|85−100|70−100|35−95 |35−70 |14−40                                                
                        |       | loam, clay,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 38−41 |Gravelly silty |CH, CL, GC−  |A−2, A−4, A− | −−−  | 0−10 |45−90 |40−90 |35−90 |15−85 |20−60 | 2−40                                                
                        |       | clay, sandy   | GM, ML      | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        | 41−45 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        | 45−49 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       KeC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Kelly−−−−−−−−−−−|  0−5  |Silt loam      |CL, CL−ML, ML|A−4          |   0  | 0−5  |80−100|75−95 |65−95 |50−90 |10−20 |NP−10                                                
                        |  5−13 |Loam, silt     |CL, CL−ML,   |A−2, A−4, A−6|   0  | 0−5  |60−100|50−95 |30−95 |20−90 |10−30 |NP−15                                                
                        |       | loam, channery| GM, ML      |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 13−18 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        | 18−22 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       KsC:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Kelly−−−−−−−−−−−|  0−8  |Very stony silt|GM, ML       |A−4, A−6     | 1−5  | 3−10 |65−100|50−100|45−95 |40−85 | 0−14 | −−−                                                 
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |  8−36 |Silt loam, clay|GM, ML, SM   |A−2, A−4, A−6| 0−1  | 0−15 |65−100|50−95 |40−85 |30−85 |25−40 |NP−13                                                
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | silt loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−46 |Channery silt  |GM, GP−GM,   |A−1, A−2, A− | 0−1  | 0−20 |20−90 |15−90 |10−85 |10−75 |25−40 |NP−12                                                
                        |       | loam, channery| ML, SM      | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | loam, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery clay |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 46−50 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       KuB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Kelly−−−−−−−−−−−|  0−9  |Silt loam      |ML           |A−4          |   0  |   0  |90−100|85−100|80−100|60−90 |15−30 |NP−7                                                 
                        |  9−38 |Silty clay     |CH, CL, SC   |A−6, A−7     |   0  |   0  |90−100|85−100|70−100|35−95 |35−70 |14−40                                                
                        |       | loam, clay,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 38−41 |Gravelly silty |CH, CL, GC−  |A−2, A−4, A− | −−−  | 0−10 |45−90 |40−90 |35−90 |15−85 |20−60 | 2−40                                                
                        |       | clay, sandy   | GM, ML      | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        | 41−45 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        | 45−49 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LeB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Legore−−−−−−−−−−|  0−10 |Silt loam      |CL           |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|50−95 |15−40 | 7−15                                                
                        | 10−24 |Gravelly silty |MH, ML, SM   |A−7          |   0  | 0−15 |80−100|50−100|50−100|40−95 |40−65 |14−30                                                
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−66 |Gravelly silt  |GM, ML, SM   |A−2, A−4, A− |   0  | 0−15 |60−100|50−100|45−100|25−95 |15−50 |NP−15                                                
                        |       | loam, silty   |             | 5, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 66−70 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LeC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Legore−−−−−−−−−−|  0−10 |Silt loam      |CL           |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|50−95 |15−40 | 7−15                                                
                        | 10−24 |Gravelly silty |MH, ML, SM   |A−7          |   0  | 0−15 |80−100|50−100|50−100|40−95 |40−65 |14−30                                                
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−66 |Gravelly silt  |GM, ML, SM   |A−2, A−4, A− |   0  | 0−15 |60−100|50−100|45−100|25−95 |15−50 |NP−15                                                
                        |       | loam, silty   |             | 5, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 66−70 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LeD2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Legore−−−−−−−−−−|  0−10 |Silt loam      |CL           |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|50−95 |15−40 | 7−15                                                
                        | 10−24 |Gravelly silty |MH, ML, SM   |A−7          |   0  | 0−15 |80−100|50−100|50−100|40−95 |40−65 |14−30                                                
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−66 |Gravelly silt  |GM, ML, SM   |A−2, A−4, A− |   0  | 0−15 |60−100|50−100|45−100|25−95 |15−50 |NP−15                                                
                        |       | loam, silty   |             | 5, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 66−70 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LeE:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Legore−−−−−−−−−−|  0−10 |Silt loam      |CL           |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|50−95 |15−40 | 7−15                                                
                        | 10−24 |Gravelly silty |MH, ML, SM   |A−7          |   0  | 0−15 |80−100|50−100|50−100|40−95 |40−65 |14−30                                                
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−66 |Gravelly silt  |GM, ML, SM   |A−2, A−4, A− |   0  | 0−15 |60−100|50−100|45−100|25−95 |15−50 |NP−15                                                
                        |       | loam, silty   |             | 5, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 66−70 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LfC:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Legore−−−−−−−−−−|  0−10 |Very stony silt|CL, GC       |A−4, A−6     | −−−  | 5−20 |65−90 |50−75 |40−75 |30−70 |15−40 | 7−15                                                
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 10−24 |Silty clay     |MH, ML       |A−7          | −−−  | 0−15 |80−100|50−100|50−100|40−95 |40−65 |14−30                                                
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−66 |Gravelly sandy |GM, ML, SM   |A−2, A−4, A−7| −−−  | 0−15 |60−100|50−100|45−100|25−95 |15−50 |NP−15                                                
                        |       | loam, loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 66−70 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LfD:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Legore−−−−−−−−−−|  0−10 |Very stony silt|CL, GC       |A−4, A−6     | −−−  | 5−20 |65−90 |50−75 |40−75 |30−70 |15−40 | 7−15                                                
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 10−24 |Silty clay     |MH, ML       |A−7          | −−−  | 0−15 |80−100|50−100|50−100|40−95 |40−65 |14−30                                                
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−66 |Gravelly sandy |GM, ML, SM   |A−2, A−4, A−7| −−−  | 0−15 |60−100|50−100|45−100|25−95 |15−50 |NP−15                                                
                        |       | loam, loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 66−70 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LfE:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Legore−−−−−−−−−−|  0−10 |Very stony silt|CL, GC       |A−4, A−6     | −−−  | 5−20 |65−90 |50−75 |40−75 |30−70 |15−40 | 7−15                                                
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 10−24 |Silty clay     |MH, ML       |A−7          | −−−  | 0−15 |80−100|50−100|50−100|40−95 |40−65 |14−30                                                
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−66 |Gravelly sandy |GM, ML, SM   |A−2, A−4, A−7| −−−  | 0−15 |60−100|50−100|45−100|25−95 |15−50 |NP−15                                                
                        |       | loam, loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 66−70 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LgC3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Legore−−−−−−−−−−|  0−10 |Silty clay loam|CL           |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|50−95 |15−40 | 7−15                                                
                        | 10−24 |Gravelly silty |MH, ML, SM   |A−7          |   0  | 0−15 |80−100|50−100|50−100|40−95 |40−65 |14−30                                                
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−66 |Gravelly silt  |GM, ML, SM   |A−2, A−4, A− |   0  | 0−15 |60−100|50−100|45−100|25−95 |15−50 |NP−15                                                
                        |       | loam, silty   |             | 5, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 66−70 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LgD3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Legore−−−−−−−−−−|  0−10 |Silty clay loam|CL           |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|50−95 |15−40 | 7−15                                                
                        | 10−24 |Gravelly silty |MH, ML, SM   |A−7          |   0  | 0−15 |80−100|50−100|50−100|40−95 |40−65 |14−30                                                
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−66 |Gravelly silt  |GM, ML, SM   |A−2, A−4, A− |   0  | 0−15 |60−100|50−100|45−100|25−95 |15−50 |NP−15                                                
                        |       | loam, silty   |             | 5, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 66−70 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LhB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Legore−−−−−−−−−−|  0−10 |Silt loam      |CL           |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|50−95 |15−40 | 7−15                                                
                        | 10−24 |Gravelly silty |MH, ML, SM   |A−7          |   0  | 0−15 |80−100|50−100|50−100|40−95 |40−65 |14−30                                                
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−66 |Gravelly silt  |GM, ML, SM   |A−2, A−4, A− |   0  | 0−15 |60−100|50−100|45−100|25−95 |15−50 |NP−15                                                
                        |       | loam, silty   |             | 5, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 66−70 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LhC:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Legore−−−−−−−−−−|  0−10 |Silt loam      |CL           |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|50−95 |15−40 | 7−15                                                
                        | 10−24 |Gravelly silty |MH, ML, SM   |A−7          |   0  | 0−15 |80−100|50−100|50−100|40−95 |40−65 |14−30                                                
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−66 |Gravelly silt  |GM, ML, SM   |A−2, A−4, A− |   0  | 0−15 |60−100|50−100|45−100|25−95 |15−50 |NP−15                                                
                        |       | loam, silty   |             | 5, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 66−70 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LlB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Lenoir−−−−−−−−−−|  0−8  |Loam           |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |85−98 |60−85 |20−35 | 3−10                                                
                        |  8−75 |Clay, silty    |CH, CL       |A−6, A−7     |   0  |   0  | 100  | 100  |85−99 |55−95 |30−55 |11−35                                                
                        |       | clay, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LmB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Lenoir−−−−−−−−−−|  0−8  |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |85−98 |60−85 |20−35 | 3−10                                                
                        |  8−75 |Clay, silty    |CH, CL       |A−6, A−7     |   0  |   0  | 100  | 100  |85−99 |55−95 |30−55 |11−35                                                
                        |       | clay, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LmC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Lenoir−−−−−−−−−−|  0−10 |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  |95−100|95−100|90−100|65−85 |20−30 | 3−10                                                
                        | 10−60 |Silty clay     |CH, CL, MH,  |A−6, A−7     |   0  |   0  |95−100|95−100|85−100|70−95 |35−55 |10−30                                                
                        |       | loam, clay    | ML          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        | 60−72 |Stratified clay|CL, CL−ML,   |A−2, A−4, A− |   0  |   0  |95−100|95−100|60−95 |25−85 |15−55 |NP−30                                                
                        |       | to loamy sand | SC, SC−SM   | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LnC3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Lenoir−−−−−−−−−−|  0−10 |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  |95−100|95−100|90−100|65−85 |20−30 | 3−10                                                
                        | 10−60 |Silty clay     |CH, CL, MH,  |A−6, A−7     |   0  |   0  |95−100|95−100|85−100|70−95 |35−55 |10−30                                                
                        |       | loam, clay    | ML          |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        | 60−72 |Stratified clay|CL, CL−ML,   |A−2, A−4, A− |   0  |   0  |95−100|95−100|60−95 |25−85 |15−55 |NP−30                                                
                        |       | to loamy sand | SC, SC−SM   | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LoB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Lenoir−−−−−−−−−−|  0−8  |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |85−98 |60−85 |20−35 | 3−10                                                
                        |  8−75 |Clay, silty    |CH, CL       |A−6, A−7     |   0  |   0  | 100  | 100  |85−99 |55−95 |30−55 |11−35                                                
                        |       | clay, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Lr:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Leonardtown−−−−−|  0−12 |Silt loam      |ML, SM       |A−2−4, A−4   |   0  |   0  |85−100|80−100|55−100|30−90 |15−35 | 5−10                                                
                        | 12−49 |Silt loam,     |CL, CL−ML    |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|55−95 |15−35 | 5−15                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 49−70 |Loam, gravelly |CL, ML, SC,  |A−1, A−2, A− |   0  |   0  |65−100|50−100|30−100|15−95 |15−40 | 3−20                                                
                        |       | sandy loam,   | SM          | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Ls:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Lindside−−−−−−−−|  0−8  |Silt loam      |CL, CL−ML, ML|A−4, A−6     |   0  |   0  | 100  |95−100|80−100|55−90 |20−35 | 2−15                                                
                        |  8−44 |Silty clay     |CL, CL−ML    |A−4, A−6     |   0  |   0  | 100  |95−100|90−100|70−95 |25−40 | 4−18                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | fine sandy    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 44−60 |Stratified     |CL, SC       |A−2, A−4, A−6|   0  |   0  |60−100|55−100|45−100|30−95 |20−40 | 4−18                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam to       |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LyB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Loamy And Clayey|       |               |             |             |      |      |      |      |      |      |      |                                                     
         Lan−−−−−−−−−−−−|  0−28 |Sandy loam     |SM, SP−SM    |A−1, A−2, A− |   0  |   0  | 100  |85−100|49−85 | 5−45 | −−−  |  NP                                                 
                        |       |               |             | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        | 28−36 |Sandy loam,    |SC, SM       |A−2, A−4, A−6|   0  |   0  | 100  |85−100|55−90 |30−50 |15−28 |NP−12                                                
                        |       | sandy clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Clay, silty    |CH, CL       |A−6, A−7     |   0  |   0  | 100  | 100  | 100  |90−100|40−59 |17−31                                                
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LyD:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Loamy And Clayey|       |               |             |             |      |      |      |      |      |      |      |                                                     
         Lan−−−−−−−−−−−−|  0−28 |Sandy loam     |SM, SP−SM    |A−1, A−2, A− |   0  |   0  | 100  |85−100|49−85 | 5−45 | −−−  |  NP                                                 
                        |       |               |             | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        | 28−36 |Sandy loam,    |SC, SM       |A−2, A−4, A−6|   0  |   0  | 100  |85−100|55−90 |30−50 |15−28 |NP−12                                                
                        |       | sandy clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Clay, silty    |CH, CL       |A−6, A−7     |   0  |   0  | 100  | 100  | 100  |90−100|40−59 |17−31                                                
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       LyE:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Loamy And Clayey|       |               |             |             |      |      |      |      |      |      |      |                                                     
         Lan−−−−−−−−−−−−|  0−28 |Sandy loam     |SM, SP−SM    |A−1, A−2, A− |   0  |   0  | 100  |85−100|49−85 | 5−45 | −−−  |  NP                                                 
                        |       |               |             | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        | 28−36 |Sandy loam,    |SC, SM       |A−2, A−4, A−6|   0  |   0  | 100  |85−100|55−90 |30−50 |15−28 |NP−12                                                
                        |       | sandy clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Clay, silty    |CH, CL       |A−6, A−7     |   0  |   0  | 100  | 100  | 100  |90−100|40−59 |17−31                                                
                        |       | clay          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Ma:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Made Land−−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MbB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−90 |32−40 | 6−12                                                
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−100|40−100|30−90 |26−40 | 4−12                                                
                        |       | loam, channery|             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |65−100|50−100|30−95 |15−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MbC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−90 |32−40 | 6−12                                                
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−100|40−100|30−90 |26−40 | 4−12                                                
                        |       | loam, channery|             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |65−100|50−100|30−95 |15−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MbC3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−90 |32−40 | 6−12                                                
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−100|40−100|30−90 |26−40 | 4−12                                                
                        |       | loam, channery|             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |65−100|50−100|30−95 |15−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MbD2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−90 |32−40 | 6−12                                                
                        | 10−20 |Loam, silt     |ML, SM, GM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−100|40−100|30−90 |26−40 | 4−12                                                
                        |       | loam, channery|             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |65−100|50−100|30−95 |15−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MbD3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−90 |32−40 | 6−12                                                
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−100|40−100|30−90 |26−40 | 4−12                                                
                        |       | loam, channery|             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |65−100|50−100|30−95 |15−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       McB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Channery loam  |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−75 |40−75 |30−70 |32−40 | 6−12                                                
                        |       |               |             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−100|40−100|30−90 |26−40 | 4−12                                                
                        |       | loam, channery|             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |65−100|50−100|30−95 |15−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       McC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Channery loam  |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−75 |40−75 |30−70 |32−40 | 6−12                                                
                        |       |               |             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−4, A−6, A− | −−−  | 0−10 |65−100|50−100|40−100|30−90 |26−40 | 4−12                                                
                        |       | loam, channery|             | 2−4, A−2−6  |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |65−100|50−100|30−95 |15−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       McC3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Channery loam  |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−75 |40−75 |30−70 |32−40 | 6−12                                                
                        |       |               |             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−100|40−100|30−90 |26−40 | 4−12                                                
                        |       | loam, channery|             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |65−100|50−100|30−95 |15−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       McD2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Channery loam  |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−75 |40−75 |30−70 |32−40 | 6−12                                                
                        |       |               |             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−100|40−100|30−90 |26−40 | 4−12                                                
                        |       | loam, channery|             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |65−100|50−100|30−95 |15−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       McD3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Channery loam  |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−75 |40−75 |30−70 |32−40 | 6−12                                                
                        |       |               |             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−100|40−100|30−90 |26−40 | 4−12                                                
                        |       | loam, channery|             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |65−100|50−100|30−95 |15−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MdE:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−90 |32−40 | 6−12                                                
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−100|40−100|30−90 |26−40 | 4−12                                                
                        |       | loam, channery|             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |65−100|50−100|30−95 |15−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MeD:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Loam           |ML           |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|50−90 |32−40 | 6−12                                                
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−2−4, A−2−6,| −−−  | 0−10 |65−100|50−100|40−100|30−90 |26−40 | 4−12                                                
                        |       | loam, channery|             | A−4, A−6    |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |65−100|50−100|30−95 |15−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MgC:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Very stony loam|GM, ML, SM   |A−4, A−6     | −−−  | 3−15 |70−100|60−100|50−95 |35−90 |32−40 | 6−12                                                
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−4, A−6     | −−−  | 0−10 |70−95 |60−95 |50−95 |35−85 |26−40 | 4−12                                                
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |70−100|60−100|35−95 |20−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Glenelg−−−−−−−−−|  −−−  |      −−−      |     −−−     |     −−−     | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |  0−10 |Very stony loam|ML, SM, GM   |A−4, A−6     | −−−  | 3−15 |70−100|60−100|50−95 |35−90 |32−40 | 6−12                                                
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−4, A−6     | −−−  | 0−10 |70−95 |60−95 |50−95 |35−85 |26−40 | 4−12                                                
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |70−100|60−100|35−95 |20−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MhD:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Very stony loam|GM, ML, SM   |A−4, A−6     | −−−  | 3−15 |70−100|60−100|50−95 |35−90 |32−40 | 6−12                                                
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−4, A−6     | −−−  | 0−10 |70−95 |60−95 |50−95 |35−85 |26−40 | 4−12                                                
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |70−100|60−100|35−95 |20−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Brandywine−−−−−−|  0−12 |Very stony loam|GM, SC, SC−  |A−2, A−4     | −−−  | 5−15 |65−80 |50−70 |40−55 |30−50 |15−30 |NP−8                                                 
                        |       |               | SM, SM      |             |      |      |      |      |      |      |      |                                                     
                        | 12−20 |Channery fine  |GM, ML, SM   |A−1, A−2, A−4| −−−  | 5−30 |60−95 |50−95 |30−95 |15−85 |20−32 |NP−8                                                 
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−30 |Channery fine  |GM, ML, SM   |A−1, A−2, A−4| −−−  | 0−30 |60−80 |45−70 |30−70 |20−60 |20−32 |NP−8                                                 
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery loam,|             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery silt |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 30−60 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MhE:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Manor−−−−−−−−−−−|  0−10 |Very stony loam|GM, ML, SM   |A−4, A−6     | −−−  | 3−15 |70−100|60−100|50−95 |35−90 |32−40 | 6−12                                                
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−4, A−6     | −−−  | 0−10 |70−95 |60−95 |50−95 |35−85 |26−40 | 4−12                                                
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |70−100|60−100|35−95 |20−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Brandywine−−−−−−|  −−−  |      −−−      |     −−−     |     −−−     | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                        |  0−12 |Very stony loam|GM, SC, SC−  |A−2, A−4     | −−−  | 5−15 |65−80 |50−70 |40−55 |30−50 |15−30 |NP−8                                                 
                        |       |               | SM, SM      |             |      |      |      |      |      |      |      |                                                     
                        | 12−20 |Channery fine  |GM, ML, SM   |A−1, A−2, A−4| −−−  | 5−30 |60−95 |50−95 |30−95 |15−85 |20−32 |NP−8                                                 
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−30 |Channery fine  |GM, ML, SM   |A−1, A−2, A−4| −−−  | 0−30 |60−80 |45−70 |30−70 |20−60 |20−32 |NP−8                                                 
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery loam,|             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery silt |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 30−60 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MkA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Matapeake−−−−−−−|  0−16 |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |80−100|80−100|20−33 | 3−9                                                 
                        | 16−34 |Silt loam,     |CL           |A−6          |   0  |   0  | 100  | 100  |80−100|80−100|27−45 |10−22                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 34−62 |Sandy loam,    |SM           |A−2, A−3, A−4|   0  |   0  |95−100|90−100|55−70 | 5−40 |15−19 |NP−3                                                 
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MkB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Matapeake−−−−−−−|  0−16 |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |80−100|80−100|20−33 | 3−9                                                 
                        | 16−34 |Silt loam,     |CL           |A−6          |   0  |   0  | 100  | 100  |80−100|80−100|27−45 |10−22                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 34−62 |Sandy loam,    |SM           |A−2, A−3, A−4|   0  |   0  |95−100|90−100|55−70 | 5−40 |15−19 |NP−3                                                 
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MkC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Matapeake−−−−−−−|  0−16 |Silt loam      |CL, CL−ML, ML|A−4          |   0  |   0  | 100  | 100  |80−100|80−100|20−33 | 3−9                                                 
                        | 16−34 |Silt loam,     |CL           |A−6          |   0  |   0  | 100  | 100  |80−100|80−100|27−45 |10−22                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 34−62 |Sandy loam,    |SM           |A−2, A−3, A−4|   0  |   0  |95−100|90−100|55−70 | 5−40 |15−19 |NP−3                                                 
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MlA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Mattapex−−−−−−−−|  0−15 |Silt loam      |CL, CL−ML    |A−4          |   0  |   0  |95−100|90−100|80−100|80−100|15−30 | 5−15                                                
                        | 15−36 |Silty clay     |CL, CL−ML    |A−4, A−6, A−7|   0  |   0  | 100  | 100  |90−100|85−95 |24−45 | 7−21                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Fine sandy     |CL, ML, SC,  |A−2, A−4, A−6|   0  |   0  |95−100|90−100|45−95 |15−75 |15−40 |NP−18                                                
                        |       | loam, loam,   | SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand    |             |             |      |      |      |      |      |      |      |                                                     
                        | 60−65 |Sand, loamy    |SM           |A−2          |   0  |   0  |95−100|90−100|43−85 |15−40 |10−15 |  NP                                                 
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MlB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Mattapex−−−−−−−−|  0−15 |Silt loam      |CL, CL−ML    |A−4          |   0  |   0  |95−100|90−100|80−100|80−100|15−30 | 5−15                                                
                        | 15−36 |Silty clay     |CL, CL−ML    |A−4, A−6, A−7|   0  |   0  | 100  | 100  |90−100|85−95 |24−45 | 7−21                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Fine sandy     |CL, ML, SC,  |A−2, A−4, A−6|   0  |   0  |95−100|90−100|45−95 |15−75 |15−40 |NP−18                                                
                        |       | loam, loam,   | SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand    |             |             |      |      |      |      |      |      |      |                                                     
                        | 60−65 |Sand, loamy    |SM           |A−2          |   0  |   0  |95−100|90−100|43−85 |15−40 |10−15 |  NP                                                 
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MmB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Mattapex−−−−−−−−|  0−15 |Silt loam      |CL, CL−ML    |A−4          |   0  |   0  |95−100|90−100|80−100|80−100|15−30 | 5−15                                                
                        | 15−36 |Silty clay     |CL, CL−ML    |A−4, A−6, A−7|   0  |   0  | 100  | 100  |90−100|85−95 |24−45 | 7−21                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 36−60 |Fine sandy     |CL, ML, SC,  |A−2, A−4, A−6|   0  |   0  |95−100|90−100|45−95 |15−75 |15−40 |NP−18                                                
                        |       | loam, loam,   | SM          |             |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand    |             |             |      |      |      |      |      |      |      |                                                     
                        | 60−65 |Sand, loamy    |SM           |A−2          |   0  |   0  |95−100|90−100|43−85 |15−40 |10−15 |  NP                                                 
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Mn:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Melvin−−−−−−−−−−|  0−9  |Silt loam      |CL−ML, ML    |A−4          |   0  |   0  |95−100|90−100|80−100|80−95 |25−35 | 4−10                                                
                        |  9−30 |Silt loam,     |CL, CL−ML    |A−4, A−6     |   0  |   0  |95−100|90−100|80−100|80−98 |25−40 | 5−20                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 30−62 |Silt loam,     |CL, CL−ML    |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|60−98 |25−40 | 5−20                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Mo:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Melvin−−−−−−−−−−|  0−9  |Silt loam      |CL−ML, ML    |A−4          |   0  |   0  |95−100|90−100|80−100|80−95 |25−35 | 4−10                                                
                        |  9−30 |Silt loam,     |CL, CL−ML    |A−4, A−6     |   0  |   0  |95−100|90−100|80−100|80−98 |25−40 | 5−20                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 30−62 |Silt loam,     |CL, CL−ML    |A−4, A−6     |   0  |   0  |85−100|80−100|70−100|60−98 |25−40 | 5−20                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Mr:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Mine Dumps And  |       |               |             |             |      |      |      |      |      |      |      |                                                     
         Quarr−−−−−−−−−−|  0−6  |Very channery  |CL, GC, GM,  |A−4, A−1, A−2|   0  |30−60 |40−80 |30−70 |20−65 |15−60 |15−25 |NP−10                                                
                        |       | loam          | SC−SM       |             |      |      |      |      |      |      |      |                                                     
                        |  6−60 |Very channery  |GC, GM, GW−  |A−1, A−2     | 0−1  |40−70 |25−80 |20−50 |10−30 | 5−30 |15−40 |NP−15                                                
                        |       | silt loam,    | GM, SC−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | very channery |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very channery |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MsB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Montalto−−−−−−−−|  0−11 |Silt loam      |CH, CL, ML   |A−6, A−7     |   0  | 0−5  |95−100|80−100|70−100|50−95 |36−52 |10−25                                                
                        | 11−45 |Clay, silty    |CH, CL       |A−7          |   0  | 0−5  |95−100|80−100|70−100|60−95 |40−54 |18−27                                                
                        |       | clay, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 45−65 |Loam, clay     |CH, CL, ML   |A−6, A−7     |   0  | 0−10 |90−100|80−100|70−100|50−95 |38−52 |13−25                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MsC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Montalto−−−−−−−−|  0−11 |Silt loam      |CH, CL, ML   |A−6, A−7     |   0  | 0−5  |95−100|80−100|70−100|50−95 |36−52 |10−25                                                
                        | 11−45 |Clay, silty    |CH, CL       |A−7          |   0  | 0−5  |95−100|80−100|70−100|60−95 |40−54 |18−27                                                
                        |       | clay, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 45−65 |Loam, clay     |CH, CL, ML   |A−6, A−7     |   0  | 0−10 |90−100|80−100|70−100|50−95 |38−52 |13−25                                                
                        |       | loam, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MtB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Mt. Airy−−−−−−−−|  0−6  |Channery loam  |GM, ML       |A−2, A−4, A−6| −−−  | 0−10 |40−60 |40−60 |25−60 |20−55 |32−40 | 6−12                                                
                        |  6−33 |Channery silt  |GM           |A−1, A−2     | −−−  | 0−15 |35−50 |30−50 |25−40 |10−25 |26−40 | 4−12                                                
                        |       | loam, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery loam,|             |             |      |      |      |      |      |      |      |                                                     
                        |       | extremely     |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery clay |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 33−37 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MtC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Mt. Airy−−−−−−−−|  0−6  |Channery loam  |GM, ML       |A−2, A−4, A−6| −−−  | 0−10 |40−60 |40−60 |25−60 |20−55 |32−40 | 6−12                                                
                        |  6−33 |Channery silt  |GM           |A−1, A−2     | −−−  | 0−15 |35−50 |30−50 |25−40 |10−25 |26−40 | 4−12                                                
                        |       | loam, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery loam,|             |             |      |      |      |      |      |      |      |                                                     
                        |       | extremely     |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery clay |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 33−37 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MtD2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Mt. Airy−−−−−−−−|  0−6  |Channery loam  |GM, ML       |A−2, A−4, A−6| −−−  | 0−10 |40−60 |40−60 |25−60 |20−55 |32−40 | 6−12                                                
                        |  6−33 |Channery silt  |GM           |A−1, A−2     | −−−  | 0−15 |35−50 |30−50 |25−40 |10−25 |26−40 | 4−12                                                
                        |       | loam, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery loam,|             |             |      |      |      |      |      |      |      |                                                     
                        |       | extremely     |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery clay |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 33−37 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       MtD3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Mt. Airy−−−−−−−−|  0−6  |Channery loam  |GM, ML       |A−2, A−4, A−6| −−−  | 0−10 |40−60 |40−60 |25−60 |20−55 |32−40 | 6−12                                                
                        |  6−33 |Channery silt  |GM           |A−1, A−2     | −−−  | 0−15 |35−50 |30−50 |25−40 |10−25 |26−40 | 4−12                                                
                        |       | loam, very    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery loam,|             |             |      |      |      |      |      |      |      |                                                     
                        |       | extremely     |             |             |      |      |      |      |      |      |      |                                                     
                        |       | channery clay |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 33−37 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       NeB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Neshaminy−−−−−−−|  0−11 |Silt loam      |ML           |A−4, A−6     |   0  | 0−10 |95−100|90−100|80−100|65−85 | 0−14 | −−−                                                 
                        | 11−54 |Silt loam,     |GM, MH, ML,  |A−2, A−4, A− | 0−1  | 0−40 |60−100|55−100|45−100|30−75 |25−55 |NP−22                                                
                        |       | gravelly silty| SM          | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 54−58 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       NeC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Neshaminy−−−−−−−|  0−11 |Silt loam      |ML           |A−4, A−6     |   0  | 0−10 |95−100|90−100|80−100|65−85 | 0−14 | −−−                                                 
                        | 11−54 |Silt loam,     |GM, MH, ML,  |A−2, A−4, A− | 0−1  | 0−40 |60−100|55−100|45−100|30−75 |25−55 |NP−22                                                
                        |       | gravelly silty| SM          | 6, A−7      |      |      |      |      |      |      |      |                                                     
                        |       | clay loam,    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 54−58 |Weathered      |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Ot:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Othello−−−−−−−−−|  0−9  |Silt loam      |CL, CL−ML,   |A−4, A−6     |   0  |   0  | 100  | 100  |70−100|40−95 |20−35 |NP−15                                                
                        |       |               | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |  9−29 |Silty clay     |CL           |A−6          |   0  |   0  | 100  | 100  |90−100|70−95 |29−40 |10−19                                                
                        |       | loam, silt    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 29−50 |Sandy loam,    |CL, CL−ML,   |A−4, A−6     |   0  |   0  |90−100|85−100|50−90 |25−65 |15−35 |NP−17                                                
                        |       | loam, sandy   | SC, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 50−72 |Sand, loamy    |SM, SP−SM    |A−1, A−2     |   0  |   0  |90−100|85−100|20−50 | 5−35 |10−15 |NP−5                                                 
                        |       | sand, loamy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | fine sand     |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Po:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Pocomoke−−−−−−−−|  0−10 |Loam           |CL−ML, SM    |A−2, A−4     |   0  |   0  |85−100|85−100|30−75 |20−50 |19−40 | 3−10                                                
                        | 10−28 |Sandy loam,    |ML, SM       |A−2, A−4     |   0  |   0  |85−100|85−100|40−85 | 5−65 |15−40 |NP−15                                                
                        |       | fine sandy    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 28−40 |Loamy sand     |SM, SP−SM    |A−1, A−2     |   0  |   0  |80−100|70−100|30−75 |10−25 |10−22 |NP−8                                                 
                        | 40−60 |Stratified     |CL−ML, SC, SM|A−2, A−3, A−4|   0  |   0  |80−100|65−100|30−90 | 4−55 |15−38 |NP−15                                                
                        |       | sandy clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam to sand  |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ReC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Relay−−−−−−−−−−−|  0−8  |Silt loam      |CL           |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|55−95 |20−33 | 8−12                                                
                        |  8−33 |Silty clay     |CL, ML       |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|60−95 |30−50 | 8−17                                                
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 33−60 |Silt loam,     |CL           |A−4          |   0  | 0−10 |85−100|80−100|50−100|25−90 |19−33 | 5−10                                                
                        |       | loam, sandy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 60−64 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ReD2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Relay−−−−−−−−−−−|  0−8  |Silt loam      |CL           |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|55−95 |20−33 | 8−12                                                
                        |  8−33 |Silty clay     |CL, ML       |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|60−95 |30−50 | 8−17                                                
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 33−60 |Silt loam,     |CL           |A−4          |   0  | 0−10 |85−100|80−100|50−100|25−90 |19−33 | 5−10                                                
                        |       | loam, sandy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 60−64 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       RsD:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Relay−−−−−−−−−−−|  0−7  |Very stony loam|ML           |A−4, A−6     | −−−  | 5−10 |95−100|80−100|70−100|50−95 |32−40 | 7−12                                                
                        |  7−11 |Silt loam,     |CH, CL, ML   |A−6, A−7     |   0  | 0−5  |95−100|80−100|70−100|50−95 |36−52 |10−25                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 11−45 |Clay, silty    |CH, CL       |A−7          |   0  | 0−5  |95−100|80−100|70−100|60−95 |40−54 |18−27                                                
                        |       | clay, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 45−65 |Loam, clay     |CH, CL, MH,  |A−6, A−7     |   0  | 0−10 |90−100|80−100|70−100|50−95 |38−52 |13−25                                                
                        |       | loam, silty   | ML          |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       RsE:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Relay−−−−−−−−−−−|  0−10 |Very stony silt|CL, GC       |A−4, A−6     | −−−  | 5−20 |65−90 |50−75 |40−75 |30−70 |15−40 | 7−15                                                
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 10−24 |Silty clay     |MH, ML       |A−7          | −−−  | 0−15 |80−100|50−100|50−100|40−95 |40−65 |14−30                                                
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, gravelly|             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 24−66 |Gravelly sandy |GM, ML, SM   |A−2, A−4, A−7| −−−  | 0−15 |60−100|50−100|45−100|25−95 |15−50 |NP−15                                                
                        |       | loam, loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 66−70 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       RyD3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Relay−−−−−−−−−−−|  0−8  |Silty clay loam|CL           |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|55−95 |25−33 | 7−12                                                
                        |  8−33 |Silty clay     |CL, ML       |A−4, A−6     |   0  | 0−5  |85−100|80−100|70−100|60−95 |30−50 | 8−17                                                
                        |       | loam, clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 33−60 |Silt loam,     |CL, CL−ML, SC|A−2−4, A−4   |   0  | 0−10 |85−100|80−100|50−100|25−90 |19−29 | 5−10                                                
                        |       | loam, sandy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 60−64 |Unweathered    |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | −−−                                                 
                        |       | bedrock       |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Sg:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sand And Gravel |       |               |             |             |      |      |      |      |      |      |      |                                                     
         Pits−−−−−−−−−−−|  0−6  |Very gravelly  |GW           |A−1          | −−−  | 0−25 |10−25 | 5−25 | 0−15 | 0−5  | 0−14 |  NP                                                 
                        |       | sand          |             |             |      |      |      |      |      |      |      |                                                     
                        |  6−60 |Extremely      |GP, GW, SP,  |A−1          | −−−  | 0−25 |10−55 | 5−50 | 0−15 | 0−5  | 0−14 |  NP                                                 
                        |       | gravelly sand,| SW          |             |      |      |      |      |      |      |      |                                                     
                        |       | extremely     |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly      |             |             |      |      |      |      |      |      |      |                                                     
                        |       | coarse sand,  |             |             |      |      |      |      |      |      |      |                                                     
                        |       | very gravelly |             |             |      |      |      |      |      |      |      |                                                     
                        |       | coarse sand   |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ShA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sassafras−−−−−−−|  0−9  |Sandy loam     |SC, SC−SM, SM|A−2, A−4     |   0  |   0  |85−100|80−100|50−85 |25−55 |12−32 |NP−10                                                
                        |  9−40 |Loam, sandy    |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |85−100|80−100|50−95 |25−75 |20−33 | 5−15                                                
                        |       | clay loam,    | SC, SC−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−70 |Stratified sand|SC, SC−SM,   |A−1, A−2, A− |   0  |   0  |70−100|50−100|30−90 | 5−55 |15−26 |NP−8                                                 
                        |       | to gravelly   | SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ShB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sassafras−−−−−−−|  0−9  |Sandy loam     |SC, SC−SM, SM|A−2, A−4     |   0  |   0  |85−100|80−100|50−85 |25−55 |12−32 |NP−10                                                
                        |  9−40 |Loam, sandy    |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |85−100|80−100|50−95 |25−75 |20−33 | 5−15                                                
                        |       | clay loam,    | SC, SC−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−70 |Stratified sand|SC, SC−SM,   |A−1, A−2, A− |   0  |   0  |70−100|50−100|30−90 | 5−55 |15−26 |NP−8                                                 
                        |       | to gravelly   | SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ShC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sassafras−−−−−−−|  0−9  |Sandy loam     |SC, SC−SM, SM|A−2, A−4     |   0  |   0  |85−100|80−100|50−85 |25−55 |12−32 |NP−10                                                
                        |  9−40 |Loam, sandy    |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |85−100|80−100|50−95 |25−75 |20−33 | 5−15                                                
                        |       | clay loam,    | SC, SC−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−70 |Stratified sand|SC, SC−SM,   |A−1, A−2, A− |   0  |   0  |70−100|50−100|30−90 | 5−55 |15−26 |NP−8                                                 
                        |       | to gravelly   | SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ShC3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sassafras−−−−−−−|  0−9  |Sandy loam     |SC, SC−SM, SM|A−2, A−4     |   0  |   0  |85−100|80−100|50−85 |25−55 |12−32 |NP−10                                                
                        |  9−40 |Loam, sandy    |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |85−100|80−100|50−95 |25−75 |20−33 | 5−15                                                
                        |       | clay loam,    | SC, SC−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−70 |Stratified sand|SC, SC−SM,   |A−1, A−2, A− |   0  |   0  |70−100|50−100|30−90 | 5−55 |15−26 |NP−8                                                 
                        |       | to gravelly   | SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       ShD2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sassafras−−−−−−−|  0−9  |Sandy loam     |SC, SC−SM, SM|A−2, A−4     |   0  |   0  |85−100|80−100|50−85 |25−55 |12−32 |NP−10                                                
                        |  9−40 |Loam, sandy    |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |85−100|80−100|50−95 |25−75 |20−33 | 5−15                                                
                        |       | clay loam,    | SC, SC−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−70 |Stratified sand|SC, SC−SM,   |A−1, A−2, A− |   0  |   0  |70−100|50−100|30−90 | 5−55 |15−26 |NP−8                                                 
                        |       | to gravelly   | SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       SlA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sassafras−−−−−−−|  0−9  |Loam           |CL, CL−ML, ML|A−4          |   0  |   0  |85−100|80−100|70−95 |50−75 |12−32 |NP−10                                                
                        |  9−40 |Loam, sandy    |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |85−100|80−100|50−95 |25−75 |20−33 | 5−15                                                
                        |       | clay loam,    | SC, SC−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−70 |Stratified sand|SC, SC−SM,   |A−1, A−2, A− |   0  |   0  |70−100|50−100|30−90 | 5−55 |15−26 |NP−8                                                 
                        |       | to gravelly   | SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       SlB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sassafras−−−−−−−|  0−9  |Loam           |CL, CL−ML, ML|A−4          |   0  |   0  |85−100|80−100|70−95 |50−75 |12−32 |NP−10                                                
                        |  9−40 |Loam, sandy    |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |85−100|80−100|50−95 |25−75 |20−33 | 5−15                                                
                        |       | clay loam,    | SC, SC−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−70 |Stratified sand|SC, SC−SM,   |A−1, A−2, A− |   0  |   0  |70−100|50−100|30−90 | 5−55 |15−26 |NP−8                                                 
                        |       | to gravelly   | SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       SlC2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sassafras−−−−−−−|  0−9  |Loam           |CL, CL−ML, ML|A−4          |   0  |   0  |85−100|80−100|70−95 |50−75 |12−32 |NP−10                                                
                        |  9−40 |Loam, sandy    |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |85−100|80−100|50−95 |25−75 |20−33 | 5−15                                                
                        |       | clay loam,    | SC, SC−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−70 |Stratified sand|SC, SC−SM,   |A−1, A−2, A− |   0  |   0  |70−100|50−100|30−90 | 5−55 |15−26 |NP−8                                                 
                        |       | to gravelly   | SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       SnB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sassafras−−−−−−−|  0−9  |Sandy loam     |SC, SC−SM, SM|A−2, A−4     |   0  |   0  |85−100|80−100|50−85 |25−55 |12−32 |NP−10                                                
                        |  9−40 |Loam, sandy    |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |85−100|80−100|50−95 |25−75 |20−33 | 5−15                                                
                        |       | clay loam,    | SC, SC−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−70 |Stratified sand|SC, SC−SM,   |A−1, A−2, A− |   0  |   0  |70−100|50−100|30−90 | 5−55 |15−26 |NP−8                                                 
                        |       | to gravelly   | SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Urban Land−−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       SsD3:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sassafras−−−−−−−|  0−9  |Sandy loam     |SC, SC−SM, SM|A−2, A−4     |   0  |   0  |85−100|80−100|50−85 |25−55 |12−32 |NP−10                                                
                        |  9−40 |Loam, sandy    |SC−SM, CL,   |A−6, A−2, A−4|   0  |   0  |85−100|80−100|50−95 |25−75 |20−33 | 5−15                                                
                        |       | clay loam,    | CL−ML, SC   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−70 |Stratified sand|SC, SC−SM,   |A−1, A−2, A− |   0  |   0  |70−100|50−100|30−90 | 5−55 |15−26 |NP−8                                                 
                        |       | to gravelly   | SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Joppa−−−−−−−−−−−|  0−13 |Gravelly sandy |ML, SM, SP−SM|A−1, A−2, A−4|   0  |   0  |60−80 |50−75 |25−70 |10−55 |15−35 |  NP                                                 
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 13−23 |Very gravelly  |GM, GP−GM, SM|A−1, A−2, A−4|   0  |   0  |40−80 |30−75 |20−70 |10−55 |15−30 |  NP                                                 
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly loam |             |             |      |      |      |      |      |      |      |                                                     
                        | 23−72 |Very gravelly  |GM, GP, GW,  |A−1, A−2−4,  | −−−  | 0−10 |35−75 |30−75 |15−55 | 2−30 |15−20 |  NP                                                 
                        |       | sand, gravelly| SP          | A−3         |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       SsE:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sassafras−−−−−−−|  0−9  |Sandy loam     |SC, SC−SM, SM|A−2, A−4     |   0  |   0  |85−100|80−100|50−85 |25−55 |12−32 |NP−10                                                
                        |  9−40 |Loam, sandy    |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |85−100|80−100|50−95 |25−75 |20−33 | 5−15                                                
                        |       | clay loam,    | SC, SC−SM   |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 40−70 |Stratified sand|SC, SC−SM,   |A−1, A−2, A− |   0  |   0  |70−100|50−100|30−90 | 5−55 |15−26 |NP−8                                                 
                        |       | to gravelly   | SM, SP−SM   | 3, A−4      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Joppa−−−−−−−−−−−|  0−13 |Gravelly sandy |ML, SM, SP−SM|A−1, A−2, A−4|   0  |   0  |60−80 |50−75 |25−70 |10−55 |15−35 |  NP                                                 
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 13−23 |Very gravelly  |GM, GP−GM, SM|A−1, A−2, A−4|   0  |   0  |40−80 |30−75 |20−70 |10−55 |15−30 |  NP                                                 
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly loam |             |             |      |      |      |      |      |      |      |                                                     
                        | 23−72 |Very gravelly  |GM, GP, GW,  |A−1, A−2−4,  | −−−  | 0−10 |35−75 |30−75 |15−55 | 2−30 |15−20 |  NP                                                 
                        |       | sand, gravelly| SP          | A−3         |      |      |      |      |      |      |      |                                                     
                        |       | loamy sand,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | gravelly sandy|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       St:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Stony Land−−−−−−|  0−10 |Very stony loam|GM, ML, SM   |A−4, A−6     | −−−  | 3−15 |70−100|60−100|50−95 |35−90 |32−40 | 6−12                                                
                        | 10−20 |Loam, silt     |GM, ML, SM   |A−4, A−6     | −−−  | 0−10 |70−95 |60−95 |50−95 |35−85 |26−40 | 4−12                                                
                        |       | loam, channery|             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 20−72 |Loam, sandy    |CL−ML, ML,   |A−1, A−2, A− | −−−  | 0−5  |70−100|60−100|35−95 |20−75 |20−40 | 2−12                                                
                        |       | loam, channery| SC−SM, SM   | 4, A−6      |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       SuB2:            |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Sunnyside−−−−−−−|  0−8  |Fine sandy loam|SC, SM       |A−2, A−4     |   0  |   0  |95−100|80−100|55−85 |30−55 |15−22 |NP−12                                                
                        |  8−48 |Sandy clay     |CL, SC, SM   |A−2, A−4, A−6|   0  |   0  |95−100|80−100|55−95 |30−75 |15−40 |NP−24                                                
                        |       | loam, fine    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        | 48−60 |Loamy fine     |SC−SM, SM    |A−2, A−4     |   0  |   0  |95−100|80−100|50−85 |15−55 |15−15 |NP−7                                                 
                        |       | sand, fine    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam,   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | fine sand     |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Sw:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Swamp−−−−−−−−−−−|  0−39 |               |PT           |A−8          | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        | 39−60 |Sand, gravelly |GP−GM, GW,   |A−1          |   0  |   0  |40−100|35−100|20−50 | 4−10 |15−20 |NP−3                                                 
                        |       | sand          | SP−SM, SW   |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Tm:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Tidal Marsh−−−−−|  0−10 |               |PT           |A−8          |   0  |   0  | −−−  | −−−  | −−−  | −−−  | 0−14 |  NP                                                 
                        | 10−48 |               |PT           |A−8          |   0  |   0  | −−−  | −−−  | −−−  | −−−  | 0−14 |  NP                                                 
                        | 48−99 |Silt loam,     |CL, ML, SM   |A−4, A−6     |   0  |   0  |90−100|85−100|65−100|40−100|15−40 |NP−25                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, sandy   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       Ub:              |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Paved Areas−−−−−|  0−6  |Variable       |             |             | −−−  | −−−  | −−−  | −−−  | −−−  | −−−  | 0−14 | −−−                                                 
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       WaA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Watchung−−−−−−−−|  0−9  |Silt loam      |ML           |A−4, A−6, A−7| −−−  | 0−15 |85−100|80−100|70−100|50−95 |35−45 | 8−14                                                
                        |  9−51 |Clay, silty    |CH, CL       |A−7          | −−−  | 0−15 |85−100|80−100|70−100|60−95 |40−65 |15−35                                                
                        |       | clay, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 51−66 |Silt loam,     |ML           |A−6, A−7     | −−−  | 0−15 |85−100|80−100|70−100|50−95 |35−45 |10−15                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       WaB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Watchung−−−−−−−−|  0−9  |Silt loam      |ML           |A−4, A−6, A−7| −−−  | 0−15 |85−100|80−100|70−100|50−95 |35−45 | 8−14                                                
                        |  9−51 |Clay, silty    |CH, CL       |A−7          | −−−  | 0−15 |85−100|80−100|70−100|60−95 |40−65 |15−35                                                
                        |       | clay, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 51−66 |Silt loam,     |ML           |A−6, A−7     | −−−  | 0−15 |85−100|80−100|70−100|50−95 |35−45 |10−15                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       WcB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Watchung−−−−−−−−|  0−9  |Very stony silt|ML           |A−4, A−6, A−7| −−−  | 3−15 |85−100|80−100|70−100|50−95 |35−45 | 8−14                                                
                        |       | loam          |             |             |      |      |      |      |      |      |      |                                                     
                        |  9−51 |Clay, silty    |CH, CL       |A−7          | −−−  | 0−15 |85−100|80−100|70−100|60−95 |40−65 |15−35                                                
                        |       | clay, silty   |             |             |      |      |      |      |      |      |      |                                                     
                        |       | clay loam     |             |             |      |      |      |      |      |      |      |                                                     
                        | 51−66 |Silt loam,     |ML           |A−6, A−7     | −−−  | 0−15 |85−100|80−100|70−100|50−95 |35−45 |10−15                                                
                        |       | silty clay    |             |             |      |      |      |      |      |      |      |                                                     
                        |       | loam, loam    |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       WdA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Woodstown−−−−−−−|  0−11 |Sandy loam     |CL−ML, SC−SM,|A−2, A−4     |   0  |   0  |90−100|80−100|60−95 |30−75 |15−28 |NP−7                                                 
                        |       |               | SM          |             |      |      |      |      |      |      |      |                                                     
                        | 11−29 |Sandy clay     |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |90−100|70−100|45−90 |25−60 |15−32 |NP−20                                                
                        |       | loam, loam,   | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 29−70 |Stratified     |SC−SM, SM,   |A−1, A−2, A− |   0  |   0  |80−100|70−95 |35−55 | 5−25 |15−26 |NP−6                                                 
                        |       | gravelly sand | SP−SM       | 2−4, A−3    |      |      |      |      |      |      |      |                                                     
                        |       | to sandy loam |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       WdB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Woodstown−−−−−−−|  0−11 |Sandy loam     |CL−ML, SC−SM,|A−2, A−4     |   0  |   0  |90−100|80−100|60−95 |30−75 |15−28 |NP−7                                                 
                        |       |               | SM          |             |      |      |      |      |      |      |      |                                                     
                        | 11−29 |Sandy clay     |CL, CL−ML,   |A−4, A−6, A−2|   0  |   0  |90−100|70−100|45−90 |25−60 |15−32 |NP−20                                                
                        |       | loam, loam,   | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 29−70 |Stratified     |SC−SM, SM,   |A−1, A−2, A− |   0  |   0  |80−100|70−95 |35−55 | 5−25 |15−26 |NP−6                                                 
                        |       | gravelly sand | SP−SM       | 2−4, A−3    |      |      |      |      |      |      |      |                                                     
                        |       | to sandy loam |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       WoA:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Woodstown−−−−−−−|  0−11 |Loam           |CL−ML, ML,   |A−4, A−6     |   0  |   0  |90−100|85−100|60−95 |30−75 |15−30 |NP−12                                                
                        |       |               | SC−SM, SM   |             |      |      |      |      |      |      |      |                                                     
                        | 11−29 |Sandy clay     |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |90−100|70−100|45−90 |25−60 |15−32 |NP−20                                                
                        |       | loam, loam,   | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 29−70 |Stratified     |SC−SM, SM,   |A−1, A−2, A− |   0  |   0  |80−100|70−95 |35−55 | 5−25 |15−26 |NP−6                                                 
                        |       | gravelly sand | SP−SM       | 2−4, A−3    |      |      |      |      |      |      |      |                                                     
                        |       | to sandy loam |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   



                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
       Table H.−−Engineering Index Properties−−Continued                                                                                                                           
       _____________________________________________________________________________________________________________________________                                               
                        |       |               |      Classification       |  Fragments  |    Percentage passing     |      |                                                     
          Map symbol    | Depth | USDA texture  |___________________________|_____________|      sieve number−−       |Liquid| Plas−                                               
         and soil name  |       |               |             |             | >10  | 3−10 |___________________________|limit |ticity                                               
                        |       |               |   Unified   |   AASHTO    |inches|inches|  4   |  10  |  40  | 200  |      |index                                                
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                        |  In   |               |             |             | Pct  | Pct  |      |      |      |      | Pct  |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       WoB:             |       |               |             |             |      |      |      |      |      |      |      |                                                     
        Woodstown−−−−−−−|  0−11 |Loam           |CL−ML, ML,   |A−4, A−6     |   0  |   0  |90−100|85−100|60−95 |30−75 |15−30 |NP−12                                                
                        |       |               | SC−SM, SM   |             |      |      |      |      |      |      |      |                                                     
                        | 11−29 |Sandy clay     |CL, CL−ML,   |A−2, A−4, A−6|   0  |   0  |90−100|70−100|45−90 |25−60 |15−32 |NP−20                                                
                        |       | loam, loam,   | ML, SM      |             |      |      |      |      |      |      |      |                                                     
                        |       | sandy loam    |             |             |      |      |      |      |      |      |      |                                                     
                        | 29−70 |Stratified     |SC−SM, SM,   |A−1, A−2, A− |   0  |   0  |80−100|70−95 |35−55 | 5−25 |15−26 |NP−6                                                 
                        |       | gravelly sand | SP−SM       | 2−4, A−3    |      |      |      |      |      |      |      |                                                     
                        |       | to sandy loam |             |             |      |      |      |      |      |      |      |                                                     
                        |       |               |             |             |      |      |      |      |      |      |      |                                                     
       _________________|_______|_______________|_____________|_____________|______|______|______|______|______|______|______|______                                               
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   
                                                                                                                                                                                   




