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NATURAL RESOURCES CONSERVATION SERVICE 
CONSERVATION PRACTICE STANDARD 

POND SEALING OR LINING - FLEXIBLE MEMBRANE 
(No.) 

CODE 521A 

DEFINITION 

A manufactured hydraulic barrier consisting of 
a functionally continuous layer of synthetic or 
partially synthetic, flexible material.   

PURPOSE 

To restrict, impede, and control seepage of 
water and contaminants from water and waste 
impoundment structures for water conservation 
and environmental protection. 

CONDITIONS WHERE PRACTICE APPLIES 

On ponds and water storage structures that re-
quire treatment to control seepage rates within 
acceptable limits. 

On earthen waste storage ponds or lagoons 
and other waste impoundment structures that 
require treatment to control seepage of con-
taminants from the storage structure.   

CRITERIA 

Design.  Structures to be lined shall be con-
structed to meet all applicable NRCS stand-
ards.  All inlets, outlets, ramps, and other ap-
purtenances may be installed before, during, 
or after the liner placement, but shall be done 
in a manner that does not damage or impair 
the proper operation of the liner.   

Design and installation of the flexible mem-
brane shall be in accordance with manufac-
turer recommendations.  All flexible membrane 
installations shall be certified by the installer or 
manufacturer as meeting the material and in-
stallation requirements of the plans and speci-
fications. 

Manufacturer recommendations shall be fol-
lowed with regard to protection from weather 
and exposure.   
 

 
Liner Materials.  Flexible membrane liner ma-
terials shall meet the requirements of the spec-
ifications indicated in the following tables: 

 

 
Minimum Bentonite Content for  

Geosynthetic Clay Liners 
Type Minimum Bentonite Content 

 Wastewater Clear Water 
GCL 0.75 lb/sq. ft. 

 

Reference Specifications for  
Geomembranes 

Type Applicable Specification 
HDPE 

NRCS Mtl. Spec. 594, Ge-
omembrane Liner 

LLDPE 
LLDPE-R 

PVC 
EPDM 
FPP 

FPP-R 
PE-R 

Minimum Geomembrane Thickness Criteria   
Type Minimum Thickness 

 Wastewater Clear Water 
HDPE 40 mil  30 mil 
LLDPE 40 mil  30 mil 

LLDPE-R 36 mil 24 mil 
PVC 40 mil  30 mil 

EPDM 45 mil  
FPP 40 mil 30 mil 

FPP-R 36 mil 24 mil 
PE-R NR 24 mil 
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Reference Specifications for  
Geosynthetic Clay Liners 

Type Applicable Specification 

GCL NRCS Material Specifica-
tion 595, Geosynthetic Clay 

Liner 
 
1 mil = 1/1000 of an inch 
 
HDPE – High Density Polyethylene Geomembrane 
LLDPE – Linear Low Density Polyethylene Geomembrane 
LLDPE-R – Reinforced Linear Low Density Polyethylene 
Geomembrane,  
PVC – Polyvinyl Chloride Geomembrane 
EPDM – Ethylene Propylene Diene Terpolymer Geomem-
brane 
FPP – Flexible Polypropylene Geomembrane 
FPP-R – Reinforced Flexible Polypropylene Geomem-
brane PE-R – Reinforced, Slit –Film, Woven Polyethylene 
Geomembrane 
NR – Not Recommended 
GCL – Geosynthetic Clay Liner 
 

NRCS – Natural Resources Conservation Service 

Cover Soil.  PVC and GCL liners shall be cov-
ered with a minimum of 12 inches of soil meas-
ured perpendicular to the finished surface.  
Cover soil may be used on other liners but is 
not required unless essential for the proper 
performance, protection and durability of the 
installation.  Cover soils shall not contain 
sharp, angular stones or any objects that could 
damage the liner.  Maximum allowable particle 
size of soil cover material shall be 3/8-in for 
geomembrane liners and ½-inch for geosyn-
thetic clay liners, unless the liner is protected 
by a 10-oz/sq yd or heavier non-woven geotex-
tile cushion material.  Cover materials shall be 
stable against slippage down the slope under 
all operational and exposure conditions, such 
as rapid drawdown or saturation by precipita-
tion or snowmelt. 

Cover soil shall be placed within 24 hours after 
placement of the liner to minimize the potential 
for damage from various sources, including 
precipitation, wind, and ultra-violet exposure. 

GCL liners shall have a uniform confinement 
pressure as recommended by the manufac-
turer, which shall not be compromised by the 
presence of a drainage layer or venting system 
under the liner. 

Subgrade Preparation.  Subgrade prepara-
tion shall conform to manufacturer recommen-
dations and applicable state regulations.  Sub-
grade materials shall not contain sharp, angu-
lar stones or any objects that could damage 
the liner or adversely affect its function unless 
a cushion layer is used. 

Cushion.  A cushion layer shall be placed be-
neath the liner if the subgrade particles contain 
sharp angular stones that could damage the 
liner or particles greater than 3/8-inch for ge-
omembrane liners and ½-inch for GCL’s.  The 
cushion may be a 10-oz/sq yd or heavier non-
woven geotextile or a layer at least 6 inches 
thick of soil meeting the particle size and 
shape requirements of the subgrade.  Geotex-
tile cushion material shall meet the require-
ments of GRI Test Method GT12(a). Follow the 
manufacturer’s recommendations for any addi-
tional protective measures. 

Anchorage.  Liners shall be anchored to pre-
vent uplift due to wind or slippage down the 
side slope. 

Safety.  Design shall include appropriate 
safety features to minimize the hazards of the 
structure.  Warning signs, fences, ladders, 
ropes, bars, rails, and other devices shall be 
provided, as appropriate, to ensure the safety 
of humans and livestock. 

Underliner Drainage and Venting. 

Subsurface conditions such as soil type and 
groundwater levels will dictate the direction 
and scope of the design of the drainage and 
venting system beneath the geomembrane 
liner.  An inadequate drainage and venting 
system may result in floating of the geomem-
brane liner.  Hydrostatic pressures from fluctu-
ating groundwater levels or leakage through 
the liner may cause the liner to float.  Gas pro-
duction and buildup beneath the liner due to 
the presence of organic material in the soil or 
leachate leakage through the liner may cause 
“whales” or bubbling of the liner. 

Groundwater and Leakage Drainage.  If the 
groundwater level may be near the invert ele-
vation of the pond, groundwater monitoring 
should be conducted during the site investiga-
tion to verify the expected water table location.  
In some situations, it may be necessary to in-
stall groundwater monitoring wells for a year or 
more to determine the ground water levels and 
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gather enough information to properly 
determine the required flow capacity of the 
drainage system.  If high water tables could 
adversely affect the proper functioning of the 
structure, interceptor or relief-type drainage 
systems should be included to control uplift 
pressures.  Leakage through the liner due to 
liner damage should also be considered.  
Giroud and Bonaparte (1989) recommend de-
signing the drainage system based on a fre-
quency of one hole (0.16 in2) per acre of sur-
face area.  

Gas Venting.  The need for venting for 
wastewater pond liners shall be investigated 
as part of the design.  Site conditions which 
may be conducive to gas production include 
sites which have been subject to long-term 
seepage of animal waste into the foundation 
soil, sites with naturally occurring organics in 
the soil, or fine grained foundation soils where 
fluctuating groundwater levels may trap gases 
present in the soil.  Venting of wastewater 
pond liners may not be required if other site 
conditions exist to allow dissipation of gas 
pressure from beneath the liner.  One such 
condition is the presence of clean granular 
foundation soils (SW, SP, GW or GP).   

Drainage and Venting System Design.  The 
use of a geosynthetic such as a geonet or geo-
composite under the liner to facilitate collec-
tion, drainage of liquids and venting of gas 
should be considered.  If drainage and/or vent-
ing is needed, the geocomposite manufac-
turer’s recommendations shall be followed in 
the system design.  The allowable flow rate of 
the geocomposite shall be determined in ac-
cordance with GRI Standard GC8.  The pond 
bottom should be sloped, typically a minimum 
of 1 percent, to permit positive flow of the liq-
uids or gases.  In most cases, the geocompo-
site will serve both purposes of drainage and 
venting.  In large impoundments, the bottom 
may need to be sloped in multiple directions in 
order to decrease the required drainage and 
venting flow travel distances. 

CONSIDERATIONS 

The number of penetrations through the liner 
should be minimized.  Trenching and backfill-
ing of fill pipes should be detailed such that 
charging of the underside of the liner with sub-
surface water is prevented. 

For GCL liners, wastewater and subgrade and 
cover soils should be analyzed to ensure that 

undesirable cation exchange (calcium and/or 
magnesium for sodium) will not occur in the 
GCL. 

A leak detection system is recommended be-
neath all liners, especially geomembranes.   

If agitation operations may result in abrasion or 
other mechanical damage to the liner, then 
protective measures should be provided as 
needed to ensure the integrity of the liner, such 
as increasing the liner thickness above the 
minimum values indicated above or providing 
protective ramps and aprons at agitation loca-
tions. 

PLANS AND SPECIFICATIONS 

Plans and specifications shall be prepared for 
specific field sites in accordance with this 
standard and shall describe the requirements 
for applying the practice to achieve its intended 
uses. 

As a minimum, the plans and specifications 
shall provide the following: 

1. Layout of the containment structure, col-
lection points, waste transfer locations or 
pipelines, and topography of the site 

2. Required liner properties, cushion materi-
als, and pipeline materials 

3. Subgrade details, including tolerances on 
smoothness of the finished grade 

4. Details of liner installation, seaming re-
quirements, and requirements for attach-
ments and appurtenances 

5. Minimum qualifications of installers 

6. Warranty requirements, if desired 

7. Quality control testing requirements 

8. Fence and signage requirements, if re-
quired. 

OPERATION AND MAINTENANCE 

A plan for operation and maintenance (O&M) 
of the liner and structure shall be prepared.  
The plan shall be consistent with the purposes 
of the type of liner chosen, intended life, safety 
requirements and design criteria.  The plan 
shall contain requirements including but not 
limited to: 

1. Design capacity and liquid level of the 
structure. 
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2. A description of the normal operation, 
safety concerns and maintenance require-
ments. 

3. Monitoring procedures for leak detection 
systems, including alarm level leakage 
rates and actions to be taken if these rates 
are exceeded. 

4. Repair procedures. 

5. Periodic inspection of the following: 

• Visible portions of the liner for tears 
punctures, or other damage; 

• Liner interface with inlets, outlets, 
ramps, or other appurtenances for 
damage; 

• Liquid level in the structure; 

• Ballooning of the liner indicating pres-
ence of gas beneath the liner. 

REFERENCES 

ASTM D 5887-09, Test Method for Measure-
ment of Index Flux Through Saturated Geo-
synthetic Clay Liner Specimens Using a Flexi-
ble Wall Permeameter 

ASTM D 5890-06, Test Method for Swell Index 
of Clay Mineral Component of Geosynthetic 
Clay Liners 

ASTM D 5891-02(2009), Test Method for Fluid 
Loss of Clay Component of Geosynthetic Clay 
Liners 

ASTM D 5993-99(2009), Test Method for 
Measuring of Mass Per Unit of Geosynthetic 
Clay Liners. 

ASTM D 6102-06, Guide for Installation of Ge-
osynthetic Clay Liners. 

ASTM D 6214-98(2008), Test Method for De-
termining the Integrity of Field Seams Used in 
Joining Geomembranes by Chemical Fusion 
Methods. 

ASTM D 6392-08, Test Method for Determin-
ing the Integrity of Nonreinforced Geomem-
brane Seams Produced Using Thermo-Fusion 
Methods. 

ASTM D 6497-02(2010), Guide for Mechanical 
Attachment of Geomembrane to Penetrations 
or Structures. 

ASTM D 7176-06, Specification for Non-Rein-
forced Polyvinyl Chloride (PVC) Geomem-
branes Used in Buried Applications. 

ASTM D 7272-06, Test Method for Determin-
ing the Integrity of Seams Used in Joining Ge-
omembranes by Pre-manufactured Taped 
Methods. 

ASTM D 7408-08, Specification for Non Rein-
forced PVC (Polyvinyl Chloride) Geomem-
brane Seams. 

ASTM D 7465-08, Specification for Ethylene 
Propylene Diene Terpolymer (EPDM) Sheet 
Used in Geomembrane Applications. 

Koerner, R.M. 2005. Designing with Geosyn-
thetics, 5th ed. Pearson Prentice Hall, Upper 
Saddle River, NJ. 

Geosynthetic Research Institute, GRI Standard 
GC8, Standard Specification for Determination 
of the Allowable Flow Rate of a Drainage Geo-
composite. 

Geosynthetic Research Institute, GRI Test 
Method GT12(a) – ASTM Version, Test Meth-
ods and Properties for Nonwoven Geotextiles 
Used as Protection (or Cushioning) Materials. 

Geosynthetic Research Institute, GRI Test 
Method GM13, Standard Specification for Test 
Methods, Test Properties and Testing Fre-
quency for High Density Polyethylene (HDPE) 
Smooth and Textured Geomembranes. 

Geosynthetic Research Institute, GRI Test 
Method GM17, Standard Specification for Test 
Methods, Test Properties and Testing Fre-
quency for Linear Low Density Polyethylene 
(LLDPE) Smooth and Textured Geomem-
branes. 

Geosynthetic Research Institute, GRI Standard 
GM18, Standard Specification for Test Meth-
ods, Test Properties and Testing Frequencies 
for Flexible Polypropylene Nonreinforced (fPP) 
and Reinforced (fPP-R) Geomembranes. 

Geosynthetic Research Institute, GRI Test 
Method GM19, Standard Specification for 
Seam Strength and Related Properties of 
Thermally Bonded Polyolefin Geomembranes. 

Geosynthetic Research Institute, GRI Test 
Method GM21, Standard Specification for Test 
Methods, Properties, and Frequencies for Eth-
ylene Propylene Diene Terpolymer (EPDM) 
Nonreinforced and Scrim Reinforced Ge-
omembranes. 



642-1 

5 

 

 

 

Geosynthetic Research Institute, GRI 
Test Method GM25, Standard Specification for 
Test Methods, Test Properties and Testing 
Frequency for Reinforced Linear Low Density 
Polyethylene (LLDPE-R) Geomembranes. 

Giroud, J.P., and R. Bonaparte. 1989.  Leak-
age through liners constructed with geomem-
branes—Part 1. Geomembrane Liners.  In Ge-
otextiles and Geomembranes, vol. 8, pgs. 27–
67. 

Quality Assurance and Quality Control for 
Waste Containment Facilities, EPA/600/R-
93/182, September 1993. 

USDA-Natural Resources Conservation Ser-
vice, National Engineering Handbook, Part 
642, Specifications for Construction Contracts. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



521A - 6 

NRCS, Mississippi 
October 2015 

Natural Resources Conservation Service 
Construction Specifications 

 
POND SEALING OR LINING, FLEXIBLE MEMBRANE 

 
 
1. SCOPE 
 
 Work shall consist of the furnishing and in-

stalling all flexible membrane, filter, and 
cover material in accordance with the lines 
and grades shown on the plans.  Location of 
the flexible membrane shall be as shown on 
the drawings or as staked in the field. 

 
2. INSTALLATION 
 
 a. Subgrade preparation.  The area to be 

lined shall be drained and allowed to dry 
until the surface is firm and can support 
the personnel and equipment that must 
travel over it during installation of the lin-
ing. 

 
  All banks and fills in the area to be lined 

must be sloped no steeper than 1 
horizontal to 1 vertical for exposed linings 
and 2 1/2 to 1 for buried linings. 

 
  The foundation area for flexible 

membrane linings shall be smooth and 
free of projections that can damage the 
lining.  Stumps and roots shall be 
removed.  Rocks, hard clods, and other 
such material shall be removed, rolled so 
as to provide a smooth surface, or 
covered with a cushion of fine soil. 

 
  If needed, an effective sterilant shall be 

applied to the subgrade at the rate 
recommended by the manufacturer. 

 
  An anchor trench shall be excavated 

completely around the area to be lined at 
the planned elevation of the top of the 
lining.  The trench shall be 8 to 10 inches 

(200 to 250 mm) deep and about 12 
inches (300 mm) wide. 

 
  All lining material shall be free of damage 

or defect.  Each package delivered to the 
job site shall bear the name of the 
material, the manufacturer's name or 
symbol, the quantity therein, and the 
thickness or weight of the material. 

 
 b. Placement.  Membranes shall be loosely 

spread over the subgrade.  Polyethylene 
film requires about 5 percent slack for 
satisfactory results. 

 
  All field splices shall be made according 

to the manufacturer's recommended 
technique, using materials furnished for 
this purpose.  The joints shall be 
watertight and capable of maintaining 
their integrity throughout the expected life 
of the lining. 

 
  Approximately 30 inches (760 mm) of the 

top of the lining shall be placed in the 
anchor trench and anchored with 
compacted backfill. 

 
  For covered membranes, the material to 

be used as a protective cover shall be 
free of large clods, sharp rocks, sticks, 
and other objects that can puncture the 
lining.  The cover shall be placed to the 
specified depth without damage to the 
membrane. 

 
 c. Materials.  All materials are to meet the 

requirements indicated in Tables 1, 2, 3, 
4, 5, 6, 7, 8, and 9 as appropriate. 
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Table 1. Requirements for polyethylene and ethylene co-polymer plastic film. 
 
 

 
Test 

Description 

Requirements 

         Type I                      Type II 
     Polyethylene             Co-polymer 

 
 

Test 
Method 

Tensile strength, each 
  direction, minimum average 

 
lb/in2 

 
1,800 

 
2,000 

ASTM-D-882, 
  Method "A" 

Ultimate elongation, each 
  minimum average 

 
pct 

 
   500 

 
   500 

ASTM-D-882, 
  Method "A" 

Impact resistance, minimum 
  average 

 
g/mil 

 
     45 

 
      65 

ASTM-D-1709, 
  Method "B" 

Water vapor permeability perm-
mil 

          0.7            1.5 ASTM-E-96 

Tear resistance, each 
  direction,  minimum 

 
g/mil 

 
     80 

 
       80 

 
ASTM-D-1922 

Soil burial 
  Tensile strength change, 
    each direction, maximum 
   Elongation loss, each 
    direction, maximum 

 
 
pct 
 
pct 

 
 

       5 
 

     20 

 
 

        5 
 

      20 

 
 
ASTM-D-3083 

Lumionous transmittance, 
   maximum 

 
pct 

 
          1.0 

 
          1.0 

 
National Bureau 
of Standards 
Publication PS-17 
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Table 2. Requirements for reinforced rubber sheeting. 
 
 

 
Test 

Description 

Requirements 

     Up to 20 mil               20 mil thick 
           thick                     and greater 

 
 

Test 
Method 

Breaking strength, minimum 
  Warp direction 
  Fill direction 

 
lb/in 
lb/in 

 
75 
75 

 
100 
100 

ASTM-D-751 

Ultimate elongation, each 
  Warp direction 

 
pct 

 
30 

 
30 

ASTM-D-751 

Ozone resistance, 
  Procedure "B" 
  50 pphm, 100°F 

 
days 

 
  7 

 
  7 

 
ASTM-D-1149 and 
  ASTM-D-518 

Hydrostatic strength retained 
  after ozone exposure, 7  
  days (Mullen) 

 
 
pct 

 
 

   100 

 
 

  100 

Federal Spec. 
  CCC 191b 
Method 5512 
  ASTM-D-518 

Heat aging, 7 days at 212°F 
  Tensile strength retained 
  Elongation retained 

 
pct 
pct 

 
     90 
     90 

 
    90 
90 

ASTM-D-573 

Tear resistance, minimum, 
  Warp or fill direction  

 
lb 

 
       8 

 
        8 

ASTM-D-751 
(tongue) 

Hydrostatic burst (Mullen,  
  Minimum 

 
lb/in2 

 
   100 

 
     175 

 
ASTM-D-751(1) 

Dimensional stability, 7 days 
   at 212°F 
  Change in length or width 

 
 
pct 

 
 

        +1.0 

 
 

         +1.0 

 

Low-temperature flexibility 
   (optional) 
  No cracking or flaking 

  
 

-40°F 

 
 

-40°F 

Federal 
Specification 
  CCC 191b, 
  Method 5874 

Commercial field splice 
  Strength 
  Shear force, minimum 
  Tensile 

 
pct 

 
75 

 
75 

Commercial field 
  splice 1 in. wide 
  strip, pulled in 
  shear at 10 
  in./min, after 7 
  days cure at 
  room 
  temperature 

 
1A 1-ft2 sample. 10 in. bench marks in warp and fill direction, placed on aluminum or stainless plate in changing air over. 
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Table 3. Requirements for reinforced rubber sheeting. 
 
 

Test 
Description 

Requirements 

        Type A                    Type B 
 

 
Test 

Method 

Tensile Strength, minimum lb/in2 1,200 1,200 ASTM-D-412 
Modulus at 300% elongation, 
  Minimum 

 
lb/in2 

 
   600 

 
   600 

ASTM-D-412 

Ultimate elongation, 
  Minimum 

pct  
   300 

 
   300 

ASTM-D-412 

Shore "A" hardness  60 + 10 60 + 10 ASTM-D-2240 
Ozone resistance, 
  Prodedure "A" 
  No cracks, 50 pphm at 
    100°F, 20% elongation 
  No cracks, 100 pphm at 
    100°F, 50% elongation 

 
pct 
 
days 
 
days 

 
 

       7 

 
 

-- 

ASTM-D-1149 
 
 
ASTM-D-518 
 
ASTM-D-518 

Heat again, 7 days at 212°F, 
  Tensile strength retained 
  Elongation retained 

 
pct 
pct 

 
      75 
      75 

 
       75 
       75 

 

Water vapor permeability at 
80°F, maximum 

 
perm mil 

 
                0.002 

 
              0.05 

 
ASTM-E-96 
(procedure BW) 

Tear resistance, minimum lb/in2      150      150 ASTM-D-624 Die 
"B" 

Dimensional stability, 7 days 
  at 212°F 
  Change in length or width 

 
 
pct 

 
 

   +0.5 

 
 

   +0.5 

 

Commercial field splice 
  Strength 60 shear force, 
     Minimum tensile 

 
 
pct 

 
 

60 

 
 

60 

Commercial field 
  splice 1 in. wide 
  strip, pulled in 
  shear at 10 
  in./min, after 7 
  days cure at 
  room 
  temperature 

 
NOTE:  Type "A" sheeting is recommended for general-purpose outdoor use.  Type "B" material is recommended for use if an 

extreme outdoor environment requires a highly weatherable lining. 
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Table 4. Requirements of polyvinyl chloride plastic sheeting. 
 

Test 
Description Requirements Test 

Method 
Tensile strength, each 
  direction, minimum average 

 
lb/in2 

 
2,000 

 
ASTM-D-882 

Elongation at break, minimum pct    250 ASTM-D-882, 
  Method A 

Volatile loss, maximum pct           0.7 
 

   300 

ASTM-D-1203, 
  Method A 

Tear resistance, each direction, minimum g/mil    160 ASTM-D-1922 
Resistance to soil burial 
  (percent change maximum in original 
     value) 
  Breaking factor 
  Elongation at break 
  Modulus at 100% elongation 

 
 
 
pct 
pct 
pct 

 
 
 

      -5 
    -20 
   +10 

ASTM-D-3083 
 
(120-day soil burial) 

Bonded seam strength, percent breaking 
  factor 

 
pct 

 
80 

ASTM-D-3083 
  Para. 9.3 (1-in. 
  width) 

 
 
 

Table 5. Unreinforced chlorsulfonated polyethylene. 
 

Test 
Description 

Minimum 
Requirements 

Test 
Method 

Tensile strength, minimum pounds per 
  square inch 

 
pct 

 
1,000 

 
ASTM-D-412 

Ultimate elongation, minimum pct    250 ASTM-D-412 
Ozone resistance, 50 pphm, 20% strain, 
  100°F, 8,000 hr. 

 
pct 

 
+0 

 
ASTM-D-1149 

Heat aging, 14 days at 212°F 
  Tensile strength, minimum pounds per 
     square inch 
  Elongation at break 

 
 
pct 
pct 

 
 

1,000 
   150 

ASTM-D-412 

Tear resistance, minimum lb/in 250 ASTM-D-624 Die B 
Commercial field splice 
  Strength, shear force, minimum tensile 

 
pct 

 
60 

ASTM-D-882, 
Method 
  A, 7 days cure 

Weight change after 7 days at 70°C in 
  water, maximum 

 
pct 

 
  5 

 
ASTM-D-471 
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Table 6. Reinforced chlorsulfonated polyethylene. 
 

 
 

Test 
Description 

Minimum 
Requirements 

30 mils thick and 
greater 

 
 

Test 
Method 

Breaking strength, minimum 
  Rubber 
  Fabric 

 
lb/in 
lb/in 

 
   100 
     75 

ASTM-D-751 

Ultimate elongation, maximum 
  Rubber 
  Fabric 

 
pct 
pct 

 
   150 
     20 

ASTM-D-751 

Ozone resistance, 50 pphm, 20% strain, 
  100°F, 8,000 hr. 

 
pct 

 
+0 

 
ASTM-D-1149 

Hydrostatic strength after ozone 
  exposure, 7 days (Mullen), percent 
  retained 

 
 
pct 

 
 

   100 

Fed. Spec. CCC 
191b 
Method 5512, ASTM-
D-518 

Heat aging, 14 days at 212°F of original 
  Tensile strength 
  Elongation percent retained of original 

 
pct 
pct 

 
     90 
     90 

ASTM-D-412 

Tear resistance, minimum 
  Warp or fill direction 

 
pct 

 
     10 

ASTM-D-751 
  (Tongue) 

Puncture resistance, pounds minimum pct    120 FTMS 101B, Method  
  2031 

Commercial field splice 
  Strength, shear force, percent of  
  minimum break 

 
 
pct 

 
 

    75 

 
ASTM-D-882,  
  7 days cure 
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Table 7. Requirements for high density polyethylene (HDPE). 
 
 

Test 
Description 

Requirements 

          80 mils                   100 mils 
 

 
Test 

Method 

Minimum tensile properties (each 
direction) 

  ASTM-D-638 

 
1.  Tensile strength yield 
     (pounds/inch width) 

 
   120 

 
   150 

 
 

2.  Tensile strength at break 
     (pounds/inch width) 

 
   120 

 
   150 

 

3.  Elongation at yield (percent)      10      10  
4.  Elongation at break (percent)    500    500  
5.  Modulus of elasticity 
     (pounds/sq. in.) 

 
        80,000 

 
        80,000 

 

 
Tear resistance (pounds, minimum) 

     40        40 ASTM-D-1004 

 
Low temperature 

-40°F -40°F ASTM-D-746 

 
Dimensional stability (each direction, 
percent change, maximum) 

 
+3 

 
+3 

 
ASTM-D-1024 
212°F, 15 min. 

 
Resistance to soil burial1 
(percent change maximum in original 
 value) 

   
ASTM-D-3083 
(120-day soil 
burial) 

 
1.  Tensile strength yield 

 
+10 

 
+10 

 

2.  Tensile strength at break +10 +10  
3.  Elongation at yield +10 +10  
4.  Elongation at break +10 +10  
5.  Modulus of elasticity +10 +10  
 
Bonded seam strength2 

(factory seam, breaking factor, 
pounds/inch width) 

 
108 

 
135 

 
ASTM-D-3038 

 
Environmental stress crack (minimum, 
hours) 

 
 

500 

 
 

500 

 
 
ASTM-D-1693 

 
1Test value of "after exposure" sample is based on precut sample dimensions; 120-day test is 120-day 
test is required for initial certification. 

2Factory bonded seam strength is the responsibility of the fabricator. 
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Table 8. Requirements for supported extended polyurethane. 
 

Property 
 

Test Method 
Supported finished material2 

   Type 1            Type 2          Type 3         Type 4 
Thickness 
1. Overall (mils, minimum) 

ASTM-D-751  
25 

 
45 

 
30 

 
70 

Minimum Tensile Properties ASTM-D-751     
1. Breaking Strength-fabric TD 
    (pounds, minimum) 
    Breaking Strength-Composites MD 
                                                      TD 

 50 
70 
90 
75 

70 
120 
160 
160 

110 
120 
130 
130 

100 
140 
220 
160 

Tear Strength (pounds, 
minimum) composite 
 

ASTM-D-751 
Tongue Method  
8 x 8-in sample 

    

1. Initial  2.5 4.5 35 4.5 
2. After Heat Aging 212°F, 30 days 2.5 4.5 35 4.5 
Low Temperature Composite ASTM-D-2136 

1/8 in mandrel, 
4 hr. Pass 

-40°F -40°F -40°F -40°F 

Unsupported sheet, 100 mils   Below -60°F  
Dimensional Stability 
(each direction percentage change 
 maximum) 

ASTM-D-1204 
 
212°F, 1 hr. 

 
-0.8 

 
-0.5 

 
-1.3 

 
-0.7 

Resistance to Soil Burial1 

(percent change maximum in original 
 values) 

ASTM-D-3083 
 
365-day soil burial 
30-mil sheet (as 
modified in Appendix 
A) 

    

  a.  Unsupported sheet 
       1.  Breaking Factor 
       2.  Elongation at Break 
       3.  Initial Modulus 
  b.  Membrane Fabric Breaking Factor 

ASTM-D-882 
 
 
 
ASTM-D-751 

 
 
 
 

TBD 

 
+15 
-15 
+30 

     TBD             TBD 

 
 
 
 

TBD 
Bonded Seam Strength 
(pounds, minimum) 

ASTM-D-751 
(As modified in 
Appendix A. 12 
in/min) 

  
greater than single layer 

 

Hydrostatic Resistance 
(pounds per square inch, minimum) 

ASTM-D-751 
Method A, 
Procedure l 

 
 

80 

 
 

210 

 
 

250 

 
 

280 
Ozone Resistance ASTM-D-1149 

(As modified in 7 days, 
100 pphm 104°F, 1/8 
in bent loop) 

 NA  

Ply Adhesion (each direction, 
pounds/in. width minimum) 

ASTM-D-413 
Machine Method Type 
A 

 NA  

Volatile Loss, percent 
(unsupported) 

ASTM-D-1203 
Method A 30-mil sheet 

 0.4  

(Puncture Resistance, pounds) FTMS 101B, (Method 
2065) 

  25 50 45 70 

1Test value of "after exposure" sample is based on precut sample dimensions; 120-day test is required for initial certification. 
2Supporting Fabrics: 
  Type 1:  Nylon 6.6 2.0 oz/ya2 
  Type 2:  Polypropylene 3.1 oz/ya2 
  Type 3:  Composite of 2 layers 0.5 oz/ya2 nylon 6.6 plus 5 x 5 1000d polyester scrim (4.1 oz/ya2 total) 
  Type 4:  Polypropylene 4.4 oz/ya2 
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Table 9. Requirements for reinforced ethylene interpolymer alloy. 
 

Test 
Description Requirements Test 

Method 
Thickness, mils minimum 
  1.  Overall 

 
27 

ASTM-D-751 

Breaking Strength, lb. min.  400 ASTM-D-751, 
  Method A 

Tear Strength, lb. min. 
 
 
  1.  Initial 
  2.  After aging 

 
 

 
125 
75 

ASTM-D-751, 
  Tongue Method 
8 x 8 in. sample 

 
Low Temperature 

 
-30° 

 
ASTM-D-2136 
1/8 in. mandrel 
4 hr. pass 

 
Dimensional Stability 
(each direction % change max.) 

 
2 

 
ASTM-D1204 
212F, 1 hr. 

 
Resistance to Soil Burial 
(percent change maximum in original values) 
1.  Membrane Fabric Breaking Strength 

 
 
 

25 

 
ASTM-D-751 
Method A 

 
Hydrostatic Resistance 
(lb. /sq. in., min.) 

 
500 

 

 
ASTM-D-751 
Method A, Procedure 1 

Ozone Resistance No Cracks ASTM-D-1149 
(7 day, 100 pphm 
104°F, 1/8 in. bent 
loop) 

Ply Adhesion (each direction lb./in. width min.) Film Tear Bond 
or 8 lb. per in. 

ASTM-D-413 Machine 
Method Type A 

 
 
3.   FENCING 
 
 The area covered by a flexible membrane 

shall be fenced if livestock may be present to 
protect the membrane from possible puncture. 

 
4.  VEGETATION 
 
 The finished area shall be shaped and 

smoothed and all disturbed areas vegetated to 
protect against erosion.  Mowing and 
maintenance activities shall be careful to avoid 
cutting or damaging the flexible membrane. 

 
 
 
 
5.  CONSTRUCTION DETAILS 
 
 __________________________________ 
 

 __________________________________ 
 
 __________________________________ 
 
 __________________________________ 
 
 __________________________________ 
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