


MATERIAL SPECIFICATION

546. BITUMINIZED FIBER PIPE

1. SCOPE

This specification covers the quality of bituminized fiber pipe and fittings.

2. PIPE

Bituminized Fiber Pipe and Fittings shall conform to the requirements of ASTM Specification D 1862.

3. PERFORATED PIPE

Perforated bituminized fiber pipe and fittings for drainage shall conform to the requirements of ASTM Specification D 2417, or D 2418.

Perforated bituminized fiber pie and fittings for septic tank disposal fields shall conform to ASTM Specification or D 2313.
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